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National foreword

This British Standard reproduces verbatim ISO 6356:2000 and implements it as the
UK national standard.

The UK participation in its preparation was entrusted to Technical Committee PRI/3,
Textile floor coverings, which has the responsibility to:

Ð aid enquirers to understand the text;

Ð present to the responsible international/European committee any enquiries
on the interpretation, or proposals for change, and keep the UK interests
informed;

Ð monitor related international and European developments and promulgate
them in the UK.

A list of organizations represented on this committee can be obtained on request to
its secretary.

Cross-references

The British Standards which implement international or European publications
referred to in this document may be found in the BSI Standards Catalogue under the
section entitled ªInternational Standards Correspondence Indexº, or by using the
ªFindº facility of the BSI Standards Electronic Catalogue.

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, the ISO title page,
pages ii to iv, pages 1 to 14, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the document
was last issued.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies (ISO
member bodies). The work of preparing International Standards is normally carried out through ISO technical
committees. Each member body interested in a subject for which a technical committee has been established has
the right to be represented on that committee. International organizations, governmental and non-governmental, in
liaison with ISO, also take part in the work. ISO collaborates closely with the International Electrotechnical
Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 3.

Draft International Standards adopted by the technical committees are circulated to the member bodies for voting.
Publication as an International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this International Standard may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights.

International Standard ISO 6356 was prepared by Technical Committee ISO/TC 219, Floor coverings.

This first edition of ISO 6356 cancels and replaces ISO/TR 6356:1982, which has been technically revised.

Annexes A, B, C and E form a normative part of this International Standard. Annex D is for information only.
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Introduction

This test is a measurement of the electric potential (voltage) due to the accumulation of static charge on a person
walking on the surface of a textile floor covering under controlled conditions. It is important that this measurement
be made under carefully controlled conditions to minimize test variability.
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 1

Textile floor coverings — Assessment of static electrical
propensity — Walking test

1 Scope

This International Standard describes a method of evaluating the electrostatic propensity of all types of textile floor
coverings under controlled conditions. Since the potential generated varies with humidity, shoe materials, walk
surface and individuals’ mannerisms, the values generated by this test will not necessarily duplicate actual field
experience, but will provide a relative comparison of the performance of different surfaces.

For classification purposes and in cases of dispute the measurement procedure specified in this International
Standard can be used under controlled conditions specified in the relevant classification standard or agreed
between disputing parties. There may be occasions where measurements are required under non-controlled
conditions, e.g. in situ measurements on installed floor coverings. The principle of measurement using the
equipment specified in this International Standard can be used to make measurements, either with the standard
footwear specified or with specific footwear relevant to the end use.

2 Normative references

The following normative documents contain provisions which, through reference in this text, constitute provisions of
this International Standard. For dated references, subsequent amendments to, or revisions of, any of these
publications do not apply. However, parties to agreements based on this International Standard are encouraged to
investigate the possibility of applying the most recent editions of the normative documents indicated below. For
undated references, the latest edition of the normative document referred to applies. Members of ISO and IEC
maintain registers of currently valid International Standards.

ISO 48:1994, Rubber, vulcanized or thermoplastic — Determination of hardness (hardness between 10 IRHD and
100 IRHD).

ISO 1957:—1), Machine-made textile floor coverings — Sampling and cutting specimens for physical tests.

ISO 2424:1992, Textile floor coverings — Vocabulary.

ISO 9407:1991, Shoe sizes — Mondopoint system of sizing and marking.

IEC 60093:1980, Methods of test for volume resistivity and surface resistivity of solid electrical insulating materials.

ASTM D394-592), Standard method of Test for Abrasion Resistance of Rubber Compounds.

3 Terms and definitions

For the purposes of this International Standard the terms and definitions given in ISO 2424 shall apply.

1) To be published. (Revision of ISO 1957:1986)

2) Withdrawn in 1970.
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