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National foreword
This British Standard reproduces verbatim ISO 7004:2002 and implements it 
as the UK national standard. It supersedes BS ISO 7004:1987 which is 
withdrawn.

The UK participation in its preparation was entrusted to Technical Committee 
CPW/42, Photography, which has the responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references

The British Standards which implement international publications referred to 
in this document may be found in the BSI Catalogue under the section entitled 
“International Standards Correspondence Index”, or by using the “Search” 
facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application. 

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the ISO title page, 
pages ii to v, a blank page, pages 1 to 18, an inside back cover and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies (ISO 
member bodies). The work of preparing International Standards is normally carried out through ISO technical 
committees. Each member body interested in a subject for which a technical committee has been established has 
the right to be represented on that committee. International organizations, governmental and non-governmental, in 
liaison with ISO, also take part in the work. ISO collaborates closely with the International Electrotechnical 
Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 3. 

Draft International Standards adopted by the technical committees are circulated to the member bodies for voting. 
Publication as an International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this International Standard may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. 

International Standard ISO 7004 was prepared by Technical Committee ISO/TC 42, Photography. 

This second edition cancels and replaces the first edition (ISO 7004:1987), of which it constitutes a technical 
revision. 

Annexes A to F of this International Standard are for information only. 
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Introduction 

This International Standard specifies methods for measuring the ISO speed, ISO average gradient and ISO 
gradients G2 and G4 of industrial radiographic film systems when exposed directly to X- and γ-radiation. Many 
countries have had national standards relating to this subject for many years and may provide values which are 
different from those obtained by following the procedure specified in this International Standard. Because the 
photographic characteristics of a film system are dependent on the energy distribution in the wavelength spectrum, 
four representative sources are specified for determining sensitometric characteristics. To minimize the differences 
between national standards and this International Standard, the minimum requirements for X-ray tubes and X-ray 
generators have been considered mandatory and have been clearly specified in the subclause on radiation quality 
(5.3.3). This International Standard imposes limiting specifications on the thickness of the metallic screens often 
used in conjunction with the film as specified in the basic rules for good radiographic practice in ISO 5579. 

Photographic results are also dependent on the chemical process used to develop the film. This International 
Standard does not attempt to specify the processing method; therefore, when ISO speed or ISO gradient values 
are given for a film system, it is necessary to specify not only the radiation quality used but also the process. This 
will permit the comparison of systems consisting of film and film processing. 
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Photography — Industrial radiographic films — Determination of 
ISO speed, ISO average gradient and ISO gradients G2 and G4 
when exposed to X- and gamma-radiation 

1 Scope 

This International Standard specifies methods for determining sensitometric curve shape, ISO speed, ISO average 
gradient and ISO gradients G2 and G4 for industrial radiographic systems consisting of film and film processing 
when exposed directly to X-rays and γ-rays. The measurement of characteristics of film systems used in industrial 
radiography with fluorescent intensifying screens is not specified in this International Standard. 

NOTE Units of measured energy are given for information in annex A. 

2 Normative references 

The following normative documents contain provisions which, through reference in this text, constitute provisions of 
this International Standard. For dated references, subsequent amendments to, or revisions of, any of these 
publications do not apply. However, parties to agreements based on this International Standard are encouraged to 
investigate the possibility of applying the most recent editions of the normative documents indicated below. For 
undated references, the latest edition of the normative document referred to applies. Members of ISO and IEC 
maintain registers of currently valid International Standards. 

ISO 5-2: 2001, Photography — Density measurements — Part 2: Geometric conditions for transmission density 

ISO 5-3:1995, Photography — Density measurements — Part 3: Spectral conditions 

ISO 4037-1:1996, X and gamma reference radiation for calibrating dosemeters and doserate meters and for 
determining their response as a function of photon energy — Part 1: Radiation characteristics and production 
methods 

ISO 5579: 1998, Non-destructive testing — Radiographic examination of metallic material by X- and gamma 
rays — Basic rules 

3 Terms and definitions 

For the purposes of this International Standard, the following terms and definitions apply. 

3.1 
radiographic film 
transparent plastic sheet coated on one or both sides with a photographically sensitive layer 

3.2 
film system 
system consisting of a radiographic film, the film processing and, when in use, the lead foil(s) and film holder 
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