BRITISH STANDARD AEROSPACE SERIES

Specification for

Tube of aluminium-
copper-magnesium-
silicon-manganese
alloy —

(Solution treated and aged at room
temperature)

(Not exceeding 10 mm wall thickness)
(Cu 4.4, Mg 0.5, Si 0.7, Mn 0.8)
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a contract. Users of British Standards are responsible for their correct

application.

Compliance with a British Standard does not of itself confer immunity
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