BRITISH STANDARD AEROSPACE SERIES 135 L 265=1978
Amendments Nos. 1
and 2
Specification for
Sheet and strip of
aluminium-coated
aluminium- copper-
magnesium- silicon-
manganese alloy
(Solution treated and artificially aged)
(Cu 4.4, Mg 0.5, Si 0.8, Mn 0.8)
Dottments
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