BRITISH STANDARD AEROSPACE SERIES BS L 166:1978

(Superseding
BS 2L 89 and
BS L 108)
This Standard is obsolescent. Incorporating
See the BSI Catalogue for details. Amendment No. 1

June 1999

Specification for

Close toleranced sheet
and strip of
aluminium-coated
aluminium-copper-
magnesium-silicon-
manganese alloy

(Solution treated and aged at room

temperature)
(Cu 4.4, Mg 0.5, Si 0.8, Mn 0.8)
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This British Standard, having
been prepared under the
direction of the Aerospace
Standards Committee, was
published under the authority
of the Executive Board on

30 November 1978
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a back cover.

The BSI copyright notice displayed in this document indicates when the
document was last issued.

Sidelining in this document indicates the most recent changes by amendment.

Amendments issued since publication

Amd. No. |Date of issue Comments

13571 5 April 2002 Indicated by a sideline
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