BRITISH STANDARD AEROSPACE SERIES BS L 170:1989

Incorporating
Amendment No. 1

Specification for

Extruded bars and
sections of aluminium-
zinc-copper-chromium
alloy —

(solution treated, controlled stretched
and artificially aged) (not

exceeding 150 mm diameter or minor
sectional dimension) (Zn 5.6, Mg 2.5,
Cu 1.6, Cr 0.23) (7075)
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This British Standard, having
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the direction of the

Aerospace Standards
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was published under

the authority of the Board of
BSI and comes into effect on
28 February 1990
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standard:
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Aerospace
Standards Policy Committee (ACE/-) to Technical Committee ACE/24, upon
which the following bodies were represented:

Aluminium Federation

Aluminium Stockholders’ Association
Association of Light Alloy Refiners Limited
BNF Metals Technology Centre

British Forging Industry Association

British Industrial Fasteners Federation

British Investment Casting Trade Association

Institute of British Foundrymen

Light Metal Founders’ Association

Magnesium Industry Council

Ministry of Defence

Society of British Aerospace Companies Ltd.

Amendments issued since publication

Amd. No. Date of issue | Comments
6838 November Indicated by a sideline in the margin
1991
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