
BRITISH STANDARD AEROSPACE SERIES BS L 172:1989
Incorporating 
Amendment Nos. 1 
and 2

Specification for

Extruded, rolled or cast 
forging stock of 
aluminium-zinc- 
magnesium-
manganese-copper 
alloy —

(for manufacture of forgings to 
BS L 171) Zn 5.7, Mg 2.7, Mn 0.5, 
Cu 0.5) (7014)

UDC 629.7 : 669 – 126 – 14 – 134.71½5½ 721½782½74½35

Confirmed 
December 2009

Full document details: BS L 172:1989

http://www.avadocuments.com/doc/bs-l-172-1989
http://www.avadocuments.com/doc/bs-l-172-1989


BS L 172:1989

This British Standard, having 
been prepared under the 
direction of the Aerospace 
Standards Policy 
Committee, was published 
under the authority of the 
Board of BSI and comes into 
effect on 
31 January 1990

© BSI 01-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference ACE/24
Draft for comment 87/75978 DC

ISBN 0 580 17956 7

Committees responsible for this 
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The preparation of this British Standard was entrusted by the Aerospace 
Standards Policy Committee (ACE/-) to Technical Committee ACE/24, upon 
which the following bodies were represented:

Aluminium Federation
Aluminium Stockholders’ Association
Association of Light Alloy Refiners Limited
BNF Metals Technology Centre
British Forging Industry Association
British Industrial Fasteners Federation
British Investment Casting Trade Association
Institute of British Foundrymen
Light Metal Founders’ Association
Magnesium Industry Council
Ministry of Defence
Society of British Aerospace Companies Ltd.

Amendments issued since publication
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