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BRITISH STANDARD FOR |
AIRCRAFT MATERIAL

ER-MAGNESIUM ALLOY WIRES
OLD FORGED RIVETS

(Not exceeding 3 inch diameter)
' (Cu 2.2, Mg 0.3)
intended for the manufa-cture of rivets complying

Standard is primarily

the fact that rivets mnanaclurcd fcom wire to this British Standard require heat treatment:

NOTE 1. Attention is drawn to
* thls should be performed by {he rivet manufacturer. .
ric equivalents are stated, the figures in British units are to bs regarded as the standard. Where
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. #Subject to the discretion of the Inspecting Authority, determination of these elements :
need be made on.a‘small proportion only of the samples analysed. . e,
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