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Foreword
This publication has been prepared by Technical Committee ACE/15, Wrought 
and cast steels for aerospace.

The start and finish of text introduced or altered by amendment is indicated in 
the text by tags ��. Tags indicating changes to text carry the number of 
the amendment. For example, text altered by amendment No. 1 is indicated   
by ���.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.
Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii,
pages 1 and 2, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last used.
Amendments issued since publication

Amd. No. Date Comments

3783 31 December 1981  See foreword

13678 14 October 2002 See foreword
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