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Specification for

cold-rolled 18/10

chromium-nickel

corrosion-resisting

steel sheet and strip

(titanium stabilized:

800 MPa)
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This British Standard, having
been approved by the
Aerospace Industry Standards
Committee was published
under the authority of the
Executive Board of the
Institution on 30 May 1969
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Amendments issued since publication
The following BSI references

relate to the work on this Amd. No. Date Comments
standa.rd:
Committeoefrence ACHIS 4352 April 1983
12/30269112 DC 5559 July 1987
14153 27 May 2003
A4 April 2013 See Foreword.
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