
BRITISH STANDARD AEROSPACE SERIES BS S 530:1970
(Superseding3 in
part, BS S 523)
Incorporating
Amendment No. 1

Specification for 
24/17 chromium-nickel
heat-resisting steel
sheet and strip
(titanium stabilized:
540 MPa) 
(elevated temperature
properties not verified)

UDC 629.7:669.15’26’24’295:669.14.018.4-41
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Amendments issued since publication

Amd. No. Date Comments

14149 27 May 2003

A2 31 January 2013      See Foreword.
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