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Ministry of Defence 
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DTD 5046) 
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Amendment No. 1
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Chromium-nickel-
molybdenum-vanadium 
heat-resisting steel 
sheet and strip          
(930–1 130 MPa: 
maximum 
thickness 6 mm) —

(Cr 12, Ni 2.5, Mo 1.7, V 0.3)
ICS 49.025.10
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This British Standard, having 
been approved by the 
Aerospace Industry Standards 
Committee, was published 
under the authority of the 
Executive Board on                       
30 September 1975
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Foreword

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.
Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
pages 1 and 2, an inside back cover and a back cover.

The copyright notice displayed in this document indicates whene the document 
was last issued.

Sidelining in this document indicates the most recent changes by amendment.
Amendments issued since publication

Amd. No. Date Comments

14602 9 December 2003 Indicated by a sideline
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