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Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
pages 1 to 6 and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.

Amendments issued since publication

Amd. No. Date of issue Comments

6852 December 1991 Indicated by a sideline in the margin

Full document details: BS T 72-T 73:1977

http://www.avadocuments.com/doc/bs-t-72-t-73-1977
http://www.avadocuments.com/doc/bs-t-72-t-73-1977


BS T 72-T 73:1977

© BSI 02-2000 i

Contents

Page
1 Inspection and testing procedure 1
2 Process of manufacture 1
3 Chemical composition 1
4 Surface dressing 1
5 Condition 1
6 Final heat treatment 1
7 Mechanical properties 2
8 Special tests 2
9 Susceptibility to intercrystalline corrosion 2

10 Non-destructive testing 3
11 Final marking 3
Appendix A Notes on Table 1 4
Appendix B Notes on Table 2 4
Table 1 — Tolerances on outside diameters and thicknesses, and
test conditions. Metric unit sizes 5
Table 2 — Tolerances on outside diameters and thicknesses, and
test conditions. Imperial unit sizes 6

Full document details: BS T 72-T 73:1977

http://www.avadocuments.com/doc/bs-t-72-t-73-1977
http://www.avadocuments.com/doc/bs-t-72-t-73-1977


ii blank

Full document details: BS T 72-T 73:1977

http://www.avadocuments.com/doc/bs-t-72-t-73-1977
http://www.avadocuments.com/doc/bs-t-72-t-73-1977

