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nethylcellulose Sodium 12

ulose Sodium 12 is the sodium salt of a polycarboxymethyl ether of cellulose. Its degree of substitution is NLT 1.15 and NMT
ling to a sodium (Na) content of NLT 10.4% and NMT 12.0%, calculated on the dried basis.

: Add 1 g of powdered Carboxymethylcellulose Sodium 12 to 50 mL of water, while stirring to produce a uniform dispersion.
tirring until a clear solution is produced. [Note—Save the unused portion of this solution for use in Identification tests B and C.]
L of the Sample solution, diluted with an equal volume of water, in a small test tube, add 5 drops of 1-naphthol TS. Incline the
sarefully introduce down the side of the tube 2 mL of sulfuric acid so that it forms a lower layer.

ria: A red-purple color develops at the interface.

L of the Sample solution prepared for Identification test A add an equal volume of barium chloride TS.
ria: A fine, white precipitate is formed.

:sTs—GENERAL, Sodium(191): A portion of the Sample solution prepared for Identification test A meets the requirements.

TION
previously dried at 105° for 3 h

m

(541).)

tration

yerchloric acid in dioxane VS

ition: Potentiometric

am: A pH meter equipped with a standard glass electrode and a calomel electrode modified as follows. Discard the aqueous

hloride solution contained in the electrode, rinse, and fill with the supernatant obtained by shaking thoroughly 2 g each of

hloride and silver chloride (or silver oxide) with 100 mL of methanol, then add a few crystals of potassium chloride and silver

silver oxide) to the electrode.

the Sample, and transfer to a glass-stoppered, 250-mL conical flask. Add 75 mL of glacial acetic acid, connect the flask to a
ondenser, and reflux gently on a hot plate for 2 h. Cool, and transfer the solution to a 250-mL beaker with the aid of 50 mL of

icid. Titrate with Titrant while stirring with a magnetic stirrer. Record the amount, in mL, of Titrant versus mV (0- to 700-mV

atinue the titration to a few mL beyond the endpoint. Plot the titration curve, and read the volume of Titrant at the inflection

legree of substitution in the Carboxymethylcellulose Sodium 12 taken:
Result= (M _xNxV)/(G-AM_,x N x V)
10lecular weight of 1 anhydroglucose unit, 162

itrant normality
slume of Titrant (mL)

eight of Carboxymethylcellulose Sodium 12 taken (mg)

creace in maleciilar mace af 1 anhvdraahicnce 1init far each cadinm carhavyvmethul arninin added 20
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(541).)

tration

silver nitrate VS

:tion: Potentiometric

am: A silver electrode and a mercurous sulfate electrode having a potassium sulfate bridge

ar the Sample to a 250-mL beaker, add 50 mL of water and 5 mL of 30% hydrogen peroxide, and heat on a water bath for 20
ccasionally to ensure hydration. Cool, add 100 mL of water and 10 mL of nitric acid, and titrate with Titrant, determining the
stirring constantly.

iercentage of NaCl in the sample taken:

Result = (M_x V x N x F)/{[(100 - b)/100] x W} x 100
ecular weight of sodium chloride, 58.44

1me of Titrant (mL)

mality of Titrant

version factor, 1073 g/mg
sentage obtained from the test for Loss on Drying, determined separately
1ple weight (g)

ria: See Limit of Sodium Glycolate.

{COLATE
olution: Transfer 100 mg of glycolic acid, previously dried in a desiccator at room temperature overnight, to a 100-mL

k. Dissolve in and dilute with water to volume, and mix. [Note—Use this solution within 30 days.]

ns: Into four separate 100-mL volumetric flasks, transfer 1.0-, 2.0-, 3.0-, and 4.0-mL portions of the Standard stock solution,

) each flask, add water to make 5 mL, add 5 mL of glacial acetic acid, dilute with acetone to volume, and mix.

. Transfer 500 mg to a 100-mL beaker, moisten thoroughly with 5 mL of glacial acetic acid, followed by 5 mL of water, and stir
d to ensure proper hydration (usually about 15 min). Slowly add 50 mL of acetone, with stirring, then add 1 g of sodium

tir for several min to ensure complete precipitation of the carboxymethylcellulose. Filter through a soft, open-textured paper,
ted with a small amount of acetone, and collect the filtrate in a 100-mL volumetric flask. Use an additional 30 mL of acetone
rtransfer of the solids and to wash the filter cake, then dilute with acetone to volume.

25-mL blank flask containing 2.0 mL of a solution containing 5% each of glacial acetic acid and water in acetone.

iditions

photometry

elength: 540 nm

ar 2.0 mL of the Sample solution and 2.0 mL of each Standard solution to separate 25-mL volumetric flasks. The 25-mL

k containing the Blank is included in the following tests. Place the uncovered flasks in a boiling water bath for 20 min,

ad, to remove the acetone, remove from the bath, and cool. Add to each flask 5.0 mL of 2,7-dihydroxynaphthalene TS, mix,
1al 15 mL, and again mix. Cover the mouth of each flask with a small piece of aluminum foil. Place the flasks upright in a
ath for 20 min, then remove from the bath, cool, dilute with sulfuric acid to volume, and mix.

absorbances of each solution against the Blank, and prepare a standard curve using the absorbances obtained from the
:pared from the Standard solutions. From the standard curve and the absorbance of the Sample solution, determine the

1 mg, of glycolic acid in the Sample solution.

iercentage of sodium glycolate in the specimen taken:

Result = w x F/{[(100 - b)/100] x W} x 100
jht of glycolic acid in the sample determined from the standard curve (mg)
or converting glycolic acid to sodium glycolate, 1.29
sentage of Loss on Drying, determined separately

jht of the sample taken (mg)
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