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Foreword 

This document (CEN/TS 14038-2:2011) has been prepared by Technical Committee CEN/TC 219 “Cathodic 
protection”, the secretariat of which is held by BSI. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Lat-
via, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, 
Spain, Sweden, Switzerland and the United Kingdom. 
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Introduction 

The purpose of chloride extraction is to rehabilitate a reinforced concrete part from corrosion activity and to 
provide long term corrosion protection of steel reinforcement in concrete which has been affected by chloride 
and to re-establish self protection ability. The duration of treatment is from several weeks up to as much as 
several months, depending on the amount of accumulated chloride, the permeability of the concrete, the lay-
out of the reinforcement and other factors. The decision to terminate the application should be made accord-
ing to the specific requirements detailed in this technical specification. 

There are other electrochemical procedures that can be used to provide corrosion protection of steel in con-
crete structures. These include cathodic protection and re-alkalisation. There is a European standard for ca-
thodic protection of steel in concrete (EN 12696) and a European Technical Specification for the re-
alkalisation of carbonated concrete (TS 14038-1). 

It has been assumed in the drafting of this Technical Specification that the execution of its provisions will be 
entrusted to appropriately qualified and competent people, for whose use it has been prepared. 
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