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National foreword

This Draft for Development is the UK implementation of  
CEN/TS 14758-2:2007. 
This publication is not to be regarded as a British Standard.
It is being issued in the Draft for Development series of publications and is of 
a provisional nature. It should be applied on this provisional basis, so that 
information and experience of its practical application can be obtained.
Comments arising from the use of this Draft for Development are requested so 
that UK experience can be reported to the European organization responsible 
for its conversion to a European standard. A review of this publication will be 
initiated not later than 3 years after its publication by the European 
organization so that a decision can be taken on its status. Notification of the 
start of the review period will be made in an announcement in the appropriate 
issue of Update Standards.
According to the replies received by the end of the review period, the 
responsible BSI Committee will decide whether to support the conversion into 
a European Standard, to extend the life of the Technical Specification or to 
withdraw it. Comments should be sent to the Secretary of the responsible BSI 
Technical Committee at British Standards House, 389 Chiswick High Road, 
London W4 4AL.
The UK participation in its preparation was entrusted by Technical Committee 
PRI/88, Plastics piping systems, to Subcommittee PRI/88/1, Plastics piping for 
non-pressure applications.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Amendments issued since publication
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This Technical Specification (CEN/TS) was approved by CEN on 23 June 2007 for provisional application.

The period of validity of this CEN/TS is limited initially to three years. After two years the members of CEN will be requested to submit their
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Foreword 

This document (CEN/TS 14758-2:2007) has been prepared by Technical Committee CEN/TC 155 “Plastics 
piping systems and ducting systems”, the secretariat of which is held by NEN. 

System Standards are based on the results of the work undertaken in ISO/TC 138 "Plastics pipes, fittings and 
valves for the transport of fluids", which is a Technical Committee of the International Organization for 
Standardization (ISO). 

They are supported by separate standards on test methods to which references are made throughout the 
System Standard. 

The System Standards are consistent with general standards on functional requirements and on 
recommended practice for installation. 

EN 14758 consists of the following Parts, under the general title Plastics piping systems for non-pressure 
underground drainage and sewerage — Polypropylene with mineral modifier(s) (PP-MD) 

 Part 1:  Specifications for pipes, fittings and the system 1) (amended in 2007) 

 Part 2:  Guidance for the assessment of conformity (this Technical Specification) 

 Part 3:  Guidance for installation (Technical Specification) 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and United Kingdom. 

                                                      
1)  An amendment is under preparation. 
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1 Scope 

This European Technical Specification gives guidance for the assessment of conformity to be included in the 
manufacturer's quality plan as part of the quality system. 

This Technical Specification includes:  

a) requirements for materials, components, joints and assemblies given in EN 14758-1; 

b) requirements for the manufacturer's quality system;  

NOTE 1 It is recommended that the quality system conforms to EN ISO 9001 [1]. 

c) definitions and procedures to be applied if third party certification is involved. 

NOTE 2 If third party certification is involved, it is recommended that the certification body is accredited to EN 45011 [2] 
or EN 45012 [3], as applicable. 

This Technical Specification is applicable to piping systems made of polypropylene (PP-MD) intended to be 
used for 

 non-pressure underground drainage and sewerage outside building structures (application area code 
"U"), reflected in the marking of products by "U"; and  

 non-pressure underground drainage and sewerage for both buried in the ground within the building 
structure (application area code "D") and outside the building structure (application area code "U"), 
reflected in the marking of products by "UD". 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 14758-1:2005 2 , Plastics piping systems for non-pressure underground drainage and sewerage — 
Polypropylene with mineral modifiers (PP-MD) — Part 1: Specifications for pipes, fittings and the system 

EN ISO 472:2001, Plastics — Vocabulary (ISO 472:1999) 

EN ISO 1043-1:2001, Plastics — Symbols and abbreviated terms — Part 1: Basic polymers and their special 
characteristics (ISO 1043-1:2001) 

3 Terms, definitions, symbols and abbreviations 

For the purposes of this document, the terms, definitions, symbols and abbreviations given in 
EN 14758-1:2005 and the following apply. 

3.1 Terms and definitions 

For the purposes of this document, the terms, definitions, symbols given in EN ISO 472:2001, and 
EN ISO 1043-1:2001 and the following apply. 

                                                      
2  The reference will include an amendment, which is under preparation. 
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