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National foreword

This Draft for Development is the UK implementation of CEN/TS
15366:2009.
This publication is not to be regarded as a British Standard.
It is being issued in the Draft for Development series of publications and
is of a provisional nature. It should be applied on this provisional basis,
so that information and experience of its practical application can be
obtained.
Comments arising from the use of this Draft for Development are
requested so that UK experience can be reported to the international
organization responsible for its conversion to an international standard.
A review of this publication will be initiated not later than 3 years after
its publication by the international organization so that a decision can be
taken on its status. Notification of the start of the review period will be
made in an announcement in the appropriate issue of Update Standards.

According to the replies received by the end of the review period,
the responsible BSI Committee will decide whether to support the
conversion into an international Standard, to extend the life of the
Technical Specification or to withdraw it. Comments should be sent to
the Secretary of the responsible BSI Technical Committee at British
Standards House, 389 Chiswick High Road, London W4 4AL.
The UK participation in its preparation was entrusted to Technical
Committee B/513, Construction equipment and plant and site safety.
A list of organizations represented on this committee can be obtained on
request to its secretary.
This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity
from legal obligations.
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Foreword 

This document (CEN/TS 15366:2009) has been prepared by Technical Committee CEN/TC 337 “Winter 
maintenance and road service area maintenance equipment”, the secretariat of which is held by AFNOR. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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1 Scope 

This Technical Specification is a product specification standard. It applies to bulk spreadable products for 
absorbing hydrocarbons, mineral oils and similar liquids from road surfaces or traffic areas. Each country may 
add usage regulations. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 590, Automotive fuels — Diesel — Requirements and test methods 

EN 14231, Natural stone test methods — Determination of the slip resistance by means of the pendulum 
tester 

ISO 8213, Chemical products for industrial use — Sampling techniques — Solid chemical products in the form 
of particles varying from powders to coarse lumps 

ISO 9044, Industrial woven wire cloth — Technical requirements and tests 

ISO 11014-1, Safety data sheet for chemical products — Part 1: Content and order of sections 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

3.1 
absorbents 
solid substances meant to absorb hydrocarbons, mineral oils and similar liquids from road surfaces or traffic 
areas 

3.2 
skid resistance 
slip resistance 
property of the road surface which evaluates the relative movement between the contact patch of a vehicle 
tyre and the surface 

3.3 
Skid Resistance Test  
SRT 
method to measure the slip/skid resistance of a surface by means of the pendulum test 

3.4 
absorbency 
ability of a given mass of product material to absorb a quantity of liquid 

4 Safety principles 

4.1 Safety data sheets 

A safety data sheet, in accordance with ISO 11014-1 (see European Directive 2001/58/EC of 27 July 2001 or 
ISO 11014-1), shall be available. 
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The national authorities of the country where the absorbent shall be used, may demand proof that the 
declarations in the SDS are correct. 

4.2 Human health and environmental properties 

According to this Technical Specification no absorbents shall be used on roads, which are classified as 
“dangerous” with respect to European Directive 67/548, Article 2 (2). 

Products shall fulfill the European regulations for disposal in landfill according to European Decision 2003/33, 
attachment, chapter 2.2.2, at L/S 10 l/kg (except sulphate). 

5 Functional specifications for solid absorbents intended for road usage 

5.1 General 

The specifications for absorbents that follow specify the requirements for road usage. These specifications are 
designed to ensure the safety of road users and to limit the dissemination of pollutants into the environment. 

5.2 Absorbency 

The absorbency shall be assessed, using the test protocol described in Annex A. 

The minimum absorbency of hydrocarbons (gas oil) shall be 50 % wt. 

The absorbency of water shall be measured in accordance with Annex A. 

5.3 Skid resistance 

For information, the variation in the skid resistance of the surface should be assessed using the test protocol 
described in Annex D. 

a) Part 1: Skid resistance of wet absorbent 

The required minimum values is: 

SRT Final Coefficient ≥ 80 % SRT initial Coefficient. 

b) Part 2: Skid resistance of the road surface after removal of contaminated absorbent 

The required minimum values is: 

SRT Final Coefficient ≥ 85 % SRT initial Coefficient. 

The skid resistance shall be measured using the apparatus described in EN 14231. 

A material conforms to this Technical Specification if part 1 and part 2 exceed the minimum values. 

5.4 Identification of the absorbent 

A technical data sheet is issued with the absorbent. This data sheet lists the composition of the product stating 
the standardized test methods used (referred to in Annex C) and the physical properties of the product. The 
objective is to know the ID card of the product. 
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