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Foreword 

This document (CEN/TS 15680:2007) has been prepared by Technical Committee CEN/TC 175 “Round and 
sawn timber”, the secretariat of which is held by AFNOR. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and United Kingdom. 
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Introduction 

There are a number of methods of evaluating the mechanical performance of stairs. These include: 

- testing, 

- calculation, 

- conventional accepted performance. 

All methods have equal validity. 

This standard identifies a number of possible test methods which can be used. 

1 Scope 

This Technical Specification gives test methods for prefabricated timber stairs. These stairs are made from 
timber and/or wood-based materials. 

The methods included in this document can also be used for single components used in stairs (e.g. steps, 
handrails, balusters, …). 

This document does not consider the overall structure design of these elements. Stairs that are designed to 
contribute to the overall stability of the works or to the strength of the structure are not covered by this 
standard. 

The surfaces of the timber elements may be exposed or covered by finishes. 

NOTE 1 Where stairs are supplied with a finish or covering, some basic characteristics will not be covered by this 
standard and references should be made to the appropriate product standard (e.g. colour fastness of carpet finishes) 

NOTE 2 Where the term "stair" is used in this document, it may also apply to individual element or component where 
appropriate 

Tests can be carried out on a complete fully assembled system according to manufacturer installation 
instructions or on individual components. 

A fully assembled stair test cannot be used to evaluate individual components. 

There is no particular hierarchy of sequences or the need to carry out all the tests. 

NOTE The nature of used tests and elements can be given by national regulations. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 1991-1-1, Eurocode 1 : Actions on structures – Part 1-1:General actions – Densities, self-weight, imposed 
loads for buildings 
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EN 14076 : 2004, Timber stairs – Terminology 

PrEN 15644 : 2007, Traditionally designed prefabricated stairs made of solid wood – Specifications and 
requirements. 

 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 14076:2004 and in prEN 15644:2007 
apply. 

4 Determination of mechanical strength of balusters under static load on  
prefabricated railing system : handrails or balustrades 

4.1 General 

This test provides a method to determine mechanical strength under concentrated static load of balusters 
made also with different materials, being a part of prefabricated railing system, handrails or balustrades. 

This test applies to all handrails or balustrades of any material used for their construction, as usually installed 
and used, according to producer recommendations, in a construction. It does not apply to handrails or 
balustrades made on site and/or installed with building works. 

4.2 Principle 

Application of a concentrated load on a standardized conical element put between two balusters, checking 
deformations and possible breaks of these elements and their anchorages. 

NOTE The conical element is the concentrated load application device made with rigid material ( for wood > 700 
kg/m3), cone-shaped or frustum of cone, with 30° summit angle and base diameter > 200 mm. 

4.3 Equipment 

4.3.1 A support structure which is composed by rigid frame to fix the components system of, balustrade or 
handrail , according to producer instruction : such a frame shall allow the installation of different components 
in horizontal or vertical position (balustrade or handrail), see Figure 1. 
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Figure 1 — Example of a support structure 
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