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National foreword

This Draft for Development has been prepared by Technical Committee B/515 and is
the English language version of ENV 1014-3 Wood Preservatives — Creosote and
crepsoted timber — Methods of sampling and analysis — Part 3 : Determination of
the benzo(a)pyrene conlent of creosote, published by the European Committee for
Standardization (CEN). ENV 1014-3 : 1995 was produced as a result of international
discussion in which the United Kingdom participated.

BS EN 1014 will consist of the following Parts:

Part 1  Procedure for sampling creosote

Part2  Procedure for sampling creosoted timber and the extraction of creosote
Jrom the sample

Part 3  Method for the determination of the benzo(a)pyrene content of creosote

Part4  Method for the determination of the water extractable phenols conlent of
creosote

Parts 1, 2 and 4 are identical with EN 1014-1, EN 1014-2 and EN 1014-4.

The procedures described in this Draft for Development are intended to be carried out
by appropriately qualified and experienced persons or other suitably trained and/or
supervised personnel. Normal safety precautions should be used throughout the use of
the method.

This publication is not to be regarded as a British Standard

It is being issued in the Draft for Development series of publications and is of a
provisional nature because there is at present insufficient experience in the use of the
test method. It should be applied on this provisional basis, so that information and
experience of its practical application may be obtained and reported to the responsible
CEN Technical Committee. Users of this Draft for Development are invited to
comment on its technical content, ease of use and any ambiguities or anomalies. These
comments will be taken into account when preparing the UK national response to
CEN on the question of whether the ENV can be converted to an EN. Comments
should be sent in writing to BSI, 389 Chiswick High Road, London, W4 4AL, quoting
this Draft for Development, the relevant clause and a proposed revision, within 2 years
of the issue of this Draft for Development.
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EUROPEAN PRESTANDARD ENV 10143
PRENORME EUROPEENNE
EUROPAISCHE VORNORM September 1995

1CS 71.100.50

Descriptors: wood, wood preservatives, impregnating, creosote, chemical analysis, determination of content, high performance liquid
chromatography

English version

Wood preservatives — Creosote and creosoted timber —
Methods of sampling and analysis — Part 3: Determination of the
benzo(a)pyrene content of creosote

Produits de préservation du bois — Créosote et Holzschutzmittel — Teerimprignierdl und damit

bois créosoté — Méthodes d'échantillonnage et imprigniertes Holz — Probenahme und

d’analyse — Partie 3: Détermination de la teneur Analyse —

en benzo(a)pyréne dans la créosote Teil 3: Bestimmung des Gehaltes an
Benzo(a)pyren in Teerimprigniertl

This European Prestandard was approved by CEN on 1995-07-07 as a prospective
standard for provisional application. The period of validity of this ENV is limited
initially to three years. After two years the members of CEN will be requested to
submit their comments, particularly on the question whether the ENV can be
converted into an European Standard (EN).

CEN members are required to announce the existence of this ENV in the same
way as for an EN and to make the ENV available promptly at national level in an
appropriate form. It is permissible to keep conflicting national standards in force
(in parallel to the ENV) until the final decision about the possible conversion of
the ENV into an EN is reached.

CEN members are the national standards bodies of Austria, Belgium, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg,
Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Européisches Komitee fiir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels
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