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National foreword
This Draft for Development is the official English language version of 
ENV 1852-2:2000. It is specifically intended to give guidance for the 
assessment of conformity to BS EN 1852-1:2000 of polypropylene (PP) piping 
system components and their joints.
(No previous British Standard was superseded by BS EN 1852-1:2000.)
There is no British Standard corresponding to ENV 1852-2:2000. The 
publication of this DD does not imply that its use is mandatory. Unless any 
specific aspects of ENV 1852-2 are called up on a normative basis in 
EN 1852-1, this DD is available for optional use in conjunction with any other 
existing procedures for such purposes. The intention is to enable the published 
European Standards and associated documents to be applied on a consistent 
and trial basis where industry specifiers choose to specify them.
The UK participation in its preparation was entrusted by Technical Committee 
PRI/88, Plastics piping systems and components (previously PRI/61) to 
Subcommittee PRI/88/1, Thermoplastics piping for non-pressure applications 
(previously PRI/61/1), which has the responsibility to: 

Subcommittee PRI/88/1 would therefore welcome any comments to assist the 
further development of this draft for future use. 
A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.
Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Standards 
Catalogue under the section entitled “International Standards Correspondence 
Index”, or by using the “Find” facility of the BSI Standards Electronic 
Catalogue.
Warning This Draft for Development, which is identical with 
ENV 1852-2:2000, does not necessarily detail all the precautions necessary to 
meet the requirements of the Health and Safety at Work etc. Act 1974 and 
subsequent legislation. Attention should be paid to any appropriate safety 
precautions and the test methods should be operated only by trained personnel.
This Draft for Development is not to be regarded as a British 
Standard.

— aid enquirers to understand the text;

— present to the responsible European committee any enquiries on the 
interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the ENV title 
page, pages 2 to 16, an inside back cover and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
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Foreword

This European Prestandard has been prepared by Technical Committee CEN/TC 155 "Plastics piping
systems and ducting systems", the secretariat of which is held by NNI.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to announce this European Prestandard: Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg,
Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and the United Kingdom.

This prestandard is a Part of a System Standard for plastics piping systems of a particular material for
a specified application. There are a number of such System Standards.

System Standards are based on the results of the work undertaken in ISO/TC 138 "Plastics pipes,
fittings and valves for the transport of fluids", which is a Technical Committee of the International
Organization for Standardization (ISO).

They are supported by separate standards on test methods to which references are made throughout
the System Standard.

The System Standards are consistent with general standards on functional requirements and on
recommended practice for installation.

EN 1852 consists of the following Parts, under the general title Plastics piping systems for
non-pressure underground drainage and sewerage - Polypropylene (PP)

 � Part 1 :  Specifications for pipes, fittings and the system

 � Part 2 :  Guidance for the assessment of conformity (the present prestandard)

 � Part 3 :  Guidance for installation (prestandard under preparation)

This prestandard includes a bibliography.
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Introduction

This draft European prestandard is intended to serve as a guide for the assessment of conformity of
products covered by EN 1852-1:1997.

It can be used integrally and/or be used for inclusion of conformity assessment in the manufacturer's
quality plan as part of the quality system for attestation purposes.  The use of this prestandard does
not necessarily imply the involvement of a third party.

It can also be used to support the elaboration of national third party certification procedures for
products conforming to EN 1852-1:1997. It is the responsibility of the manufacturer to choose or not to
choose for the involvement of a third party for certification purposes.
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