
DEUTSCHE NORM    

ICS 59.080.01

Textiles –

Tests for colour fastness –

Part N02: Colour fastness to bleaching: Peroxide (ISO 105-N02:1993);

German version EN ISO 105-N02:1995

Textiles –

Essais de solidité des teintures –

Partie N02: Solidité des teintures au blanchiment: Peroxyde (ISO 105-N02:1993);

Version allemande EN ISO 105-N02:1995

Ersatz für

DIN EN ISO 105-N02:1995-05

   

Gesamtumfang 12 Seiten

 

DIN-Normenausschuss Materialprüfung (NMP)
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