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EIA STANDARD

Test Standard for
Ceramic Based Printed Circuits RS-162

(Reaffirmed February 1970)
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NOTICE

EIA engineering standards are designed to serve the public interest through eliminating mis-
understandings between manufacturers and purchasers, facilitating interchangeability and improve-
ment of products, and assisting the purchaser in selecting and obtaining with minimum delay the
proper product for his particular need. Existence of such standards shall not in any respect pre-
clude any member or non-member of EIA from manufacturing or selling products not conforming to
such standards, nor shall the existence of such standards preclude their voluntary use by those other
than EIA members whether the standard is to be used either domestically or internationally.

Recommended standards are adopted by EIA without regard to whether or not their adoption
may involve patents on articles, materials, or processes. By such action, EIA does not assume any
liability to any patent owner, nor does it assume any obligation whatever to parties adopting the
recommended standards.
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