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ESDU Data Items

Data Items provide validated information in engineering design and analysis for use by, or under the supervision
of, professionally qualified engineers. The data are founded on an evaluation of all the relevant information,
both published and unpublished, and are invariably supported by original work of ESDU staff engineers or
consultants. The whole process is subject to independent review for which crucial support is provided by
industrial companies, government research laboratories, universities and others from around the world through
the participation of some of their leading experts on ESDU Technical Committees. This process ensures that
the results of much valuable work (theoretical, experimental and operational), which may not be widely available
or in a readily usable form, can be communicated concisely and accurately to the engineering community.

We are constantly striving to develop new work and review data already issued. Any comments arising out of
your use of our data, or any suggestions for new topics or information that might lead to improvements, will
help us to provide a better service.

The preparation of this Data Item

The work on this particular Data Item was monitored and guided by the Stress Analysis and Strength of
Components Committee. This Committee first met in 1964 and now has the following membership:

Chairman

Prof. T.G.F. Gray — University of Strathclyde, Glasgow

Members

Mr J. Baghurst — Independent

Dr I.J. Bickley — Independent

Mr L.A. Doig — Independent

Dr M. Heller — Air Vehicles Division, DSTO, Victoria, Australia
Mr M. Lakbili . — Meggitt Polymers and Composites, Leicestershire
Dr N.L. Pedersen — Technical University of Denmark, Denmark

Dr Li Xu . — Lloyd’s Register Global Technology Centre, Southampton
Mr F. Verbunt — Honda Aircraft Company, USA.

: Corresponding Member

The ESDU Stress and Strength Series is recognised as a valuable source of validated data and methods by
the Institution of Mechanical Engineers and its Structural Technology and Materials Group is involved in
continually reassessing the scope and focus of the content of this Series.

The construction and subsequent development of the Data Iltem were undertaken by

DrD.L. Downs — Senior Engineer.

The person with overall responsibility for the work in this subject area is Mr A.C. Quilter, Head of Strength
Analysis Group and Technical Director — Aerospace.

Documents

Document Sharing Hub
Confidential. © 2019 IHS Markit®. All rights reserved. July 2019

Full document details: ESDU 19004 2019 IHS Markit copyright material


http://www.avadocuments.com/doc/esdu-19004-2019
http://www.avadocuments.com/doc/esdu-19004-2019

ESDU 19004

GUIDE TO THE EFFECT OF SHOT PEENING ON FATIGUE STRENGTH

CONTENTS
Page
1. INTRODUCTION 1
2. THE SHOT PEENING PROCESS 1
2.1 Types of Shot 1
2.2 Control of Shot Peening Intensity 2
3. EFFECTS OF SHOT PEENING 2
3.1 Plastic Deformation of the Surface 2
3.2 Residual Stress due to Shot Peening 3
33 The Effect of Shot Peening on Surface Roughness 4
4. NOTES ON DESIGNING FOR SHOT PEENING 5
5. NOTES ON FIGURES 5
6. DERIVATION AND REFERENCES 7
6.1 Derivation 7
6.2 References 8
7. TABLES AND FIGURES 9
FIGURES 1 to 16 10 to 42

Documents
i Document Sharing Hub

Full document details: ESDU 19004 2019 IHS Markit copyright material


http://www.avadocuments.com/doc/esdu-19004-2019
http://www.avadocuments.com/doc/esdu-19004-2019

ESDU 19004

GUIDE TO THE EFFECT OF SHOT PEENING ON FATIGUE STRENGTH

1. INTRODUCTION

Shot peening is widely used in both mechanical and aeronautical engineering. It is primarily used to give
improvements in fatigue strength but is also used to improve surface conditions and as a forming method.
Components such as welded joints, torsion shafts, propeller blades and wing skins are often shot peened.

This Data Item presents fatigue strength data that demonstrate the effects of shot peening on a range of
materials. The data are taken from constant amplitude tests and the specimen types are shown on the figures.
Other details are provided in the accompanying tables. It should be noted that no data from variable
amplitude tests are presented.

2. THE SHOT PEENING PROCESS

The shot peening process is a cold working process and consists of propelling small particles (shot) at high
speed against the surface to be treated. The impacts of the shot cause local deformation beyond the elastic
limit. The deformed surface layer of material is constrained by the bulk material. This results in compressive
stresses at the surface, balanced by tensile stresses below. The compressive residual stresses act in a small
volume of material near to the surface and tend to be large (and depend upon the shot peening parameters
and the material used). The depth of the compressive layer is typically in the region of 0.5 - 1 mm
(0.02 - 0.04 in). The tensile stresses act over a large volume in the bulk of the material and consequently
are normally negligible in magnitude in comparison with the compressive stresses. The residual
compressive stresses are largely responsible for improvements in fatigue strength. They retard crack
nucleation and growth in the material near the surface where the majority of fatigue failures originate. Shot
peening of components can result in substantial increases in fatigue life and can also increase resistance to
mechanical or chemical damage, such as fretting and stress-corrosion cracking.

There are many parameters to be controlled in shot peening. The major parameters are:

. the type of shot (material, shape and dimensions),

. the Almen intensity (see Section 2.2),

. the exposure time of the component to the shot peening, and

. the degree of coverage of specific areas of the component - this includes the shape of the part being

peened, i.e. the fatigue properties of a flat part with sharp corners may not be improved by shot
peening due to silver streaking.

2.1 Types of Shot

Cast steel shot is widely used. It is particularly useful when high shot peening intensities are required.
However, some component materials may require further treatment to remove any embedded steel. Cast
iron shot is now rarely used owing to its tendency to shatter which makes it uneconomical in many situations.
Shot manufactured from other metallic materials such as aluminium is also used. Shot manufactured from
wire stock is commonly used (but needs tumbling to remove sharp edges) and maintains its physical
properties well during shot peening. Glass shot and refractory electro-cast balls tend to be used for
operations on particularly thin or delicate components because of their lower density. Refractory electro-cast
balls are a more recent development and have the advantage of lasting longer than glass shot.
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It is normal practice to recycle shot to reduce costs. It is vital that if the shot is recycled during shot peening
it is filtered to remove broken shot and associated debris. If this filtering is not undertaken it is possible to
damage the surface being treated and significantly reduce the fatigue strength.

2.2 Control of Shot Peening Intensity

The effects of shot peening result from the transfer of kinetic energy from the particles to the surface. The
intensity of the shot peening is a measure of the transferred kinetic energy. The intensity of shot peening
is usually controlled and measured using the Almen test (following, for example, the standard SAE
AMS243 O*) where a standardised metal strip (Almen strip) is fastened to a metal block and the strip shot
peened. On removal from the block, the strip will be arched towards the shot peened side. The arc height
is related to the intensity of shot peening and is measured using an Almen gauge.

There are several types of Almen strip having different dimensions which cater for different intensity ranges.
The most common are the ‘A’ strip, the ‘C’ strip and the ‘N’ strip. These are shot peened to a condition
defined as saturation when doubling the exposure time of the strip to the shot peening will produce less
than a 10 per cent increase in arc height. The Almen intensity is not a direct measure of intensity but is a
measure of deformation which varies with the intensity of the shot peening. The usual approach is to quote
the arc height in either millimetres or inches where British units are used followed by a letter (and number
if necessary) designating the type of Almen strip. Some sources do not quote the actual arc height but
instead quote a multiple of the arc height. All Almen intensities quoted in this Item appear as they are quoted
in the relevant derivations. It should be noted that it is possible to obtain different depths of plastically
deformed material and residual stress distributions in components that have been shot peened to the same
Almen intensity. Therefore, the Almen number is not in itself necessarily indicative of fatigue benefits.

3. EFFECTS OF SHOT PEENING
3.1 Plastic Deformation of the Surface

Shot peening causes plastic deformation in the surfaces of treated components and in many cases will
increase the surface roughness. The depth of plastically deformed material, the residual compressive
stresses and the surface roughness must be properly controlled to obtain worthwhile improvement in fatigue
strength from shot peening. It is difficult to alter one of these without affecting the others because they are
all interrelated.

The depth of the plastically deformed material is largely determined by the hardness of the component
material, the shot hardness and the Almen intensity (see Sketch 3.1). For a given shot type and velocity,
the depth of plastically deformed material is less for harder component materials. The depth of plastically
deformed material in harder components is less sensitive to changes in the shot peening parameters.

*

SAE AMS2430, ‘Shot peening’, Revision U, April 2018.
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Sketch 3.1 Effect of component hardness on plastically deformed depth for different values of shot
hardness and different Almen intensities (Derivation 11)

Harder shot tends to increase the depth of material deformed plastically but differences resulting from shot
hardness can be reduced by increasing the Almen intensity (for example, by increasing shot velocity).
Increasing the shot diameter also increases the depth of plastically deformed material, but increasing the
diameter beyond a certain point will result in a negligible increase in the depth of this layer. Increasing the
Almen intensity also results in an increase in the depth of plastically deformed material.

3.2 Residual Stress due to Shot Peening

The magnitude and depth of the residual compressive stresses caused by shot peening are the most important
factors in increasing the fatigue strength of a component. Sketch 3.2 shows how in principle these residual
stresses reduce the tensile stresses at the surface of a component subject to axial loading or bending. It is
important that the established compressive stresses are relatively stable during the working life of the
component if shot peening is to produce maximum improvements in the fatigue strength. The service
loading of a component can diminish or completely remove the residual compressive stresses thus reducing
any fatigue strength benefits. This is particularly likely to happen if the component is subjected to large
compressive loads. Heat treatments after shot peening can also cause stress relaxation which will eliminate
any benefits obtained from the shot peening process. To obtain optimum fatigue life it is usually better to
carry out any heat treatments prior to shot peening (see Derivation 8).

There is no simple relationship between Almen intensity and maximum compressive stress. However, larger

shot (which produces higher Almen intensities) tends to produce greater compressive stresses in
hard materials.
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Sketch 3.2 Interaction of the residual and applied stresses
33 The Effect of Shot Peening on Surface Roughness

Shot peening will usually increase the surface roughness of a treated component. In some situations, the
advantage of shot peening to induce benfical compressive stresses below the surface could be negated by
an increase in surface roughness which may aid the initiation of fatigue cracks. For a given component
material and shot type, increasing the Almen intensity will increase the surface roughness. When high
projectile intensity speeds are used small changes in the speed may produce larger changes in the surface
roughness than would be produced by similar changes at lower speeds. In some situations, the surface
roughness may be unacceptable and the component may have to be treated again by polishing or by shot
peening at a significantly lower intensity.

Shot size is a particularly important parameter in terms of achieving a good surface finish. The size of shot
that will give the optimum surface finish, for a given set of conditions, will vary with the hardness of the
treated material. Using a shot size significantly larger or smaller than the optimum can result in considerably
poorer surface finish and consequently poorer fatigue performance, particularly in soft materials.
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4. NOTES ON DESIGNING FOR SHOT PEENING

Shot peening can produce large increases in fatigue strength and increased resistance to stress-corrosion
cracking and other forms of chemical/mechanical attack. If, in the production of a component the effects
ofa shot peening operation are quantifiable and reproducible, the designer may be able to increase allowable
loads and/or reduce weight by reducing critical dimensions, regulations permitting. This is the situation for
some components such as springs in the automotive industry. However, in the design of many components,
data are unavailable and without substantial testing programmes it would not be advisable to rely on the
benefits of the shot peening.

To obtain the above benefits from a shot peening operation it is necessary that it establishes stable
compressive surface stresses. To establish such stresses in a component, the component must have a
sufficient local elastic mass, that is, the volume of material in the region of interest must be much greater
than the volume of material that will be subject to compressive stresses.

Selective shot peening of only a particular area of a component will introduce tensile residual stresses in
the immediately adjacent areas of the component thus increasing the risk of cracking in these areas. If the
designer wishes to shot peen only a particular area, the shot peening should run out in a less stressed area
to allow for these residual tensile stresses. A re-assessment of inspection procedures may be required. Shot
peening can mask defects and therefore it is usually necessary to inspect the surfaces of components prior
to the shot peening process

Shot peening produces the largest increases in fatigue strength in situations where the loading and geometry
produce high stress gradients with the maximum tensile stress at the surface. Components subject to bending
with stress concentrations at any exterior surface are particularly suitable for shot peening. Shot peening
is unlikely to produce significant increases in fatigue strength in components with plain surfaces subjected
to axial loading.

Poor control of shot peening or the use of fragmented shot can cause serious damage to the surface of a
component and lead to premature fatigue failure. The optimum shot peening intensity in terms of fatigue
strength tends to be in a narrow band of intensities (see Figure 1). Coverage is defined as the ratio of the
area that has been deformed by the impact of shot to the entire surface area to be treated and is of primary
importance in the shot peening process. Coverage is usually quoted as a percentage. To achieve substantial
benefits from a shot peening process a minimum of one hundred per cent coverage of the treated area is
usually needed. Although portable equipment is available for on-site use, it is recommended that the shot
peening process is automated wherever possible to ensure accurate control and repeatability.

The designer should ensure that any shot peening process is fully specified. The use of a suitable standard
such as SAE AMS2430 is recommended.

5. NOTES ON FIGURES

This Item presents fatigue strength data for various materials tested in a variety of situations. These data
are intended to provide guidance on the effects of shot peening on fatigue endurance. However, it is
advisable to carry out tests, even when the design situation is very similar to that of the test for which data
are presented in this Item.

Unless otherwise stated, the data presented in the figures are from fatigue tests in air. All the data are from
constant amplitude tests. The test details in each case are presented in the accompanying tables. Material
data are given in Table 7.1. The stress ratio (minimum stress/maximum stress) is quoted if it is given in the
relevant derivation. Figures 1 to 12 present data for aluminium alloys, Figures 13 to 16 for steels and
Figure 17 for titanium alloy.
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Figure 2 shows an increase in fatigue strength and an increased fatigue limit due to shot peening for a 7075
aluminium alloy over the entire range of the data. From Figures 3, 4 and 5, it is clear that shot peening may
give substantial benefits in terms of fatigue strength. However, if the component is stretched (which relieves
the compressive residual stresses) these benefits can be negated and the fatigue strength may even be
reduced below the level of an unpeened component (see curve 4 of Figure 4). Polishing a shot peened
component could give a further, but small, improvement in fatigue strength when care is taken during
polishing not to remove the beneficial residual surface layer (Derivation 4). Polishing may also reduce
fatigue strength slightly where the surface is subject to fretting however different combinations of fretting
severity and Almen intensity may produce different results.

Figures 6 and 7 show that at a low number of cycles, in either fatigue or fretting fatigue tests, the longest
fatigue endurances are obtained by the highest levels of shot peening. At a high number of cycles, the
benefits of shot peening are lessened if the peening is excessive (see also Figure 1).

The relative benefits in terms of endurance for various combinations of heat treatment and shot peening
are shown in Figures 8 and 9. The figures indicate that shot peening after heat treatment is usually better,
particularly where there is no fretting. The shot peening of an aged component before final ageing (curve 5
in both figures) gives poor results compared to the other combinations.

Data for aluminium alloy load carrying fillet welds are presented in Figure 10. There is little difference
between the endurances of the shot peened and the unpeened specimens in this figure. In Figure 11,
aluminium alloy transverse butt welds which have been shot peened show an increase in fatigue strength
over the unpeened specimens over the complete range of data.

Figure 12 presents data for welded Al-5Zn-2Mg aluminium alloy specimens tested in salt water. All the
peened specimens show significant increases in fatigue strength over the unpeened specimens. There is
little difference between the fatigue strength of the specimens peened to different intensities.

The data for medium carbon steel specimens in Figure 13 show that fatigue strength is increased because
of shot peening. Shot peening of the maraging steel butt welds for which data appear in Figure 14 produces
large increases in fatigue strength. However, the increases in fatigue strength due to shot peening of the
maraging steel transverse load carrying fillet welds, in Figure 15, are much smaller than those shown in
Figures 13 and 14.

Figure 16 illustrates the benefits of shot peening for a steel subject to fretting fatigue. It also shows the
reduction in fatigue strength benefits that can occur when a steel is stretched after being shot peened.

Figure 17 shows that under conditions of fretting the fatigue strength benefits of shot peening on Ti-6Al-4V

titanium alloys can be maintained at elevated temperatures. Care must be taken to minimise exposure time
at elevated temperatures so as not to eliminate any benefits introduced by shot peening.
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6.1

DERIVATION AND REFERENCES

Derivation

This section lists selected sources that have assisted in the preparation of the Data Item.
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BARON, H.G.

WATERHOUSE, R.B.

NOBLE, B.
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NOBLE, B.

WATERHOUSE, R.B.

LEADBEATER, G.
NOBLE, B.

WATERHOUSE, R.B.

SIMPSON, R.S.

DIEPART, C.P.

KOEHLER, W.

FAIR, G.
NOBLE, B.

WATERHOUSE, R.B.

LUO, W.
NOBLE, B.

WATERHOUSE, R.B.

MUSGEN, B.
HOFFMAN, K.

NIKU-LARIL A.

Effect of shot peening on the fatigue properties of maraging steel and
Al-Zn-Mg alloy. British Welding Journal, pp. 541-546, UK,
November 1968.

The effect of shot peening on the fretting fatigue strength of an age
hardened aluminium alloy (2014A) and an austenitic stainless steel
(En 58A). Journal of Mechanical Working Technology, Part 8,
pp. 147-153. Elsevier Science Publishers, The Netherlands, 1983.

The stability of compressive stresses induced by shot peening under
conditions of fatigue and fretting fatigue. In: Advances in Surface
Treatments, Vol. I, Pergamon Press, UK, 1984.

The fatigue of an aluminium alloy produced by fretting on a shot
peened surface. In: Proceedings of 6th International Conference on
Fracture, New Delhi, 4-10 December 1984, Vol. 3, Pergamon Press,
UK, 1984.

Development of a mathematical model for predicting the percentage
fatigue life increase resulting from shot peened components. Phase 1.
US Air Force Wright  Aeronautical Laboratories,
AFWAL-TR-84-3116, Wright-Patterson Air Force Base, USA, 1984.

Controlled shot peening used in the original design life of critical
parts. In: Conference Proceedings: Fatigue Prevention and Design.
April 1986, Amsterdam. pp. 373-384, Engineering Materials
Advisory Services Ltd, UK, 1986.

Influence of different peening media on the stress corrosion and
corrosion fatigue behaviour of a welded AlZnMg-Alloy. In:
Advances in surface treatment: Technology - applications - effects.
Vol. 3, Pergamon Press, UK, 1986.

The initiation and propagation of fatigue cracks in the shot-peened
surface of two high strength aluminium alloys. In: Proceedings of the
International Conference on Fatigue of Engineering Materials and
Structures, Sheffield, UK, 15-19 September 1986.

The interaction between shot peening and heat treatment on the
fatigue and fretting fatigue properties of the high strength aluminium
alloy 7075. In Proceedings 2nd International Conference on Impact
Treatment Procedure, Cranfield, UK, 22-26 September, 1986.

Improvement of the fatigue strength of welded high-strength steels.
Thyssen Technische Berichte, Heft 1/87, pp. 67-79, Germany, 1987.

Overview on the shot peening process. In: Proceedings of AST World
Conference — Advances in Surface Treatments and Surface Finishing,
Vol. 5, pp. 155-170, Pergamon Press, UK, 1987.
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7. TABLES AND FIGURES

TABLE 7.1 Guide to Materials

Alloy Composition i Heat treatment” Figure
number

Aluminium alloys

7075 No details given T6 1
7075 No details given T73 1
7075 5.98Zn-1.28Cu-2.5Mg-0.2Cr-0.19Fe-0.1 | T7351 2
Si -0.054Ti-0.05Zr-remainder Al
2014 A 4.2Cu-0.7Mg-0.7Si-remainder Al Solution heat treated at 505 °C 3,4
(fully aged) (941 °F) and aged for five hours
at 185 °C (365 °F)
2014 A 4Cu-0.7Mg-0.7Si-remainder Al Quenched from 505 °C 5
(age hardened) (941 °F) and aged for five hours
at 185 °C (365 °F)
2014 A 4.48Cu-0.7Mg-0.55Si-0.35Fe-0.7Mn Solution heat treated, water 6,7
-remainder Al quenched and fully aged at
185 °C (365 °F)
7075 1.76Cu-2.65Mg-0.145Si-0.21Fe- Solution heat treated at 460 °C 8,9
0.03Mn-0.03Ni-5.40Zn-remainder Al (860 °F), water quenched and
aged
Al-5Zn-1Mg 5.0Zn-1.2Mg-0.3Mn-0.2Cr-remainder Solution heat treated and fully 10, 11
Al aged
Al-5Zn-1Mg 4.57Zn-2Mg-remainder Al T6 12
Steels
080M 40 medium | 0.43C-0.79Mn-0.012S-0.20Si-0.022P- No details given 13
carbon steel (En 8) | remainder Fe
18 per cent Ni 18Ni-8.5C0-3.2M0-0.2Ti-0.1Al - Maraged for three hours at 14, 15
maraging steel remainder Fe 480 °C (896 °F)
En 58A austenitic | No details given Annealed 16
stainless steel
Titanium Alloys
Ti-6Al-4V 6.2A1-4.0V-0.16Fe-0.014C-remainder Ti | Annealed 17

Y As quoted in the Derivations.
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FIGURE 1 ENDURANCE VERSUS ALMEN INTENSITY FOR 7075-T73 AND 7075-T6
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TABLE 7.2 Guide to Figure 2

The effect of shot peening on the fatigue strength of an aluminium alloy tested in rotating bending

Alloy: 7075-T7351

Curve Symbol | Derivation Test type Notes
number
1 X 15 Rotating bending | Unpeened
2 Q 15 Rotating bending | Shot peened (0.25-0.40 mm (0.010-0.015 in) on
A strip (0.010-0.016 A))
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