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c SR e ON SPECIFICATION TITLE REVISED ACTIVITIES
T DATE (AEFGJ[PRSUZ
ESB-M3G5-A TAPE, ELECTRICAL INSULATING - PRESSURE SENSITIVE, 1978 09 01|A  f i
ESF-M3G25-A TAPE, CREPE PAPER BACKED - PRESSURE SENSITIVE, 1978 06 05|a F g
WSF-M3G39-B TAPE, REINFORCED POLYESTER COMPOSITE FILM, PRESSURE 1993 05 28 F
SENSITIVE, THERMOSETTING ADHESIVE, ELECTRICAL,
ESB-M3G40-A TAPE, VINYL CHLORIDE POLYMER, 1994 08 24| A g r
ESB-M3G58-A TAPE, WATERPROOF - PRESSURE SENSITIVE - BLACK, 19840329|A e f g |p
ESB-M3G59-A TAPE, WATERPROOF - PRESSURE SENSITIVE - WHITE, (SHOWN ON ESB-M3G58-A) 1984 03 29| A
ESB-M3G85-A TAPE, POLYURETHANE FOAM - PRESSURE SENSITIVE - SINGLE COATED, 1978 04 28| A i
ESB-M3G89-C1 TAPE, NEOPRENE FOAM - DOUBLE COATED - PRESSURE 1978 12 12| A
SENSITIVE, INTERIOR & EXTERIOR,
ESB-M3G89-C2 TAPE, URETHANE FOAM - DOUBLE COATED - PRESSURE 1978 12 12| A
SENSITIVE -, INTERIOR & EXTERIOR, (SHOWN ON
ESB-M3Gg9-C1)
WSB-M3G89-D TAPE, URETHANE FOAM CARRIER, TWO SIDE COATED, 1995 08 07| A
PRESSURE SENSITIVE, INTERIOR AND EXTERIOR,
ESB-M3G102-A TAPE, LOW DENSITY POLYVINYL CHLORIDE FOAM - PRESSURE SENSITIVE, 1978 09 01|A e f r
WSB-M3G102-B  TAPE, LOW DENSITY POLYVINYL CHLORIDE FOAM PRESSURE 19930501[A f |
SENSITIVE, SUPERSOFT,
WSB-M3G102-B2  TAPE, LOW DENSITY POLYVINYL CHLORIDE/NITRILE FOAM, 1993 05 01/ A
PRESSURE SENSITIVE, ULTRA SOFT, (SHOWN ON
WSB-M3G102-B)
ESB-M3G111-A TAPE, POLYVINYL CHLORIDE FOAM - DOUBLE COATED - PRESSURE SENSITIVE, 1978 05 05| A
ESB-M3G116-A TAPE, PRESSURE SENSITIVE - FLUOROPOLYMER FILM, EXTERIOR, 1978 05 05| A
ESK-M3G136-A TAPE, ADHESIVE - TWO SIDE - ACRYLIC FOAM, EXTERIOR, 1994 12 07| A
ESK-M3G136-A6 TAPE, ADHESIVE BOTH SIDES - ACRYLIC FOAM, EXTERIOR, 1986 11 03| A
(SHOWN ON ESK-M3G136-A5)
ESB-M3G138-A TAPE, ACRYLIC FOAM - TWO SIDE COATED - PRESSURE 1984 05 18| A
SENSITIVE, INTERIOR & EXTERIOR,
WSB-M3G138-B  TAPE, ACRYLIC CARRIER, TWO SIDE COATED, PRESSURE 1991 02 19| A r
SENSITIVE, INTERIOR AND EXTERIOR, MEDIUM
DENSITY,
ESK-M3G142-A TAPE, ADHESIVE - SINGLE SIDE - PVC, 1994 11 29| A
WSB-M3G143-B1 TAPE SEALER, BUTYL COVERED - POLYURETHANE, OPEN CELL FOAM CORE, 1995 03 11| A
WSB-M3G148-B LABEL, VINYL FILM, PRESSURE SENSITIVE, INTERIOR QUALITY, 1992 09 03| A
ESK-M3G150-A1 TAPE, MUSHROOM FASTENER - BACK SIDE SELF ADHESIVE, 1999 01 29| A
V ESK-M3G150-B1 TAPE, MUSHROOM FASTENER - BACK SIDE SELF ADHESIVE, 1999 01 29| A
(SHOWN ON ESK-M3G150-A1)
WSK-M3G151-B LABEL, SECURITY RESISTANCE- NONTRANSFERABLE - PRESSURE SENSITIVE, 1987 09 11| A
WSB-M3G151-C1 LABEL, VINYL, SECURITY, NONTRANSFERABLE, PRESSURE SENSITIVE, 1995 02 16| A
WSB-M3G151-C2  LABEL, POLYESTER, SECURITY, NONTRANSFERABLE, PRESSURE 1995 02 16| A
SENSITIVE, (SHOWN ON WSB-M3G151-C1)
ESK-M3G157-A  TAPE, POLYTETRAFLUOROETHYLENE, ONE SIDE, PRESSURE SENSITIVE, 1987 04 15| A
ESK-M3G162-A1 TAPE, ADHESIVE - TWO SIDE PRESSURE SENSITIVE - E/VAC - EXTERIOR, 1987 12 18| A
ESK-M3G162-A2 TAPE, ADHESIVE - TWO SIDE PRESSURE SENSITIVE - E/EVA 1987 12 18| A
- EXTERIOR, (SHOWN ON ESK-M3G162-A1)
ESK-M3G162-A3 TAPE, ADHESIVE - TWO SIDE PRESSURE SENSITIVE - PUR - 1987 12 18| A
EXTERIOR, (SHOWN ON ESK-M3G162-A1)
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WSS-M3G168-B TAPE, ACRYLIC FOAM, PRESSURE SENSITIVE ADHESIVE ONE 1996 03 22| A
SIDE, HEAT BONDABLE ADHESIVE ONE SIDE,
WSS-M3G177-B TAPE, CLOTH BACKED FLAME RETARDANT, POLYMERIC COATED, 1996 05 30|A  f i
WIRING ASSEMBLIES,
WSK-M3G178-A TAPE, DECORATIVE, PRESSURE SENSITIVE, EXTERIOR, 1990 12 03| A r
WSK-M3G183-A3  TAPE, PRESSURE SENSITIVE ADHESIVE, TWO SIDED, EXTERIOR, ACRYLIC FOAM, 1996 06 17| A r
WSK-M3G183-A4  TAPE, PRESSURE SENSITIVE ADHESIVE, TWO SIDED, 1996 06 17| A r
EXTERIOR, ACRYLIC FOAM, HEAT ACTIVATED, (SHOWN
ON WSK-M3G183-A3)
WSK-M3G184-A1 TAPE, PRESSURE SENSITIVE ADHESIVE, TWO SIDED, 1994 08 03| A r
EXTERIOR, POLYETHYLENE/VINYLACETATE,
WSK-M3G184-A3  TAPE, PRESSURE SENSITIVE ADHESIVE, TWO SIDED, 1994 08 03| A r
EXTERIOR, CHLOROPRENE/NEOPRENE, (SHOWN ON
WSK-M3G184-A1)
WSK-M3G184-A4  TAPE, PRESSURE SENSITIVE ADHESIVE, TWO SIDED, 1994 08 03| A
EXTERIOR, POLYETHER, (SHOWN ON WSK-M3G184-A1)
WSB-M3G186-A LABEL, POLYESTER FILM, PRESSURE SENSITIVE, EXTERIOR QUALITY, 1992 09 03| A
WSB-M3G187-A  LABEL, POLYESTER FILM, PRESSURE SENSITIVE, INTERIOR QUALITY, 1992 09 03| A
V WSB-M3G188-A  LABEL, CERTIFICATION, BACK PRINTABLE, NONTRANSFERABLE 1992 09 03| A
PRESSURE SENSITIVE,
WSE-M3G189-A  LABEL, EMISSION CERTIFICATION, PRESSURE SENSITIVE, 1991 06 03|A e
V WSB-M3G190-A LABEL, CERTIFICATION, DOUBLE DESTRUCT SYSTEM, PRESSURE SENSITIVE, 1992 09 03| A
V WSB-M3G190-B LABEL, OVERLAY, TRANSPARENT, DOUBLE DESTRUCT, 1992 09 03| A
PRESSURE SENSITIVE, (SHOWN ON WSB-M3G190-A)
WSK-M3G192-A1 TAPE, ADHESIVE, PRESSURE SENSITIVE, ONE SIDED, CLOTH, INTERIOR, 1992 07 01| A
WSE-M3G193-A1 LABEL, EMISSION CERTIFICATION, INTERIOR QUALITY, NONTRANSFERABLE, 1991 02 13| E
WSE-M3G193-A2 LABEL, EMISSION CERTIFICATION, INTERIOR QUALITY, 1991 02 13
WSE-M3G194-A LABEL, POLYESTER, PRESSURE SENSITIVE, ENGINE CODE, 1991 02 13
WSB-M3G195-A  TAPE, ACRYLIC BASE, TWO SIDE PRESSURE SENSITIVE, INTERIOR, 1992 02 15| A
WSK-M3G196-A  LABEL, POLYESTER FILM, PRESSURE SENSITIVE (UNDER 1991 03 01|A  f
SURFACE PRINTING), INTERIOR,
WSK-M3G198-A TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED, NON 1992 07 01| A
WOVEN FIBRE, INTERIOR,
WSK-M3G199-A1 TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED, 1992 07 01| A
ACRYLIC, INTERIOR, 0.05 MM NOMINAL THICKNESS,
WSK-M3G199-A2  TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED ACRYLIC 1992 07 01| A
INTERIOR, 0.13 MM NOMINAL THICKNESS, (SHOWN ON
WSK-M3G199-A1)
WSK-M3G200-A TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED, INTERIOR, 1992 07 01| A
WSK-M3G201-A TAPE, ADHESIVE PRESSURE SENSITIVE, ONE SIDED, PU, 0.2 1992 07 01| A
MM NOMINAL THICKNESS,
WSS-M3G201-A2  TAPE, ADHESIVE, ONE SIDED, PU FOAM, PRESSURE SENSITIVE, EXTERIOR, 1999 12 10| A
WSK-M3G202-A1  TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED, 1993 08 02| A
SYNTHETIC RUBBER, INTERIOR, 0.13 MM NOMINAL
THICKNESS,
WSK-M3G202-A2 TAPE, ADHESIVE, PRESSURE SENSITIVE, TWO SIDED, 1993 08 02|A  f i
SYNTHETIC RUBBER, INTERIOR, 0.09 MM NOMINAL
THICKNESS, (SHOWN ON WSK-M3G202-A1)
WSK-M3G203-A1 TAPE, ADHESIVE, ONE SIDED, PVC FOAM, EXTERIOR, 2000 08 11| A
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