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V  ESB-M1H294-A  BODYCLOTH, DANE PATTERN (WOVEN), 1983 07 15| A
V  ESB-M1H345-A BODYCLOTH, CAMDEN PATTERN (VELOUR), 1986 02 14|A
ESB-M1H349-A2 FABRIC, SHERIDAN PATTERN (POLYKNIT), 1990 12 07|A
WSS-M1H460-B FABRIC, FARGO PATTERN, WOVEN, 1996 06 13| A
ESB-M1H490-A FABRIC, SUMMIT PATTERN (WOVEN, 1990 12 14|A
WSD-M1H516-A2 FABRIC, RUSHING PATTERN, KNITTED, BACKCOATED, UNLAMINATED, 1993 07 21|A
WSD-M1H516-A3 FABRIC, RUSHING PATTERN, KNITTED, UNLAMINATED, (SHOWN ON WSD-M1H516-A2) 1993 07 21|A
WSD-M1H516-B1 FABRIC, RUSHING PATTERN, RASCHEL KNIT, 3 MM, (SHOWN ON WSD-M1H516-A2) 1993 07 21|A
WSD-M1H516-B2 FABRIC, RUSHING PATTERN, RASCHEL KNIT, 6 MM, (SHOWN ON WSD-M1H516-A2) 1993 07 21| A
WSD-M1H516-B5 FABRIC, RUSHING PATTERN, RASCHEL KNIT, 15 MM, (SHOWN ON WSD-M1H516-A2) 1993 07 21| A
WSD-M1H516-D2 FABRIC, RUSHING PATTERN, RASCHEL KNIT, 6 MM, (SHOWN ON WSD-M1H516-A2) 1993 07 21| A
WSB-M1H527-A2 FABRIC, STOCKTON PATTERN, WOVEN, 1993 09 07| A
WSB-M1H527-B FABRIC, STOCKTON Il PATTERN, WOVEN, 1999 04 28| A
ESB-M1H528-A FABRIC, KIRK PATTERN (KNIT), 1991 05 22| A
WSD-M1H538-A FABRIC, PAPILLON PATTERN, KNITTED, UNLAMINATED, 1996 04 22| A
WSD-M1H538-B1 FABRIC, PAPILLON PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-B2 FABRIC, PAPILLON PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-B5 FABRIC, PAPILLON PATTERN, KNITTED, 15 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-C1  FABRIC, PAPILLON PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-C2 FABRIC, PAPILLON PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-C5 FABRIC, PAPILLON PATTERN, KNITTED, 15 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-D2 FABRIC, PAPILLON PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-F1 FABRIC, PAPILLON PATTERN, KNITTED, 3 MM PU, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-F2 FABRIC, PAPILLON PATTERN, KNITTED, 6 MM PU, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-G FABRIC, PAPILLON PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-H FABRIC, PAPILLON PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-J  FABRIC, PAPILLON PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
WSD-M1H538-K  FABRIC, PAPILLON PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H538-A) 1996 04 22| A
ESB-M1H544-A  FABRIC, QUANTUM PATTERN (KNIT), 1992 04 09| A
WSD-M1H555-A FABRIC, DELON DESIGN, WEFT KNITTED, UNLAMINATED, 1994 04 08| A
WSD-M1H555-B1 FABRIC, DELON DESIGN, WEFT KNITTED, 3 MM LAMINATE, 1994 04 08| A
WSD-M1H555-B2 FABRIC, DELON DESIGN, WEFT KNITTED, 6 MM LAMINATE, 1994 04 08| A
(SHOWN ON WSD-M1H555-A)
WSD-M1H555-C1 FABRIC, DELON DESIGN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H555-C2 FABRIC, DELON DESIGN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H555-D1 FABRIC, DELON DESIGN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H555-D2 FABRIC, DELON DESIGN, WEFT KNITTED, 6 MM, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H555-G  FABRIC DELON DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H555-)  FABRIC, DELON DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H555-A) 1994 04 08| A
WSD-M1H556-A FABRIC, LAWRENCE PATTERN, KNITTED, UNLAMINATED, 1992 05 29| A f
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WSD-M1H556-B1 FABRIC, LAWRENCE PATTERN, KNITTED, 3MM LAMINATE, (SHOWN ON WSD-M1H556-A) 1992 05 29| A
WSD-M1H556-B2 FABRIC, LAWRENCE PATTERN, KNITTED, 6MM, (SHOWN ON WSD-M1H556-A) 1992 05 29(A
WSD-M1H556-D2 FABRIC, LAWRENCE PATTERN, KNITTED, 6MM, (SHOWN ON WSD-M1H556-A) 1992 05 29(A
WSD-M1H560-A FABRIC, SONIC PLAIN DESIGN, WEFT KNITTED, UNLAMINATED, 1992 06 30| A
WSD-M1H560-B1 FABRIC, SONIC PLAIN DESIGN, WEFT KNITTED, 3MM 1992 06 30| A
LAMINATE, (SHOWN ON WSD-M1H560-A)
WSD-M1H560-B2 FABRIC, SONIC PLAIN DESIGN, WEFT KNITTED, 6MM 1992 06 30(A
LAMINATE, (SHOWN ON WSD-M1H560-A)
WSD-M1H560-D2 FABRIC, SONIC PLAIN DESIGN, WEFT KNITTED, 6MM 1992 06 30(A
LAMINATE, (SHOWN ON WSD-M1H560-A)
WSD-M1H563-A  FABRIC, COLOMBO PATTERN, KNITTED, UNLAMINATED, 1994 04 08| A
WSD-M1H563-B1 FABRIC, COLOMBO PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-B2 FABRIC, COLOMBO PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-B5 FABRIC, COLUMBO PATTERN, KNITTED, 15 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-C1 FABRIC, COLUMBO PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-C2 FABRIC, COLUMBO PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-C5 FABRIC, COLUMBO PATTERN, KNITTED, 15 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-D2 FABRIC, COLOMBO PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-F1 FABRIC, COLOMBO PATTERN, KNITTED, 3MM PU, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-F2 FABRIC, COLOMBO PATTERN, KNITTED, 6MM PU, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-G  FABRIC, COLOMBO PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-H FABRIC, COLOMBO PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-J) FABRIC, COLOMBO PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
WSD-M1H563-K FABRIC, COLOMBO PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H563-A) 1994 04 08| A
ESB-M1H568-A FABRIC, LAURA PATTERN (KNIT), 1992 04 14| A
WSB-M1H573-A FABRIC, SHAWN PATTERN (KNIT), UNLAMINATED, 1994 05 23| A
WSB-M1H573-B2 FABRIC, SHAWN PATTERN (KNIT), 6 MM, (SHOWN ON WSB-M1H573-A) 1994 05 23| A
WSB-M1H574-A FABRIC, NORDIC PATTERN, WOVEN, 1993 04 26| A
WSB-M1H575-A  FABRIC, HILT PATTERN, WOVEN, 1993 07 21| A
WSB-M1H576-A  FABRIC, WELLINGTON PATTERN, WOVEN, 1993 07 21| A
WSD-M1H578-A FABRIC, FLOW PATTERN, WOVEN JACQUARD, UNLAMINATED, 1997 10 30| A
WSD-M1H578-B1 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-B2 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H578-A) 1997 10 30(A
WSD-M1H578-C1 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-C2 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-D2 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H578-A) 1997 10 30(A
WSD-M1H578-F1 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 3MM PU, (SHOWN ON WSD-M1H578-A) 1997 10 30(A
WSD-M1H578-F2 FABRIC, FLOW PATTERN, WOVEN JACQUARD, 6MM PU, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-G  FABRIC, FLOW PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-H  FABRIC, FLOW PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
WSD-M1H578-J FABRIC, FLOW PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H578-A) 1997 10 30| A
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WSD-M1H578-K

FABRIC, FLOW PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H578-A)

1997 10 30

A

WSB-M1H579-A  FABRIC, BROOK PATTERN, KNIT, 1993 04 26| A
WSB-M1H580-A  FABRIC, STANTON PATTERN, KNIT, 1993 04 26| A
WSD-M1H587-A  FABRIC, SPECTRUM PATTERN, KNITTED, UNLAMINATED, 1996 04 22| A
WSD-M1H587-B1 FABRIC, SPECTRUM PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-B2 FABRIC, SPECTRUM PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-C1 FABRIC, SPECTRUM PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-C2 FABRIC, SPECTRUM PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-D2 FABRIC, SPECTRUM PATTERN, KNITTED, 6MM, (SHOWN ON WSD-M1H585-A) 1996 04 22| A
WSD-M1H587-F1 FABRIC, SPECTRUM PATTERN, KNITTED, 3 MM PU, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-F2 FABRIC, SPECTRUM PATTERN, KNITTED, 6 MM PU, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-G = FABRIC, SPECTRUM PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-H FABRIC, SPECTRUM PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-J FABRIC, SPECTRUM PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSD-M1H587-K  FABRIC, SPECTRUM PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H587-A) 1996 04 22| A
WSB-M1H589-A  FABRIC, NOBLE PATTERN, KNIT, 1993 12 14|A
WSB-M1H591-A  FABRIC, KALE PATTERN, WEFT KNIT, 1993 04 26| A
WSB-M1H592-A  FABRIC, CIRRUS PATTERN, KNIT, 1993 04 26| A
WSB-M1H593-A  FABRIC, RALLY PATTERN, WOVEN, 1993 04 27|A
WSD-M1H594-A  FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, UNLAMINATED, 1996 04 22| A
WSD-M1H594-B1 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-B2 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-C1 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-C2 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-D2 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-F1 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-F2 FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-G  FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-H FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-J FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H594-K  FABRIC, MISTRAL PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H594-A) 1996 04 22| A
WSD-M1H595-A  FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, UNLAMINATED, 1995 01 31| A
WSD-M1H595-B1 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H595-A) 1995 01 31| A
WSD-M1H595-B2 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H595-A) 1995 01 31| A
WSD-M1H595-C1 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H595-A) 1995 01 31| A
WSD-M1H595-C2 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H595-A) 1995 01 31| A
WSD-M1H595-D2 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H595-A) 1995 01 31|A
WSD-M1H595-F1 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 3MM PU, 1995 01 31|A
(SHOWN ON WSD-M1H595-A)
WSD-M1H595-F2 FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, 6MM PU, 1995 01 31| A
(SHOWN ON WSD-M1H595-A)
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WSD-M1H595-G  FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H595-A) 1995 01 31| A
WSD-M1H595-H FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H595-A) 1995 01 31|A
WSD-M1H595-J FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H595-A) 1995 01 31|A
WSD-M1H595-K FABRIC, MIDNIGHT PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H595-A) 1995 01 31|A
WSD-M1H596-A FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, UNLAMINATED, 1996 07 30(A
WSD-M1H596-B1 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-B2 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-C1 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-C2 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H596-A) 1996 07 30| A
WSD-M1H596-D2 FABRIC, ACADIAN PATTERN. WOVEN JACQUARD, BMM, (SHOWN ON WSD-M1H596-A) 1996 07 30| A
WSD-M1H596-F1 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 3MM PU, (SHOWN ON WSD-M1H596-A)  [1996 07 30| A
WSD-M1H596-F2 FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, 6MM PU, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-H FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-J FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H596-K FABRIC, ACADIAN PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H596-A) 1996 07 30(A
WSD-M1H597-A FABRIC, JIGSAW PATTERN, WEFT KNITTED, UNLAMINATED, 1996 02 16| A
WSD-M1H597-B1 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 3 MM, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-B2 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 6 MM, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-C1  FABRIC, JIGSAW PATTERN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-C2 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-D2 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-F1 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 3 MM PU, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-F2 FABRIC, JIGSAW PATTERN, WEFT KNITTED, 6MM PU, (SHOWN ON WSD-M1H597-A) 1996 02 16(A
WSD-M1H597-G FABRIC, JIGSAW PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-H FABRIC, JIGSAW PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-J FABRIC, JIGSAW PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSD-M1H597-K  FABRIC, JIGSAW PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H597-A) 1996 02 16| A
WSB-M1H598-A  FABRIC, RATTAN PATTERN, WOVEN, 1993 04 26| A
WSB-M1H599-A  FABRIC, FROSTLINE PATTERN, WOVEN, 1993 04 26| A
WSB-M1H600-A FABRIC, TRAPEZOID PATTERN, WOVEN, 1993 04 26| A
WSD-M1H605-A FABRIC, WINDRUSH PATTERN, JACQUARD WOVEN, UNLAMINATED, 1994 02 09| A
WSD-M1H605-B1 FABRIC, WINDRUSH PATTERN, JACQUARD WOVEN, 3MM, (SHOWN ON WSD-M1H605-A) 1994 02 09(A
WSD-M1H605-B2 FABRIC, WINDRUSH PATTERN, JACQUARD WOVEN, 6MM, (SHOWN ON WSD-M1H605-A) 1994 02 09(A
WSD-M1H605-C1 FABRIC, WINDRUSH PATTERN, JACQUARD WOVEN, 3MM, (SHOWN ON WSD-M1H605-A) 1994 02 09(A
WSD-M1H605-C2 FABRIC, WINDRUSH PATTERN, JACQUARD WOVEN, 6MM, (SHOWN ON WSD-M1H605-A) 1994 02 09(A
WSB-M1H607-A FABRIC, PIXEL PATTERN, KNITTED, BACKCOATED, 1994 07 30|A
WSB-M1HB608-A  FABRIC, ARROW PATTERN, KNITTED, BACKCOATED, 1994 07 30| A
WSB-M1H610-A  FABRIC, CHIP PATTERN, WOVEN, 1993 07 21| A
WSD-M1H614-A  FABRIC, ANGORA PATTERN, KNITTED, UNLAMINATED, 1999 01 08| A
V  WSD-M1H614-B1 FABRIC, ANGORA PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
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WSD-M1H618-B1
WSD-M1H618-B2
WSD-M1H618-C1
WSD-M1H618-C2
WSD-M1H618-G
WSD-M1H618-H
WSD-M1H618-J

FABRIC, SCALA PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, 3MM, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, 6MM, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H618-A)
FABRIC, SCALA PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H618-A)

1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09

WSD-M1H614-B2 FABRIC, ANGORA PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
WSS-M1H614-C1  FABRIC, ANGORA PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
WSS-M1H614-C2 FABRIC, ANGORA PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H614-A) 1999 01 08|A
WSD-M1H614-D2 FABRIC, ANGORA PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H&14-A) 1999 01 08| A
WSD-M1H614-G  FABRIC, ANGORA PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
WSD-M1H614-H FABRIC, ANGORA PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
WSD-M1H614-J FABRIC, ANGORA PATTERN, KNITTED, HFW, (SHOWN ON WSD-M1H614-A) 1999 01 08| A
WSD-M1H614-K  FABRIC, ANGORA PATTERN, KNIT, HFW, (SHOWN ON WSD-M1H614-A) 1999 01 08|A
WSD-M1H615-A  FABRIC, CAMELOT PATTERN, KNITTED, UNLAMINATED, 1994 04 08| A
WSD-M1H615-B1 FABRIC, CAMELOT PATTERN, KNITTED, 3MM, (SHOWN ON WSD-M1H615-A) 1994 04 08| A
WSD-M1H615-B2 FABRIC, CAMELOT PATTERN, KNITTED, 6MM, (SHOWN ON WSD-M1H615-A) 1994 04 08| A
WSD-M1H615-C1 FABRIC, CAMELOT PATTERN, KNITTED, 3 MM, (SHOWN ON WSD-M1H615-A) 1994 04 08| A
WSD-M1H615-C2 FABRIC, CAMELOT PATTERN, KNITTED, 6 MM, (SHOWN ON WSD-M1H615-A) 1994 04 08| A
WSD-M1H616-A  FABRIC, INTAGLIO PATTERN, WEFT KNITTED, UNLAMINATED, 1996 04 22| A
WSD-M1H616-B1 FABRIC, INTAGLIO PATTERN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-B2 FABRIC, INTAGLIO PATTERN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-C1  FABRIC, INTAGLIO DESIGN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-C2 FABRIC, INTAGLIO DESIGN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H616-A) 1996 04 22|A
WSD-M1H616-G  FABRIC, INTAGLIO PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-H  FABRIC, INTAGLIO PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-J FABRIC, INTAGLIO PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H616-K  FABRIC, INTAGLIO PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H616-A) 1996 04 22| A
WSD-M1H617-A  FABRIC, GALLENA DESIGN, WEFT KNITTED, UNLAMINATED, 1994 04 08| A
WSD-M1H617-B1 FABRIC, GALLENA DESIGN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-B2 FABRIC, GALLENA DESIGN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-C1  FABRIC, GALLENA DESIGN, WEFT KNITTED, 3 MM, (SHOWN ON WSD-M1H617-A) 1994 04 08|A
WSD-M1H617-C2 FABRIC, GALLENA DESIGN, WEFT KNITTED, 6 MM, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-G  FABRIC, GALLENA DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-H  FABRIC, GALLENA DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-J FABRIC, GALLENA DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H617-K  FABRIC, GALLENA DESIGN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H617-A) 1994 04 08| A
WSD-M1H618-A  FABRIC, SCALA PATTERN, WOVEN JACQUARD, UNLAMINATED, 1994 02 09| A

A

A

A

A

A

A

A

A

WSD-M1H618-K

FABRIC, SCALA PATTERN, WOVEN JACQUARD, HFW, (SHOWN ON WSD-M1H618-A)

1994 02 09
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A SPEC | RESPONSIBLE/USING
c SPECIFICATION SPECIFICATION TITLE REVISED ACTIVITIES

S DATE [AEFGJ[PRSUZ

WSB-M1H620-A
WSB-M1H627-A
WSD-M1H632-A
WSD-M1H632-B1
WSD-M1H632-B2
WSD-M1H632-C1
WSD-M1H632-C2
WSD-M1H632-G
WSD-M1H632-H
WSD-M1H632-J
WSD-M1H632-K
WSB-M1H633-A
WSD-M1H635-A
WSD-M1H635-K
WSD-M1H637-A
WSD-M1H637-K
WSB-M1H640-A
WSB-M1H641-A

FABRIC, SIMMONS PATTERN, WOVEN,

FABRIC, ALPINE PATTERN, KNITTED, BACKCOATED,

FABRIC, ECHO PATTERN, WOVEN, UNLAMINATED,

FABRIC, ECHO PATTERN, WOVEN, 3 MM, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, 6 MM, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, 3 MM, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, 6 MM, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, HFW, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, HFW, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, HFW, (SHOWN ON WSD-M1H632-A)

FABRIC, ECHO PATTERN, WOVEN, HFW, (SHOWN ON WSD-M1H632-A)

FABRIC, MANITOU PATTERN, KNITTED, BACKCOATED,

FABRIC, COLOMBO PATTERN, WEFT KNITTED, UNLAMINATED,

FABRIC, COLOMBO PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H635-A)
FABRIC, SPECTRUM PATTERN, WEFT KNITTED, UNLAMINATED,

FABRIC, SPECTRUM PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H637-A)
BODYCLOTH, MURPHY PATTERN, POLYKNIT,

FABRIC, RALLY || PATTERN, WOVEN,

1993 09 07
1994 07 27
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 02 09
1994 07 27
1993 10 20
1993 10 20
1993 10 20
1993 10 20
1993 12 14

1993 12 14

A
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WSD-M1H642-A  FABRIC, CLAUDIA PATTERN, WEFT KNITTED, UNLAMINATED, 1995 01 31
WSD-M1H642-B1 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 3MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-B2 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 6MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-B4 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 12 MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-C1 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 3 MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-C2 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 6 MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-C4 FABRIC, CLAUDIA PATTERN, WEFT KNITTED, 12 MM, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-G  FABRIC, CLAUDIA PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-H FABRIC, CLAUDIA PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-J FABRIC, CLAUDIA PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H642-K  FABRIC, CLAUDIA PATTERN, WEFT KNITTED, HFW, (SHOWN ON WSD-M1H642-A) 1995 01 31
WSD-M1H643-A  FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, UNLAMINATED, 1996 04 22
WSD-M1H643-B1 FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H643-A) 1996 04 22
WSD-M1H643-B2 FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H643-A) 1996 04 22
WSD-M1H643-C1 FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, 3 MM, (SHOWN ON WSD-M1H643-A) 1996 04 22
WSD-M1H643-C2 FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H643-A) 1996 04 22
WSD-M1H643-D2 FABRIC, COUNTRY PATTERN, WOVEN JACQUARD, 6 MM, (SHOWN ON WSD-M1H643-A) 1996 04 22
WSB-M1H644-A  FABRIC, NAUTILUS PATTERN, KNIT, 1995 01 09
WSS-M1H644-B  FABRIC, NAUTILUS Il PATTERN, KNIT, 1998 09 15
WSD-M1H650-A  FABRIC, LIGHTNING PATTERN, WEFT KNITTED, UNLAMINATED, 1994 03 04
WSD-M1H650-B1 FABRIC, LIGHTNING PATTERN, WEFT KNITTED, 3 MM, (SHOWN ON WSD-M1H650-A) 1994 03 04
WSD-M1H650-B2 FABRIC, LIGHTNING PATTERN, WEFT KNITTED, 6 MM, (SHOWN ON WSD-M1H650-A) 1994 03 04
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