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A SPEC | RESPONSIBLE/USING
c SPECIFICATION SPECIFICATION TITLE REVISED ACTIVITIES
T DATE [AEFGJ|PRSUZ
ESE-M2D352-A TUBING, RUBBER - LARGE DIAMETER, 1985 04 04| E
ESA-M2D353-A EPDM RUBBER, 70 DUROMETER “A” HARDNESS, SEAL, RECYCLING SYMBOL: >EPDM< 1985 10 04| A
ESB-M2D354-A2 POLYURETHANE MICROCELLULAR ELASTOMER, 15% GLASS FIBER 1986 08 13|A r
- REINFORCED - RRIM - EXTERIOR - PAINTABLE,
RECYCLING SYMBOL: >PUR-GF15<
N ESB-M2D356-A POLYURETHANE FOAM, RIGID, RECYCLING SYMBOL: >PUR< (NOT 1985 05 23| A
TO BE USED FOR NEW DESIGN, USE ESB-M2D356-B)
ESB-M2D356-B POLYURETHANE (PUR) FOAM, RIGID, 37 KG/M3, FREE OF 1990 08 10|A
CHLOROFLUOROCARBONS (CFC), RECYCLING
SYMBOL: >PUR<
ESB-M2D357-A  SILICONE ELASTOMER, COLOR PIGMENTED - WEATHERABLE, 1985 09 27| A
EXTERIOR, RECYCLING SYMBOL: >VMQ<
ESE-M2D359-A  SILICONE RUBBER, HIGH TEMPERATURE RESISTANT, SPARK 1985 06 14| E
PLUG INSULATOR, RECYCLING SYMBOL: >VMQ<
\% ESB-M2D362-A POLYURETHANE FOAM, MOLDED, RECYCLING SYMBOL: >PUR< 1986 03 26 A
ESE-M2D363-A FLUOROELASTOMER (FKM), HIGH TEMPERATURE RESISTANT - 1996 04 22 E
GASKET, RECYCLING SYMBOL: >FPM<
WSD-M2D363-A2 FLUOROELASTOMER (FKM), HIGH HEAT AND COMPRESSION 1992 02 27|A
STRESS RELAXATION RESISTANT, RECYCLING
SYMBOL: >FPM<
ESE-M2D364-A SILICONE RUBBER, HIGH ELONGATION, LONG LIFE GASKET, 1990 06 28 E
RECYCLING SYMBOL: >VMQ<
ESE-M2D364-A2 SILICONE RUBBER, HIGH ELONGATION, POST CURED, LOW 1990 06 28 E
VOLATILE - LONG LIFE GASKET, RECYCLING
SYMBOL: >VMQ<
ESE-M2D364-A3 SILICONE RUBBER, HIGH ELONGATION, LOW VOLATILE - LONG 1990 06 28| E
LIFE GASKET, OIL PAN AND ROCKER ARM COVER,
RECYCLING SYMBOL: >VMQ<
WSD-M2D369-A POLYACRYLIC (ACM) RUBBER, ENGINE OIL AND HIGH HEAT 1987 02 03| A
RESISTANT - LOW COMPRESSION SET, STATIC SEAL,
RECYCLING SYMBOL: >ACM<
WSE-M2D370-A POLYACRYLATE (ACM) RUBBER, GROMMET - LONG LIFE, RECYCLING SYMBOL: >ACM< 1996 07 29 E
ESP-M2D373-A ETHYLENE/ACRYLIC (AEM) RUBBER, LOW COMPRESSION SET, 1987 11 10 P
OIL SEAL, RECYCLING SYMBOL: >AEM<
WSP-M2D373-A2 ETHYLENE/ACRYLIC (AEM) RUBBER, LOW COMPRESSION SET, 1990 01 27 P
OIL SEAL, RECYCLING SYMBOL: >AEM<
ESE-M2D374-A HYDROGENATED NITRILE (HSN) RUBBER, OIL SEAL, RECYCLING SYMBOL: >HNBR< 1995 03 03| E
WSP-M2D375-A  ETHYLENE/ACRYLIC (AEM) RUBBER, AUTOMATIC TRANSMISSION 1991 10 10 P
FLUID RESISTANT - FILTER GROMMET, RECYCLING
SYMBOL: >AEM<
WSD-M2D376-A ETHYLENE/PROPYLENE RUBBER (EPDM), ENGINE COOLANT AND 1996 02 29|A e f
RECYCLING SYMBOL: >EPDM<
WSS-M2D376-A2 SILICONE RUBBER ENGINE COOLANT AND COMPRESSION STRESS 2000 02 16| A
RELAXATION RESISTANT, GASKET,
WSP-M2D377-A ETHYLENE/ACRYLIC (AEM)RUBBER, LOW COMPRESSION SET - 1987 11 10 P
GROMMET, RECYCLING SYMBOL: >AEM<
WSD-M2D378-A1 THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM 2001 0305|A e f g pr
RUBBER MODIFIED ENGINE COOLANT AND MODERATE
HEAT RESISTANT, 60 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO<
WSD-M2D378-A2 THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER 2001 08 10| A
MODIFIED, MODERATE HEAT RESISTANT, 60 DUROMETER
A HARDNESS, INTERIOR, RECYCLING SYMBOL: >TEO<
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WSD-M2D378-A4

WSD-M2D378-A6

WSD-M2D378-A7

WSS-M2D378-B1

WSD-M2D379-A1

WSD-M2D379-A2

WSD-M2D379-A4

WSD-M2D379-A6

WSS-M2D379-B1

WSD-M2D380-A1

WSD-M2D380-A2

WSS-M2D380-B1

WSD-M2D381-A1

WSD-M2D381-A2

WSD-M2D381-A3

WSS-M2D381-B1

WSD-M2D382-A1

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED, MODERATE HEAT RESISTANT, 48 DUROMETER
A HARDNESS, RECYCLING SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED, 66 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED, 87 DUROMETER A HARDNESS, RECYCLING
SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED EXTERIOR WEATHERABLE 60 DUROMETER A
HARDNESS, RECYCLING SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED ENGINE COOLANT AND MODERATE
HEAT RESISTANT, 68 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO< (SHOWN ON WSD-M2D378-A1)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED, MODERATE HEAT RESISTANT, 69 DUROMETER

A HARDNESS, INTERIOR, RECYCLING SYMBOL: >TEO<

(SHOWN ON WSD-M2D378-A2)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED 68 DUROMETER A HARDNESS, RECYCLING
SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED, 76 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO< (SHOWN ON WSD-M2D378-A6)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED EXTERIOR WEATHERABLE 68 DUROMETER A
HARDNESS, RECYCLING SYMBOL: >TEO< (SHOWN ON
WSS-M2D378-B1)

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED ENGINE COOLANT AND MODERATE
HEAT RESISTANT, 76 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO< (SHOWN ON WSD-M2D378-A1)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED, MODERATE HEAT RESISTANT, 75 DUROMETER

A HARDNESS, INTERIOR, RECYCLING SYMBOL: >TEO<

(SHOWN ON WSD-M2D378-A2)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED EXTERIOR WEATHERABLE 73 DUROMETER A
HARDNESS, RECYCLING SYMBOL: >TEO< (SHOWN ON
WSS-M2D378-B1)

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED ENGINE COOLANT AND MODERATE
HEAT RESISTANT, 82 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO< (SHOWN ON WSD-M2D378-A1)

THERMOPLASTIC ELASTOMER (TPE), POLYOLEFIN, EPDM
RETARDANT, 82 DUROMETER A HARDNESS, RECYCLING
SYMBOL: >TEO<

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED, MODERATE HEAT RESISTANT, 83 DUROMETER

A HARDNESS, INTERIOR, RECYCLING SYMBOL: >TEO<

(SHOWN ON WSD-M2D378-A2)

THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER
MODIFIED EXTERIOR WEATHERABLE 84 DUROMETER A
HARDNESS, RECYCLING SYMBOL: >TEO< (SHOWN ON
WSS-M2D378-B1)

THERMOPLASTIC ELASTOMER (TEO), POLYOLEFIN, EPDM
RUBBER MODIFIED ENGINE COOLANT AND MODERATE
HEAT RESISTANT, 89 DUROMETER A HARDNESS,
RECYCLING SYMBOL: >TEO< (SHOWN ON WSD-M2D378-A1)
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WSS-M2D382-B1 THERMOPLASTIC ELASTOMER (TEO) POLYOLEFIN, EPDM RUBBER 2000 08 11[A
MODIFIED EXTERIOR WEATHERABLE 90 DUROMETER A
HARDNESS, RECYCLING SYMBOL: >TEO< (SHOWN ON
WSS-M2D378-B1)
WSD-M2D384-A1 THERMOPLASTIC POLYESTER ETHER ELASTOMER (TEEE), 90 1988 10 31|A
DUROMETER A HARDNESS - GENERAL PURPOSE,
RECYCLING SYMBOL: >TEEE<
WSB-M2D386-A1 SILICONE ELASTOMER (MQ), INHERENTLY LUBRICATED - 1988 09 02| A
LIQUID INJECTION MOLDING (LIM) COMPOUND,
RECYCLING SYMBOL: >VMQ<
WSD-M2D386-A2 SILICONE RUBBER (MQ), SELF-LUBRICATED POLYCARBONATE 1993 04 29| A
(PC) COMPATIBLE, RECYCLING SYMBOL: >VMQ<
WSK-M2D389-A POLYURETHANE (PUR) FOAM, OPEN CELL, (FRONT GARNISH 1988 09 12| A
INNER), RECYCLING SYMBOL: >PUR<
WSK-M2D389-A2 POLYURETHANE (PUR) FOAM, OPEN CELL, RECYCLING SYMBOL: >PUR< 1989 08 31|A  f
WSK-M2D389-A3 POLYURETHANE (PUR) FOAM, OPEN CELL, RECYCLING SYMBOL: >PUR< 1989 11 17|A
WSK-M2D391-A FLUOROELASTOMER (FKM), ROTATING SHAFT, OIL SEAL, 1992 12 01|A e
(ENGINES), RECYCLING SYMBOL: >FPM<
WSE-M2D391-A2 FLUOROELASTOMER (FKM), HIGH TEMPERATURE ROTATING 1990 04 03 E
SHAFT OIL SEAL, RECYCLING SYMBOL: >FPM<
WSE-M2D392-A FLUOROELASTOMER (FKM), OIL SEAL, VALVE STEM, RECYCLING SYMBOL: >FPM< 1989 03 09
WSE-M2D393-A SILICONE (VMQ) RUBBER, HIGH TEMPERATURE RESISTANT, 1993 10 05
LONG LIFE GASKET, RECYCLING SYMBOL: >VMQ<
WSD-M2D393-A2 SILICONE (VMQ) RUBBER, HIGH TEMPERATURE RESISTANT; 1991 08 09| A o
HIGH ELONGATION, 45 IRMD HARDNESS, LONG LIFE
GASKET, RECYCLING SYMBOL: >VMQ<
WSE-M2D394-A  SILICONE RUBBER (VMQ), HIGH DUROMETER HARDNESS, HIGH 1991 0225 E
TEMPERATURE RESISTANT, GASKET, RECYCLING
SYMBOL: >VMQ<
ESB-M2D395-A POLYURETHANE (PUR) ELASTOMER, MICROCELLULAR, 11-12% 1990 10 02| A
GLASS FIBER REINFORCED, RRIM, EXTERIOR,
PAINTABLE, RECYCLING SYMBOL: >PUR<
WSK-M2D396-A POLYURETHANE (PUR) FOAM, SEMI RIGID, RECYCLING SYMBOL: >PUR< 1989 04 07| A
WSH-M2D397-A POLYURETHANE (PUR) FOAM, BACTERIA/FUNGUS RESISTANT, 1989 07 16 F
RECYCLING SYMBOL: >PUR< (NOT TO BE USED FOR NEW
DESIGN)
WSK-M2D398-A  POLYURETHANE (PUR) FOAM, MOLDED, INTEGRAL SKIN, RECYCLING SYMBOL: >PUR< 1994 11 02|A ]
WSE-M2D399-A3 SILICONE RUBBER (VMQ) MEDIUM HARDNESS, HIGH 1994 0525 E
TEMPERATURE, LOW VOLATILE SILICONE, GASKET,
RECYCLING SYMBOL: >VMQ<
WSK-M2D400-A POLYURETHANE (PUR) FOAM, MOLDED, HOT CURED, RECYCLING SYMBOL: >PUR< 1989 04 07| A
WSD-M2D401-A FLUOROELASTOMER (FKM), OXYGENATED/OXIDIZED FUEL 1997 03 06|A e
RESISTANT, O-RING, RECYCLING SYMBOL: >FPM<
WSE-M2D401-A2 FLUOROELASTOMER (FKM), OXIDIZED FUEL RESISTANT, 1997 03 06 E
COMPRESSION STRESS RELAXATION RESISTANT, LOW
TEMPERATURE RESISTANT, O-RING, RECYCLING
SYMBOL: >FPM< (SHOWN ON WSD-M2D401-A)
WSE-M2D401-A3 FLUOROELASTOMER (FKM), OXYGENATED/OXIDIZED FUEL 1997 03 06 E f
RESISTANT, COMPRESSION STRESS, RELAXATION
RESISTANT, LOW TEMPERATURE RESISTANT, O-RING,
RECYCLING SYMBOL: >FPM< (SHOWN ON WSD-M2D401-A)
WSD-M2D401-A4 O-RING, EPICHLOROHYDRIN RUBBER (ECO), 60 IRHD, 1998 01 26| A f
COMPRESSION STRESS RELAXATION RESISTANT,
WSA-M2D401-A5 FLUOROELASTOMER (FKM), OXYGENATED/OXIDIZED FUEL 1994 11 14|A f
RESISTANT, RECYCLING SYMBOL: >5FPM<
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