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T DATE [AEFGJ[PRSUZ
ESB-M3D16-A  PHENOLIC, MOLDING COMPOUND, CELLULOSE FILLED, RECYCLING SYMBOL: >PF-LD< 1982 08 18| A
ESB-M3D20-A POLYESTER RESIN, FIBERGLASS MAT REINFORCED, RECYCLING SYMBOL: >UP-GM25< 1978 04 25| A
ESE-M3D25-A PHENOLIC MOLDING COMPQUND, RECYCLING SYMBOL: >PF< 1979 01 10|a E
ESF-M3D56-A ALKYD MOLDING COMPOUND, GLASS FIBER REINFORCED, 1986 01 28 F
RECYCLING SYMBOL: >PDAP-GF<
ESF-M3D64-A PHENOLIC MOLDING COMPQUND, GLASS FIBER REINFORCED, 1978 06 12 F
RECYCLING SYMBOL: >PF-GF<
ESF-M3D69-A POLYESTER FILM, RECYCLING SYMBOL: >UP< 1989 08 22| a F
ESA-M3D73-B PHENOLIC MOLDING COMPQUND, FLOCK FILLED - MEDIUM 1999 01 11]|A
IMPACT, RECYCLING SYMBOL: >PF-SF<
ESF-M3D78-A  PHENOLIC, MOLDING COMPOUND, RECYCLING SYMBOL: >PF< 1985 03 20| a
N  ESF-M3D78-A2 PHENOLIC MOLDING COMPOUND, RECYCLING SYMBOL: >PF< 1985 03 20
(SHOWN ON ESF-M3D78-A)(NOT TO BE USED FOR NEW
DESIGN)
ESE-M3D87-A POLYESTER RESIN, GLASS REINFORCED, RECYCLING SYMBOL: >UP-GF< 1978 08 02|a E
ESB-M3D101-A POLYESTER RESIN, FIBERGLASS REINFORCED, BULK MOLDING 1978 04 25| A f
COMPOUND, RECYCLING SYMBOL: >UP-(GF+M)50<
ESB-M3D105-B POLYESTER RESIN, GLASS FIBER REINFORCED, MATCHED 1986 11 13|A ]
METAL DIE MOLDING COMPQUND, RECYCLING
SYMBOL: >UP-(GF+M)50<
V  ESB-M3D105-C POLYESTER RESIN, GLASS FIBER REINFORCED, MATCHED 2001 06 22(A
METAL DIE MOLDING COMPQOUND, RECYCLING
SYMBOL: >UP-(GF+M)55<
ESF-M3D113-A2 PHENOLIC, NON-ASBESTOS FILLED - TRANSFER MOLDING 1994 08 31 F
COMPOUND, FAST MOLDING GRADE, RECYCLING
SYMBOL: >PF-M45<
ESP-M3D117-B PHENOLIC MOLDING COMPQUND, MINERAL FILLED, RECYCLING SYMBOL: >PF-M48< 1982 03 10 P
ESB-M3D118-C PHENOLIC INJECTION MOLDING COMPOUND, HEAT RESISTANT - 2000 12 01|A f
MINERAL FILLED, RECYCLING SYMBOL: >PF-M15<
ESP-M3D119-A PHENOLIC IMPREGNATED FELT MAT, CROSS LAMINATED, 1978 11 15 P
ESF-M3D121-A1 UNSATURATED POLYESTER (UP), GLASS FIBER REINFORCED, 1988 09 15 F
BULK MOLDING COMPOUND (BMC), RECYCLING
SYMBOL: >UP-GF15<
ESF-M3D121-A2 UNSATURATED POLYESTER (UP), GLASS FIBER REINFORCED, 1988 09 15 F
BULK MOLDING COMPOUND (BMC), RECYCLING
SYMBOL: >UP-GF12< (SHOWN ON ESF-M3D121-A1)
ESE-M3D124-A  ALKYD MOLDING COMPOUND, GLASS FILLED - HIGH HEAT & 197807 14| E g
HIGH IMPACT RESISTANT, RECYCLING
SYMBOL: >PDAP-GF<
EST-M3D125-A REINFORCED THERMOSET, PLASTIC, 1978 08 30| A
ESB-M3D127-A POLYESTER RESIN, GLASS FIBER REINFORCED, INJECTION 1986 12 09| A
MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)50<
ESL-M3D128-A1 PHENOLIC (PF), GLASS FIBER AND MINERAL, REINFORCED 1992 10 07| A
COMPRESSION MOLDING COMPOUND, RECYCLING
SYMBOL: >PF-(GF+M)75<
ESL-M3D128-A2 PHENOLIC (PF), GLASS FIBER AND MINERAL, REINFORCED 1992 10 07|A
COMPRESSION MOLDING COMPOUND, RECYCLING
SYMBOL: >PF-(GF+M)75< (SHOWN ON ESL-M3D128-A1)
ESL-M3D128-A3 PHENOLIC (PF), GLASS FIBER AND MINERAL, REINFORCED 1992 10 07| A
COMPRESSION MOLDING COMPOUND, RECYCLING
SYMBOL: >PF-(GF+M)75< (SHOWN ON ESL-M3D128-A1)
ESP-M3D136-A2 PHENOLIC COMPRESSION MOLDING COMPOUND, RECYCLING 1983 05 03 P
SYMBOL: >PF-M28< (SHOWN ON ESP-M3D136-A1)
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ESB-M3D139-A  EPOXY, TWO-COMPONENT - THERMALLY CONDUCTIVE WHEN USED 1985 03 11| A
WITH SILICA SAND, POTTING COMPOUND, RECYCLING
SYMBOL: >EP<

ESF-M3D144-A  PHENOLIC (PF) 60% GLASS FIBER/MINERAL, FILLED, 1992 07 08 F
ASBESTOS FREE MOLDING COMPOUND, RECYCLING
SYMBOL: >PF-(GF+M)60<

ESF-M3D144-A2 PHENOLIC (PF) MOLDING COMPOUND, FILLED - ASBESTOS 1987 12 01 F
FREE, RECYCLING SYMBOL: >PF-(GF+M)40<

ESF-M3D144-A3 PHENOLIC (PF) MOLDING COMPOUND, FILLED - ASBESTOS 1987 12 01 F
FREE, RECYCLING SYMBOL: >PF-(GF+M)40< (SHOWN ON
ESF-M3D144-A2)

ESB-M3D145-A  POLYESTER RESIN, GLASS FIBER REINFORCED - LOW 1986 01 08| A
SHRINKAGE, RECYCLING SYMBOL: >UP-(GF+M)75<

WSK-M3D154-A  UNSATURATED POLYESTER (UP) INJECTION MOLDING COMPOUND 1991 01 02| A
17% GLASS FIBR REINFORCED, HIGH HEAT RESISTANT
RECYCLING SYMBOL: >UP-(GF+M)55<

ESF-M3D155-A  PHENOLIC (PF) MOLDING COMPOUND, GLASS FIBER 1987 12 01 F
REINFORCED, RECYCLING SYMBOL: >PF-GF40<
ESF-M3D157-A  EPOXY (EP), FILLED MOLDING COMPOUND, RECYCLING SYMBOL: >EP-(GF+M)< 1988 09 15 F
WSK-M3D162-A  PHENOLIC (PF) COMPRESSION MOLDING COMPOUND, 50% 1990 12 03| A

MINERAL/GLASS FIBER FILLED, RECYCLING
SYMBOL: >PF-(GF+M)50<

WSA-M3D164-A  UNSATURATED POLYESTER (UP), MODIFIED, 50% GLASS FIBER 1991 04 17|A
REINFORCED SHEET MOLDING COMPQUND (SMC),
RECYCLING SYMBOL: >UP-(GF+M)63<

WSF-M3D165-A  UNSATURATED POLYESTER (UP), 12% GLASS FIBER 1994 01 31 F
REINFORCED, HIGH HEAT RESISTANT COMPRESSION
MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)70<

WSF-M3D166-A  UNSATURATED POLYESTER (UP), 16% GLASS FIBER 2000 07 31 F
REINFORCED, HIGH HEAT RESISTANT COMPRESSION
MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)62<

WSF-M3D167-A  UNSATURATED POLYESTER (UP), 24% GLASS FIBER 1994 04 29 Fg
REINFORCED, HIGH HEAT RESISTANT COMPRESSION
MOLDING COMPOUND, RECYCLING
SYMBOL: >UP+(GF+M)45<

WSK-M3D168-A1 PHENOLIC (PF), 40% WOOD FLOUR FILLED INJECTION 1992 05 01(A  f
MOLDING COMPOUND, RECYCLING SYMBOL: >PF-WD40<

WSK-M3D168-A2 PHENOLIC (PF), 40% WOOD FLOUR FILLED COMPRESSION 1992 06 01(A
MOLDING COMPOUND, RECYCLING SYMBOL: >PF-WD40<

WSB-M3D169-A  UNSATURATED POLYESTER (UP), 22% GLASS FIBER 1993 03 05| A
REINFORCED SHEET MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)70<

WSB-M3D170-A  UNSATURATED POLYESTER (UP), 28% GLASS FIBER 1993 06 23| A
COMPOUND, RECYCLING SYMBOL: >UP-(GF+M)65<

WSS-M3D170-A2 UNSATURATED POLYESTER (UP), 30% GLASS FIBER 1995 02 01|A
REINFORCED SHEET MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)68<

WSB-M3D171-A1 UNSATURATED POLYESTER (UP) INJECTION, MOLDING 1994 06 10|A  f
COMPOUND, 8% GLASS FIBER, REINFORCED, RECYCLING
SYMBOL: >UP-(GF+M)67<

WSB-M3D173-A1 UNSATURATED POLYESTER (UP), 40% GLASS FIBER 1994 05 04| A j
REINFORCWD SHEET MOLDING COMPOUND, RECYCLING
SYMBOL: >UP-(GF+M)70<

WSB-M3D173-A2 UNSATURATED POLYESTER (UP) 40% GLASS FIBER, 1994 11 07| A
REINFORCED SHEET MOLDING COMPOUND, RECYCLING
SYMBOL: »UP-(GF+M)70<
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