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A SPEC | RESPONSIBLE/USING
c SPECIFICATION SPECIFICATION TITLE REVISED ACTIVITIES
¢ DATE [AEFGJ|PRSUZ
ESB-M1E2-A ___ PAPER, KRAFT - TWO PLY, 1978 08 11]A
\ ESB-M1E2-B PAPER, KRAFT - TWO PLY, (SHOWN ON ESB-M1E2-A) 1978 08 11|A
ESB-M1E6-A PAPER, KRAFT (TWISTED CORD), 3.2 MM DIAMETER, 2000 10 10| A
ESB-M1E12-A PAPERBOARD, SUBFOUNDATION - VINYL COATED DIELECTRIC GRADE, 1978 08 02| A
ESB-M1E12-B PAPERBOARD, SUBFOUNDATION - VINYL COATED DIELECTRIC GRADE, 1978 09 21|A
v ESB-M1E12-C PAPERBOARD, SUBFOUNDATION - VINYL COATED DIELECTRIC 1978 09 21| A
GRADE, (SHOWN ON ESB-M1E12-B)
ESB-M1E51-A PAPER, KRAFT - POLYETHYLENE COATED ON ONE SIDE, 1978 11 14|A
V ESB-ME51-B  PAPER, KRAFT - POLYETHYLENE COATED ON ONE SIDE, 1978 11 14| A
(SHOWN ON ESB-M1E51-A) (NOT TO BE USED FOR NEW
DESIGN, USE ESB-M1E51-A)
ESW-M1E56-A  PAPER, JUTE, 1978 10 04 P
ESW-M1E57-A PAPER, BOGUS KRAFT LINER/CORRUGATED LAMINATE, 1978 10 04 P
ESB-M1E60-A PAPER, KRAFT - POLYETHYLENE COATED ON TWO SIDES, 1978 10 31|A
\ ESB-M1E60-B PAPER, KRAFT - POLYETHYLENE COATED ON TWO SIDES, 1978 10 31|A
(SHOWN ON ESB-M1E60-A) (NOT TO BE USED FOR NEW
DESIGN, USE ESB-M1E60-A)
ESB-M1E61-A WELT CORE, PAPER AND WIRE, 1981 07 15(A
ESB-M1E63-A TISSUE, PROTECTIVE CELLULOSIC, 1978 06 02| A
v ESB-M1E63-B TISSUE, PROTECTIVE CELLULOSIC - FIRE RESISTANT, 1978 06 02|A
(SHOWN ON ESB-M1E63-A) (NOT TO BE USED FOR NEW
DESIGN, USE ESB-M1E63-A)
V ESB-M1E64-A  PAPERBOARD, SUBFOUNDATION - VINYL BASE RESIN COATED - 1978 08 02| A

HEAT BONDING GRADE,

ESE-M1E65-A PAPER, FILTER - IMPREGNATED, 1991 04 03 E
ESB-M1E67-A PAPER, LAMINATE - KRAFT PAPER/POLYETHYLENE FILM/KRAFT PAPER, 1979 11 16|A
ESB-M1E68-A PAPER, KRAFT - POLYETHYLENE COATED ON ONE SIDE, 1979 11 16| A
ESB-M2E3-A FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15| A
V  ESB-M2E3-B FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15| A
(SHOWN ON ESB-MZ2E3-A)
ESB-M2E4-A FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15|A
(SHOWN ON ESB-M2E3-A)
ESB-M2E4-B FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED - FORMING GRADE, 1983 03 02| A
V  ESB-M2E4-C FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15| A
(SHOWN ON ESB-M2E3-A)
V  ESB-M2E4-C2 FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED - DIELECTRIC GRADE, 1978 10 20| A
V  ESB-M2E4-D FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED 1983 03 02| A
FORMING GRADE, (SHOWN ON ESB-M2E4-B)
ESB-M2ES5-A FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15| A
(SHOWN ON ESB-M2E3-A)
V  ESB-M2ES5-B FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED, 1978 09 15| A
(SHOWN ON ESB-MZ2E3-A)
ESB-M2E12-A FIBERBOARD (PANEL), BENDING GRADE - ASPHALT FREE, 1991 06 20| A
ESB-M2E13-A FIBERBOARD (PANEL), 1983 08 02| A
ESB-M2E13-C PAPERBOARD, KRAFT LINED - BENDING GRADE, (SHOWN ON ESB-M2E13-A) 1983 08 02| A
V  ESB-M2E13-D PAPERBOARD, KRAFT LINED - BENDING GRADE, (SHOWN ON ESB-M2E13-A) 1983 08 02| A
ESB-M2E16-A FIBERBOARD (MOLDED), RESINATED, 1995 03 27| A
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ESB-M2E16-C1  FIBERBOARD, MOLDED - RESINATED, 1983 08 31| A
ESB-M2E16-C2 FIBERBOARD, MOLDED - RESINATED, (SHOWN ON ESB-M2E16-C1) 1983 08 31|A
ESB-M2E16-C3 FIBERBOARD, MOLDED - RESINATED, (SHOWN ON ESB-M2E16-C1) 1983 08 31|A
v ESB-M2E16-D2 FIBERBOARD, MOLDED - RESINATED, (SHOWN ON 1983 08 31|A
ESB-M2E16-C1)(NOT TO BE USED FOR NEW DESIGN)
v ESB-M2E16-D3 FIBERBOARD, MOLDED - RESINATED, (SHOWN ON 1983 08 31|A
ESB-M2E16-C1)(NOT TO BE USED FOR NEW DESIGN)
ESB-M2E22-A FIBERBOARD (KRAFT), FLEXIBLE TACKING STRIP, 1978 11 03|A
ESB-M2E25-A FIBERBOARD (CHIP), SEMI-RIGID, 1995 03 01|A
ESB-M2E66-A  PANEL BOARD, PRESSED WOOD (NON-DIELECTRIC GRADE), 1991 06 20| A
ESB-M2E66-B  FIBERBOARD (PANEL), PRESSED WOOD - NONDIELECTRIC GRADE, 1983 02 16| A
ESB-M2E66-C  FIBERBOARD (PANEL), PRESSED WOOD - FORMABLE GRADE, 1983 02 16| A
(SHOWN ON ESB-M2E66-B)
v ESB-M2E67-B FIBERBOARD (PANEL), PRESSED WOOD - DIELECTRIC GRADE, 1983 02 16|A
(SHOWN ON ESB-M2E66-B)
ESB-M2E70-A FELT, PAPER - HIGH ASPHALT SATURATION, SOUND DEADENER, 1982 12 15(A
v ESB-M2E70-B FELT, PAPER - HIGH ASPHALT SATURATION, SOUND DEADENER 1982 12 15(A
DISCONTINUED, USE DELTA ES-E97B-1011014-AA &
ESB-M2E70A, (SHOWN ON ESB-M2E70-A)(NOT TO BE
USED FOR NEW DESIGN)
ESB-M2E71-A FELT, PAPER - HIGH ASPHALT SATURATION, SOUND DEADENER 1982 12 15(A
(SHOWN ON ESB-M2E70-A)
V  ESB-M2E71-B  FELT, PAPER - HIGH ASPHALT SATURATION, SOUND DEADENER 1982 12 15| A
DISCONTINUED, USE DELTA ES-E97B-1011014-AA &
ESB-M2E71-A, (SHOWN ON ESB-M2E70-A)(NOT TO BE
USED FOR NEW DESIGN)
v ESB-M2E73-C FELT, PAPER - ASPHALT SATURATED - PRESSURE SENSITIVE ADHESIVE ONE SIDE, 1983 02 23|A
v ESB-M2E73-D FELT, PAPER - ASPHALT SATURATED - PRESSURE SENSITIVE 1984 08 14|A
- ADHESIVE ONE SIDE,
ESB-M2E74-A FELT, INDENTED - RESIN IMPREGNATED - ASPHALT TREATED ON ONE SIDE, 1995 03 01|A
ESA-M2E78-B FIBERBOARD (HOMOGENQUS), HIGH DENSITY, 1979 02 15 F
ESB-M2E87-A DEADENER, CREPED PAPER/MASTIC/POLYETHYLENE OR TISSUE PAPER, 1978 08 11|A
V ESB-M2E87-B  DEADENER, CREPED PAPER/MASTIC/POLYETHYLENE OR TISSUE 1978 08 11|A
PAPER, (SHOWN ON ESB-M2E87-A)
ESB-M2E93-A  FIBERBOARD, CELLULOSE - HIGH STRENGTH PHENOLIC RESIN IMPREGNATED, 1978 12 01|A
ESB-M2E93-B FIBERBOARD - CELLULOSE, HIGH STRENGTH PHENOLIC RESIN 1979 09 10|A
IMPREGNATED - ELASTOMER COATED,
ESB-M2E96-A FIBERBOARD (PANEL), POLYETHYLENE LINED - FOAM CORE, 1983 09 26| A
ESB-M2E97-A FIBERBOARD (PANEL), KRAFT PAPER LINED - POLYSTYRENE FOAM CORE, 1983 09 26| A
ESB-M3E4-A FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED - COATED, 1978 11 22(A
v ESB-M3E4-C FIBERBOARD (PANEL), LAMINATED - POLYETHYLENE LINED - 1978 11 22(|A
COATED, (SHOWN ON ESB-M3E4-A)
ESB-M3E13-A FIBERBOARD (PANEL), COATED, 1981 03 11|A
V ESB-M3E13-B  FIBERBOARD (PANEL), COATED, (SHOWN ON ESB-M3E13-A) 1981 03 11|A
ESB-M3E13-C  PAPERBOARD, KRAFT LINED - BENDING GRADE - COATED, (SHOWN ON ESB-M3E13-A) 1981 03 11|A
V  ESB-M3E13-D  PAPERBOARD, KRAFT LINED - BENDING GRADE - COATED, 1981 03 11|A
(SHOWN ON ESB-M3E13-A) (NOT TO BE USED FOR NEW
DESIGN, USE ESB-M3E13-C)
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