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c SPECIFICATION SPECIFICATION TITLE REVISED ACTIVITIES
5 DATE [AEFGJ|PRSUZ
WSB-M1F17-B  LEATHER, GENUINE, SUPPLE, MILLED, 2001 08 08|A  f r
WSS-M1F17-C LEATHER, GENUINE, STANDARD WEAR, MILLED, (SHOWN ON WSB-M1F17-B) 2001 08 08| A j r
WSS-M1F17-D LEATHER, GENUINE, STANDARD WEAR, MILLED 2001 08 08| A
TRI-CROSSLINKED FINISH, (SHOWN ON WSB-M1F17-B)
WSS-M1F17-E LEATHER, GENUINE, HIGH WEAR, MILLED, (SHOWN ON WSB-M1F17-B) 2001 08 08| A r
WSS-M1F17-F LEATHER, GENUINE, SOFT HAND, MILLED, (SHOWN ON WSB-M1F17-B) 2001 08 08| A
WSS-M1F17-F2 LEATHER, GENUINE, SOFTER HAND, THICKER, MILLED, (SHOWN ON WSB-M1F17-B) 2001 08 08| A
WSB-M1F20-A SPLIT LEATHER, GENUINE, FINISHED, (NOT TO BE USED FOR 2000 10 26| A
NEW DESIGN, USE WSS-M1F21-B)
WSS-M1F21-B  SPLIT LEATHER, GENUINE, FINISHED, STEERING WHEEL, 1998 12 02| A
WSS-M1F22-B  LEATHER, GENUINE, FINISHED, STEERING WHEEL, CONSOLE, 1998 12 02| A
SHIFT KNOBS AND BOOTS, (SHOWN ON WSS-M1F21-B)
WSS-M1F23-A SPLIT LEATHER, GENUINE, FINISHED, SEATING SURFACES, 2002 01 10| A
ESB-M2F1-B OUTSIDE TOP MATERIAL, VINYL COATED, 1982 09 03| A
WSB-M2F59-D VINYL FILM (PVC), FORMED HEADLINER GRADE, RECYCLING SYMBOL: >PVC< 1995 03 10|A
ESB-M2F67-B FABRIC, VINYL COATED, 1979 10 12|A
ESB-M2F102-C FILM, VINYL - BONDING GRADE, (NOT TO BE USED FOR NEW 1982 12 22(A
DESIGN, USE ESB-M2F102-D)
ESB-M2F102-D VINYL FILM, BONDING GRADE, 2000 10 26| A
WSS-M2F102-E  VINYL FILM (PVC), BONDING GRADE, 2001 12 14| A
ESB-M2F108-B1 VINYL, KNITTED - REINFORCED - BISCAY PATTERN, 1986 02 14| A
ESB-M2F108-B2 VINYL, KNITTED - REINFORCED - DENVER PATTERN, (SHOWN ON ESB-M2F108-B1) 1986 02 14| A
ESB-M2F122-A FABRIC, VINYL COATED - BONDING AND VACUUM EMBOSSING GRADE, 1979 11 05| a S
ESB-M2F122-B FABRIC, VINYL COATED - BONDING AND VACUUM EMBOSSING GRADE, 1979 10 30(|A
ESB-M2F122-C FABRIC, VINYL COATED - BONDING & VACUUM EMBOSSING 1979 10 30| A
GRADE - LIGHT WEIGHT, (SHOWN ON ESB-M2F122-B)
WSS-M2F156-B FABRIC, VINYL COATED (PVC) EXPANDED, CALENDERED, 1996 02 27|A
RECYCLING SYMBOL: >VC, PETF<
WSD-M2F164-B FABRIC, VINYL COATED, WOVEN, EXPOSED LOAD COMPARTMENT COVER, 1998 03 25(A r
WSD-M2F169-A1 VINYL, UNSUPPORTED, EXPANDED, 0.9 MM, 1996 04 15| A
WSD-M2F169-A2 VINYL, UNSUPPORTED, EXPANDED, 1.3 MM, (SHOWN ON WSD-M2F169-A1) 1996 04 15| A
WSD-M2F169-A3 VINYL, UNSUPPORTED, EXPANDED, 1.7 MM, (SHOWN ON WSD-M2F169-A1) 1996 04 15| A j
WSD-M2F169-A4 VINYL, UNSUPPORTED, EXPANDED, 2.5 MM, (SHOWN ON WSD-M2F169-A1) 1996 04 15(A
WSD-M2F169-A5 VINYL (PVC), UNSUPPORTED, EXPANDED, PERFORATED, 1.1 MM, 1995 02 28(A
WSD-M2F170-B FABRIC, POLYURETHANE COATED, 1992 03 11|A
WSD-M2F172-A FABRIC, VINYL COATED, MULTI-PURPOSE, 1993 11 12|A
WSD-M2F172-B FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1993 11 12|A
(SHOWN ON WSD-M2F172-A)
WSD-M2F172-C FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1993 11 12|A
(SHOWN ON WSD-M2F172-A)
WSD-M2F172-D  FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1993 11 12| A
(SHOWN ON WSD-M2F172-A)
WSD-M2F173-A  VINYL FILM, (PVC), UNSUPPORTED, RECYCLING SYMBOL: >PVC< 1994 01 21|A
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WSD-M2F173-A2 VINYL FILM, (PVC), UNSUPPORTED, BI-AXIAL ORIENTATION 1994 01 21| A
TYPE, RECYCLING SYMBOL: >PVC< (SHOWN ON
WSD-M2F173-A)
WSB-M2F174-A1 POLYVINYL CHLORIDE (PVC) FLOOR MATS, EMBOSSED, FLAT, 1991 06 05(A
WSB-M2F174-A2 POLYVINYL CHLORIDE (PVC) FLOOR MATS, EMBOSSED, MOLDED 1991 06 05(A
(SHOWN ON WSB-M2F174-A1)
WSD-M2F175-A FABRIC, VINYL COATED, 1991 07 04|A f
WSB-M2F176-A FABRIC, VINYL COATED, CALENDERED/EXPANDED, MICROPERFORATED, 1994 10 08| A
WSB-M2F177-A FABRIC, VINYL COATED, MULTI-PURPOSE, 1998 03 25(A
WSD-M2F178-A  FABRIC, VINYL COATED, MULTI-PURPOSE, POLYURETHANE FOAM LAMINATE, 2001 10 02| A
WSD-M2F180-A  FABRIC, VINYL COATED, MULTI-PURPOSE, 1994 04 08| A
WSD-M2F180-B  FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1994 04 08| A
(SHOWN ON WSD-M2F180-A)
WSD-M2F180-C FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1994 04 08| A
(SHOWN ON WSD-M2F180-A)
WSD-M2F180-D FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1994 04 08| A
(SHOWN ON WSD-M2F180-A)
WSB-M2F181-A FABRIC, VINYL COATED (PVC), WELL LINING, RECYCLING SYMBOL: >PVC,LF< 1994 05 13|A
WSA-M2F182-A FABRIC, VINYL COATED (PVC), MULTI-PURPOSE, 1994 02 24| A
WSB-M2F183-A1 FABRIC, VINYL COATED (PVC), CALENDERED/EXPANDED, 1993 06 05(A
MICROPERFORATED, LOW PRESSURE FORMABLE,
RECYCLING SYMBOL: >PVC<
WSB-M2F183-A2 FABRIC, VINYL COATED (PVC), CALENDERED/EXPANDED, 1993 06 05| A
MICROPERFORATED, LOW PRESSURE FORMABLE,
RECYCLING SYMBOL: >PVC< (SHOWN ON WSB-M2F183-A1)
WSB-M2F184-A FABRIC, VINYL COATED (PVC), CONVERTIBLE TOP BINDING, 1993 06 14|A
RECYCLING SYMBOL: >PVC,LF<
WSB-M2F185-A FABRIC, VINYL COATED (PVC), CONVERTIBLE TOP 1993 06 21|A
REINFORCEMENT, RECYCLING SYMBOL: >PVC<
WSD-M2F186-A FABRIC, VINYL COATED, MULTI-PURPOSE, 1993 11 12|A
WSD-M2F186-B FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1993 11 12|A
(SHOWN ON WSD-M2F186-A)
WSD-M2F186-C FABRIC, VINYL COATED,MULTI-PURPOSE, TRILAMINATE, (SHOWN ON WSD-M2F186-A) 1993 11 12|A
WSD-M2F186-D  FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1993 11 12| A
(SHOWN ON WSD-M2F186-A)
WSD-M2F187-A  FABRIC, VINYL COATED (PVC), 1995 01 31| A
WSD-M2F187-B FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSD-M2F187-C FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSD-M2F187-D FABRIC, VINYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSD-M2F187-E FABRIC, VKNYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSD-M2F187-F FABRIC, VKNYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSD-M2F187-G  FABRIC, VKNYL COATED, MULTI-PURPOSE, TRILAMINATE, 1995 01 31|A
(SHOWN ON WSD-M2F187-A)
WSB-M2F188-A  FABRIC, VINYL COATED (PVC), INTERIOR TRIM APPLICATIONS, 1994 05 19| A
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