&P Engineering Materia! Specification

Material Name Specification Number

GREASE - LONG LIFE - GENERAL CHASSIS ESA-M1C47-A
1. SCOPE

The material defined by this specification is a mineral oil and 1
molybdenum disulphide additive suitably used as a long life lubrfiens 1S 28
homogeneous product free from oil separations, abrasive fil gadGeTng Qstve to the
lubricated parts in service. "

type grease with

APPLICATION -

[ o]
.

This specification was released originally for materj tal) S t& chassis
lubricant. :

3. REQUIREMENT

3.1 LITHIUM SOAP CONTENT
(ASTM D 128)

3.2 FREE FATTY ACID, max
(ASTM D 128)

3.3 FREE ALKALINITY, max 0.30%
(ASTM D 128)

3.5 MOISTURE, max 0.25%
(ASTM D 95)

3.5 PENETRATION, 265 - 295
(ASTM D 217)
3.5.1 65

3.6 175°C

3.7 1.0%

3.8 33 1b (15 kg)

3.9 Y, Pressure Drop in 100 h, max 10 psi (70 kPa)

Date No. Revisions
1982 08 27 Metricated & Retyped PCR_ 911133-R 9w Ay 12 A0
1963 07 23 Released AS2-B27
Page 1 o 2

[ 0 0001350 Ti° WA
007160 O ____Documents.

Copyright by the Ford Motor Company

Fri Aug 26 13:34:14 2016
Full document details: FORD ESA-M1C47-A 1982


http://www.avadocuments.com/doc/ford-esa-m1c47-a-1982
http://www.avadocuments.com/doc/ford-esa-m1c47-a-1982

Engineering Material Specification

ESA-MICA7-A
3.10 CHARACTERISTICS OF MINERAL OIL
3.10.1  Viscosity at 40°C, min 135 oSt (mm>/s)
(ASTM D 445, 446) ‘
3.10.2  Viscosity at 100°C, 10 - 15 ¢St (mm2/s)
(ASTM D 445, 446)
3.10.3 Pour Point, max -23°%C
(ASTM D 97)
3.10.4  Flash Point, min 220°C
(ASTM D 92)
3.10.5  Fire Point, min 250°C
(ASTM D 92)

3.11 SUPPLIER'S RESPONSIBILITY

Material supplied to this specification must be equivalent to that originally
approved. Changes in formulation or processing shall not be made without prior
approval as described in Supplier Procedure I-A.

4. APPROVAL OF SUPPLIERS

Suppliers to this specification must be approved by the affected product engineering office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is
contained in Supplier Procedure I-A. Approved new suppliers will be added to the
Engineering Materials Approved Source List.
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