| @ Engineering Material Specification

Material Name Spo_ciﬂenﬂon Number
PAINT QUALITY, PASSENGER CAR FRAMES ESA-M2P16-A
1. SCOPE

This specification defines the quality of black painted finish required for passenger car
frames.

2. APPLICATION

This specification was released origineily for a finish specified where maximum economy

along with adequate gloss and weather corrosion resistance are required. It is specified for
passenger car frames only.

3. REQUIREMENTS
3.1 CLEANING

All surfaces to be covered must be free from oil, grease, rust and other foreign
material.

3.2 PAINT TYPE

Air dry asphaltum paint or approved alternate.
3.3 DRY FILM THICKNESS, min 0.0003 in (8 um)
34 SUPPLIER'S RESPONSIBILITY

Material supplied to this specification must be equivalent to that originally
approved. Changes in formulation or processing shall not be made without prior
approval as described in Supplier Procedure I-A.

4. APPROVAL OF SUPPLIERS

Suppliers to this specification must be approved by the affected product engineering office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is

contained in Supplier Procedure I-A. Approved new suppliers will be added to the
Engineering Materials Approved Source List.

9.  GENERAL INFORMATION

The material data included herein is for information only and is not a requirement for the
supplier.

Date Pﬁ;‘." Revisions
19174 ¢1 10 Metricated, Renumbered and Retyped /“ 747 Coz204 - -~ .
1963 07 24 |° | Relesse¢  AS2-312 £ P Foance o4
pIC RN Page ot £
- B | qu‘llbD UU]:?E]:B 35T ! Documents

Copyright by the Ford Motor Company

Fri Aug 26 13:39:61 2016
Full document details: FORD ESA-M2P16-A 1979


http://www.avadocuments.com/doc/ford-esa-m2p16-a-1979
http://www.avadocuments.com/doc/ford-esa-m2p16-a-1979

@ Engineering Material Specification ESA-M2P16-A

5.1 APPLICABLE PROCESS STANDARDS
Frames - Passenger Units

Preferred C-8865
C-6

Approved alternate (Only when more C-2
economical)
C-14
C-42
C-22
C-35

5.2 MATERIALS
Must meet requirements of material specifications covering "ES" numbers specified

in preferred process standards or approved alternate selected by the manufacturing
source.
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