ENGINEERING MATERIAL SPECIFICATION

Material Name

METAL TO METAL ADHESIVE, SOLVENT BASED,
HEAT RESISTANT

1. SCOPE
The material described by this specification is
solution of synthetic rubber in solvent. Thi
insoluble product when heated.

2. APPLICATION
This material is generally used to bond o
white" automotive body building. It fiddd
better green, hot and final strength is re
adhesives.

3. REQUIREMENTS

3.1 VISCOSITY
(FLTM BV 3-1 at 25 +/- 14

Within +/- 10 % of 1i

3.2 NON-VOLATILES

Specification Number
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uring Engineering.
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3.4 ADHESION

3.4.1 Final Shear Adhesion: Thin Bond Line
28 kg/cm2 min by type 'A' test piece.
3.4.2 Final Shear Adhesion: Thick Bond Line
14 kg/cm2 min by type 'B' test piece.
3.4.3 Final Peel Adhesion

3.5 kg/cm min type 'C' test piece.
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