@ Engineering Material Specification

Materiai Name Specification Number
OIL, SILICONE - LUBRICATING ESP-M2C113-A
1. SCOPE

The material defined by this specification is a methyl alkyl polysiloxane fluid.
2. APPLICATION

This specifieation was released originally for oil used where lubrieation at high and low
temperature is required, such as impregnating the bushing in the windshield wiper motor.

3. REQUIREMENTS
3.1 To be run on each lot.

3.1.1 Viscosity, eSt(m mz/s)

(ASTM D 445)
3.1.1.1 At 25°C 40-60
3.1.1.2 At 37.8°C 30-40
3.1.2 Flash Point, min 249°C
(ASTM D 92)
3.1.3 Neutralization Number, max 0.05

3.2 To be run for initial approval and at intervals required by Quality Control.

3.2.1 Pour Point, max -40°c
(ASTM D 97)
3.2.2 Viscosity Index, min 140

(ASTM D 2270)
3.3 SUPPLIER'S RESPONSIBILITY
Material supplied to this specification must be equivalent to that originally

approved. Changes in formulation or processing shall not be made without prior
approval as described in Supplier Procedure I-A.
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4. APPROVAL OF SUPPLIERS

ESP-M2C113-A

Suppliers to this specification must be approved by the affected Product Engineering Office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is
contained in Supplier Procedure 1-A. Approved new suppliers will be added to the
Engineering Materials Approved Source List.
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