&> Engineering Material Specification

Material Name

INK, ETHYL CELLULOSE, SILK SCREEN

1. SCOPE
The material defined by this specification is a low luster silk screen ink.

2. APPLICATION

Specification Number

ESF-M6B4-A

This specification was released originally for material used for the silk sereen lettering on
instrument cluster warning signal.

3. REQUIREMENTS

3.1 COMPOSITION

3.1.1 Vehiele
The vehicle shall consist of an ethyl cellulose modified with a resin of the
phthalie alkyd oxidizing type.

3.1.2 Pigments
The pigment shall be balanced and blended so that the finished enamel
matches the Ford Motor Company master panel in color and the
requirements of this specification for durability.

3.1.3 Solvent
The solvent shall average 90% petroleum aromatic solvent and 10% mixed
alechols and glycol ethers.

3.2 PHYSICAL PROPERTIES

3.2.1 Non~-Volatile Solids, min 20%

(FLTM BI 2-1)
3.2.2 Resistance to Fade
(FLTM BN 1-1)
This ink when applied to a plastic part shall fade no more than the master
sample approved for production on file in the Quality Control or Test
Laboratory after 120 SFH.
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3.3 SUPPLIER'S RESPONSIBILITY

Material supplied to this specification must be equivalent to that originally
approved. Changes in formulation or processing shall not be made without prior
approval as described in Supplier Procedure I-A,

4. APPROVAL OF SUPPLIERS
Suppliers to this specification must be approved by the affected Product Engineering Office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is

contained in Supplier Procedure I-A. Approved new suppliers will be added to the
Engineering Materials Approved Source List.
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