@ Engineering Material Specification

Material Name

LUBRICANT, DRY FILM-FLUOROCARBON
1. SCOPE

The material defined by this specification is a dxspersxon of
distillates which drxes to a lubricating film by solvent release

2. APPLICATION

This specxfxcatlon was released originally for materia
pointer in the PRNDL assembly.

3. REQUIREMENTS
3.1 COLOR

3.2 FLASH POINT, min
(ASTM D 92) .

3.3 YOLATILES, max

3.4 EFFECT ON PLASTIC
(ASTM D 2716)
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4. APPROVAL OF SUPPLIERS

Suppliers to this specification must be approved by the affected product engineering office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is

contained in Supplier Procedure I-A. Approved new suppliers will be added to the Engineering
Materials Approved Source List.
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