&2 Engineering Material Specification

Material Name Specification Number
PAINT QUALITY, ROUGH CASTINGS ' ESW-M2P53-A
1. SCOPE

This specification defines the quality and charaecteristiecs of a speecial finish required on
specified castings.

2. APPLICATION

This specification was released originally for a finish where protection from corrosion and/or
sealing properties (to prevent loosening of burned-in sand in service) are necessary. It is
specified on rough castings prior to final painting where required.

3. . REQUIREMENTS
3.1 SYSTEM COMPONENTS

. Good commercial eleaning
. Air dry paint 0.0005 in (13 um) minimum thickness

3.2 MATERIAL

Shall meet requirements of material specifications covering "M" numbered materials
specified in the applicable specifieation or approved alternate, as referenced in para
3.3, and selected by the manufacturing source.

3.3 APPROVED PROCESS STANDARDS & SPECIFICATIONS

Process
Castings Standard Paint Specification Color
As Required C-842~A M-304-A or Black
M-89J52-A Black
C-842-B ESN-M99J244-A or Red
ESN-MS88J43-A Red
M-304-C Brown
M-304-D Gray
C-867 (E) ESW-M62J3-A Red

3.4 SUPPLIER'S RESPONSIBILITY

Material supplied to this specification must be equivalent to that originally
approved. Changes in formulation or processing shall not be made without prior
approval as described in Supplier Procedure I-A.

Date Fsora. Revisions
1978 11 17 Released CW10H-RD-824168-1 .
Metricated, Renumbered and Retyped Mﬂ-m
1964 03 20 - Released CW10-RD438084 v
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4. APPROVAL OF SUPPLIERS

Suppliers to this specification must be approved by the affected product engineering office.
Procedure for gaining approval of a specific material to a new/existing ES-M specification is
contained in Supplier Procedure I-A. Approved new suppliers will be added to the
Engineering Materials Approved Source List.
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