FORD LABORATORY TEST METHODS (FLTM) INDEX

VOLUME 3
PHYSICAL TEST METHODS

FLTM TITLE

PAGE 1

Paint and Solvents

A BI 001-04

A BI 001-05

A EU-BI 001-05

I BI 002-02

I EU-BI 0202-02

A BI 002-04

A BI 003-05

A BI 003-06

A BI 003-07

A RI 004-03

A BI 007-01

A EU-BI 007-01

A BI 009-02

A EU-BI 009-03

A BI 009-05

A BI 010-02

A BI 010-03

A BI 016-01

A BRI 016-02

MEASUREMENT OF DRY HIDING POWER OF
PAINTS (RED AND GRAY CHECKERBOARD)

MEASUREMENT OF DRY HIDING POWER OF
PAINTS (RED AND GRAY STRAIGHT LINE
HIDING CHART)

MEASUREMENT OF DRY HIDING POWER OF
PAINTS (RED AND GREY STRAIGHT LINE
HIDING CHART)

WEIGHT PER GALLON AND SPECIFIC GRAVITY
(USE ASTM D 1475)

DETERMINATION QOF SPECIFIC GRAVITY OF
PAINT MATERIALS (USE ASTM D 1475)

PAINT COMPATIBILITY TEST
WASHING AND POLISHING OF EXPOSURE PANELS
ZINC PRIMER WASH-OFF TEST

PREPARATION OF CAST IRON PANELS FOR
PAINT TEST

GALVANIC EFFECTS ON PAINTED NON-METALLIC
EXTERIOR PARTS

CHIP RESISTANCE TEST FOR PAINTED PANELS
CHIP RESISTANCE TEST FOR PAINTED PANELS
COLOR EVALUATION QF PAINTS

COLOUR DIFFERNECE EVALUATION

BEND TEST FOR COATING ADHESION

MEASUREMENT OF GLOSS CHANGE OF FLAT
ENAMELS AFTER POLISHING

MEASUREMENT OF DISTINCTNESS OF IMAGE OF
PAINTED SURFACES

RESISTANCE TO AERATION - USING FLASKS
AND AIR FLOW

RESISTANCE TO AERATION - AERATION
MACHINE
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Paint and Solvents

A BI 017-02 COATING WEIGHT - CHROMATE/ZINC DUST
COMPLEX

A BI 017-03 DETERMINATION OF COATING WEIGHT -
CHROME/ZINC DUST COMPLEX

A BI 019-01 TEST PROCEDURES FOR THICKNESS
MEASUREMENT OF CLEAR SYNTHETIC BAKING
ENAMEL COATING ON SYNTHETIC WOOD

A BI 020-02 B THROWING POWER TEST FOR ELECTROCOATING
BATH OF HIGH THROWING POWER (METHOD B)

A BI 020-06 DETERMINATION OF PH AND ALKALINITY OF
ELECTROCOATING BATHS

A BI 020-12 DETERMINATION OF COMBUSTIBLE ORGANIC
PIGMENTS (CARBON BLACK} IN PRESENCE QF
INORGANIC PIGMENTS (ASH)

A BI 022-01 DETERMINATION OF ENAMEL SAG RESISTANCE

A EU-BI 050-01 EVAPORATION RATE OF SOLVENTS

A EU-BI 053-02 RESISTANCE TO SCAB CORROSION

A EU-BI 054-01 DETERMINATION OF THE SPECIFIC DENSITY OF
SOLID CONTENT OF BAKED ENAMELS AND
PRIMER FILMS

A EU-BI 057-02 STONE CHIP RESISTANCE TEST

A EU-BI 057-03 DETERMINATION OF STONE CHIP RESISTANCE
TEST

A BI 101-01 MEASUREMENT OF HIDING POWER OF PAINT -
CRYPTOMETER METHOD (REPLACES FLTM BI
001-01, FLTM EU-BI 001-01)

A BI 101-02 MEASUREMENT OF CONTRAST RATIQ - HIDING
POWER OF PAINTS (REPLACES FLTM BI
001-02)

A BI 101-03 MEASUREMENT OF DRY HIDING POWER OF
PAINTS (REPLACES FLTM BI 001-03, FLTM
EU-BI 001-03)

A BI 102-01 DETERMINATION OF WEIGHT OF NON-VOLATILE

CONTENT IN PAINT (REPLACES FLTM BI
002-01, FLTM EU-BI 002-01)
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Paint and Solvents

I BI 102-02 DETERMINATION OF DENSITY OF PAINT
MATERIALS (USE ASTM D 1475)

A BI 102-03 ACCELERATED SHELF STABILITY TEST FOR
PAINT (REPLACES FLTM BI 002-03, FLTM
EU-BI 002-03)

A BI 102-05 VOLUME SOLIDS DETERMINATION OF COATINGS
- THEORETICAL (REPLACES FLTM BI
002-05)

A BI 102-06 DETERMINATION OF NON-VOLATILE CONTENT IN
UV CURABLE PAINT

A BI 103-01 SALT SPRAY RESISTANCE TEST FOR PAINTED
PANELS AND PARTS (REPLACES FLTM BI
003-01, FLTM EU-BI 003-01)

A BI 103-02 PREPARATION OF PANELS FOR PAINT TESTS
(REPLACES FLTM BI 003-02, FLTM EU-BI
003-02)

A BI 103-04 PREPARATION OF ZINC PRIMED WELD STEEL
TEST PANELS (REPLACES FLTM BI 003-04,
FLTM EU-BI 003-04)

A BI 104-01 WATER IMMERSION TEST FOR PAINTED PARTS
AND PANELS (REPLACES FLTM BI 004-01,
FLTM EU-BI 004-01)

A BI 104-02 CONDENSING WATER VAPOR TEST (REPLACES
FLTM BI 004-02)

A BI 104-04 ADHESION/IMMERSION TEST OF FILMS TO
PHOSPHATED STEEL PANELS

A BI 105-01 CONICAL MANDREL TEST FOR PAINTED PANELS
(REPLACES FLTM BI 005-01)

A BI 106-01 PAINT ADHESION TEST (REPLACES FLTM BI
006-01, FLTM EU-BI 006-01)

A BI 106-02 INTERCOAT PAINT ADHESION TEST (REPLACES
FLTM BI 006-02, FLTM EU-BI 006-02)

A BI 106-03 HYDROLYSIS RESISTANCE OF PAINTED PLASTIC
PANELS

A BI 107-01 CHIP RESISTANCE TEST FOR PAINTED PANELS
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