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Surface Coatings

I BQ 003-01

I EU-BQ 003-01

A EU-BQ 003-04

A BQ 003-05

A BQ 004-01

I BQ 004-05

A EU-BQ 005-02
A BQ 005-06

A BQ 005-07

A BQ 006-03

A EU-BQ 006-03

A BQ 007-01

A BQ 007-02

A BQ 008-01

I BQ 009-01

A EU-BQ 009-02

A EU-BQ 009-03

DETERMINATION OF THICKNESS OF CHROMIUM
PLATE (USE ASTM B 504)

DETERMINATION OF METALLIC COATING

THICKNESS - COULOMETRIC METHOD (USE

ASTM B 504)

DETERMINATION OF MICRO CRACK OR MICRQ
PORE DENSITY IN ELECTROPLATED CHROMIUM
COATINGS

DETERMINATION QOF THICKNESS OF BLACK
CHROMIUM PLATE

CORRODKOTE TEST FOR FPLATED PARTS
SIMULTANEQUS THICKNESS AND
ELECTROCHEMICAL POTENTIAL TEST (STEP)
FOR MULTILAYER NICKEL DEPOSITS (USE
ASTM B 764)

SALT SPRAY TESTING OF FASTENERS
TERNE COAT POROSITY TEST

CORROSION TEST FOR METAL PARTS IN
CONTACT WITH SEAT BELT WEBBING

BUFFING OF STAINLESS STEEL FOR CORROSION
STEEL

BUFFING OF STAINLESS STEEL FOR CORROSION
TESTS

FORD ANODIZED ALUMINUM CORROSION TEST
(F.A.C.T.)

ACID DISSOLUTION TEST FOR DECORATIVE
ALUMINUM PARTS

WELDING ACCEPTANCE TEST FOR PROTECTIVE
COATINGS

SEAL TEST FOR ANODIZED ALUMINUM (USE
ASTM B 136)

SEAL TEST FOR ANODISED ALUMINUM

SEAL TEST FOR ANODIZED ALUMINUM
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A BQ

A EU-BQ 010-01

I BQ

A EU-BQ 051-01

A BQ

A BS

A BS

A BS

Surface Coatings

010-01

013-01

103-01

103-06

103-08

104-02

104-05

104-06

104-07

105-01

117-01

Paper

001-01

001-02

002-01

TEST PROCEDURES FOR ANODIZED ALUMINUM
FILM THICKNESS MEASUREMENT

FILM THICKNESS MEASUREMENT FOR ANODIZED
ALUMINUM

COEFFICIENT OF FRICTION OF COATED
SURFACES (USE ASTM D 1894)

DETERMINATION OF BRITTLENESS OF HIGH
STRENGTH BOLTS BY STRESS CORROSION
TESTING

DETERMINATION OF THICKNESS OF CHROMIUM
PLATE (USE ASTM B 504)

MEASUREMENT OF CRACK DENSITY OF
MICRO-CRACKED OR PORE DENSITY OF
MICRO-POROUS ELECTRODEPOSITED CHROMIUM
(REPLACES FLTM BQ 003-06)
DETERMINATION OF ACTIVE CORROSION SITES

HUMIDITY RESISTANCE TESTING (REPLACES
FLTM BQ 004-02)

SIMULTANEOUS THICKNESS OF
ELECTROCHEMICAL POTENTIAL TEST (STEP)
FOR MULTILAYER NICKEL DEPOSITS (USE
ASTM B 764)

THERMAL CYCLING TESTING OF ELECTROPLATED
PLASTICS

ENVIRONMENTAL TEST CYCLES
COPPER- ACCELERATED ACETIC ACID - SALT
SPRAY TESTING (CASS TEST) (REPLACES
FLTM BQ 005-01, FLTM EU-BQ 005-01)

SAND BOX CORROSION TEST

INHIBITION OF CORROSION
INHIBITION OF CORROSION

WARP TEST ON PAPER ROARD
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