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1. SCOPE: The material defined by this Standard is a highly chlorinated
paraffin compound.

2. APPLICATION: This material was originally released as a drawing

compound for severe forming operations on transfer type presses. This
material may be applied by dipping, brushing, spraying or rolling.

3.  REQUIREMENTS:

3.1 PHYSICAL CHARACTERISTICS:
3.1.1 COLOR: #2 m
(ASTM D 1500) :
3.1.2 SPECIFIC GRAVITY AT 60 F (15.6 C): 1.190-1.300
3.1.3 VISCOSITY: SUS at 100 F (38 C): 9,000-12,000

(1,943-2,591 mm2/s {cSt])

SUS at 210 F (99 C): 200-250
(42.75-53.5 mm2/s [c5c})

3.1.4 PCUR POINT: : +35 F (1.67 C) max
(ASTM D 97)

3.2 PERFORMANCE:

3.2.1 CORROSION: Unwashed parts formed with this material

shall exhibit no corrosion or staining
after 7 days indoor storage, as verified
by shop trial.

3.2.2 CLEANING: The material shall be readily removed by
proper application of M-5B385-A cleaner or
equivalent, as verified by shop trial..

=

STANDARD PARAGRAFHS: The following Standard Paragraphs as defined in
Manufacturing Standard MBX are herewith made a part of this Standard:
AS, C1, P1, P2, P3, R1, R2.

3. GENERAL INFORMATION:

ul

L CHEMICAL COMPOSITICN: The following chemical compesition has
performed satisfactorily in service.
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5.1.1 CHLORINE: 39.0-43.0%

(ASTM D 808)
5.1.2 SOAPS AND WETTING AGENTS: 6.0-10.0%

(ASTM D 3712)
5.1.3 Paraffin Base Materials Balance
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