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1. SCOPE: The materials defined by this standard are a liquid iromn
phosphate cleaning compound (Suffix A) and a liquid detergent additive
(Suffix B).

2. APPLICATION: The cleaner material is used to remove draw compounds and
similar soils from stamped steel parts and impart a light protective
iron phosphate coating. Due to objectionable interference, this material
should NOT be applied to parts which are subsequently to receive a zinc
phosphate coating. The additive material (Suffix B) is used as necessary
to maintain a high detergency level in the cleaner.

3. REQUIREMENTS:

3.1 (CLEANER, SUFFIX A):

3.1.1 SPECIFIC GRAVITY AT 60/60 F: 1.120 - 1.180
(ASTM D-891)

3.1.2 PH (1% SOLUTION): 2.5 - 3.5
(ASTM D-1172)

3.1.3 PHOSPHATES (AS P205): 11.0 - 15.0%
(ASTM D-800)

3.1.4 NON-IONIC SURFACTANTS: 7.5% (min)
(ASTM D-800) .

3.2 ADDITIVE, SUFFIX B):

3.2.1 SPECIFIC GRAVITY AT 60/60 F: 1.020 - 1.050
(ASTM D-891)

3.2.2 SURFACE TENSION (1% SOLUTION): 37.0 dynes/cm (max)
(ASTM D-1331)

3.2.3 NON-IONIC SURFACTANTS: 36.0% (max)

(Infrared Analysis)

3.3 PERFORMANCE: Material qualified to this Standard must remove all
M-Number draw compounds, common shop soils and light (blush)
corrosion from ferrous parts, leaving a protective iron-phosphate
coating capable of inhibiting corrosion during subsequent in-plant
handling, as verified by shop trial. :

4. STANDARD PARAGRAPHS: The following Standard Paragraphs as defined in
Manufacturing Standard MBX are herewith made a part of this Standard:
Cl, P1, P2, P3, R1, R2.
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5. GENERAL INFORMATION:

5.1 Details of chemical composition beyond those basics stipulated
under requirements are left to the Supplier(s) provided the
provisions of Standard Paragraph Cl are observed.
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