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CA CLASSIFICATION ME-MG PAPER AND NON-METALLICS SPEC RESP/USING

T C SPECIFICATION REVISED ACTIVITIES
LT NUMBER SPECIFICATION TITLE DATE 2ABDEFGHKMTUVW
N A MEX CLAUSES, STANDARD, FOR USE IN MANUFACTURING STANDARDS, 87-09-01 2

N A M1E23-A PAPER TOWELING - FOLDED, 87-11-01 2

N A M1E23-B PAPER TOWELING - ROLL, 87-11-01 2

N A M1E23-C PAPER TOWELING - ROLL, 87-11-01 2

N A MGX CLAUSES, STANDARD, FOR USE IN MANUFACTURING STANDARDS, 87-09-01 2

N A M3G1l1l4-A TAPE - ELECTRICAL INSULATING - PRESSURE SENSITIVE 86-03-01 2

(INDUSTRIAL MAINTENANCE APPLICATIONS),

N A M23G220-A TAPE, PRESSURE SENSITIVE, TRANSIT FILM, REMOVABLE, 94-03-31 2

N A M3G230-A FILM, PEELABLE TEMPORARY, PROTECTIVE, 97-08-01 A

N A M3G233-A TAPE, POLYETHYLENE FOAM, PRESSURE SENSITIVE, 01-04-27 F

N A W-M3G234-A MASKING TAPE-VINYL AND POLYESTER COMPOSITE BASED, BAKEABLE, 01-05-11 F

N A W-M3G235-A FILM, PEELABLE TEMPORARY, PRESSURE SENSITIVE, GLASS PROTECTANT, 02-01-30 2

N A M4G23-A CHEMICAL SEALER AND HARDENER FOR CONCRETE FLOORS, 00-11-29 2

N A M4G25-A COAL TAR PITCH SEALER FOR ASPHALT MASTICS, 00-11-29 2

N A M4G82-A SEALER - CASTING, SODIUM SILICATE BASE, 90-10-01 2

N A M4G82-B SODIUM SILICATE BASE CASTING SEALER - ALUMINUM, 90-10-01 A

N A MOG29-A FLOOR WAX - METAL CROSS LINK, SELF POLISHING, 80-05-01 2

N A M10G3-A BITUMINOUS COATING FOR WATER TANKS, 90-10-01 2

N A M10G17-A PAVING PITCH, 90-10-01 2

N A M11G8-A FLOORING - WOOD BLOCK - CREOSOTED, 00-11-30 2

N A M98Gl8-A BATCH ROUGE, 00-03-06 v
N A M98G20-A DOLOMITE - RAW, 90-10-01 v
N A M98G20-B DOLOMITE - RAW, 90-10-01 v
N A M98G20-C DOLOMITE - RAW, 90-10-01 v
N A M98G20-D DOLOMITE - RAW, 90-10-01 v
N A M98G22-A SAND, SILICA - FOR GLASS MAKING, 90-07-01 v
N A M98G22-B SAND, SILICA - FOR GLASS MAKING, 90-07-01 v
N A MOBG26-A GLASS POLISHING COMPOUND - POWDER FORM, 90-10-01 v
N A M9o8G27-A LIMESTONE, GLASS MELTING, 97-06-01 v
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N A M98G32-A
N A M98G33-A
N A M98G35-A
N A M98G35-B
N A M98G36-A
N A M98G37-A
N A M98G38-A
N A Mo8G39-A
N A Mo8G40-A
N A M98G41-A
N A M98G42-A
N A M98G43-A
N A M98G44-A
N A M98G46-A
N A M98G47-A
N A M98G48-A
N A M98G49-A
N A M9O8G49-A2
N A M99G14-2A
N A M99G14-B
N A M99G23-A
N A M99G33-A
N A M99G36-A
N A M99G66-A
N A M99G89-A
N A M99G120-A
N A M99G141-A
N A M9O9G1l42-A
N A M99G1l69-A
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CLASSIFICATION ME-MG PAPER AND NON-METALLICS

SPECIFICATION TITLE
GRANULATED ANTHRACITE COAL,
NEPHELINE SYENITE,
CAUSTIC SODA (MERCURY CELL GRADE), FOR GLASS BATCH,
LIQUID CAUSTIC SODA (REGULAR GRADE), FOR GLASS BATCH,
GLASS SEPARATOR MATERIAL - WINDSHIELD BENDING,
FERRIC ACETYLACETONATE, INDUSTRIAL,
CHROMIC ACETYLACETONATE, INDUSTRIAL,
COBALTIC ACETYLACETONATE, INDUSTRIAL,
GYPSUM, GLASS MAKING,
SELENIUM METAL POWDER,
COBALT OXIDE POWDER,
SODIUM NITRATE,
DOLOMITIC LIMESTONE,
PRIMARY LOW E SOLUTION,
SECONDARY LOW E SOLUTION,
MANGANESE DIOXIDE--FOR GLASS MAKING, MANUFACTURING FLAT GLASS,
WATER SPRAY DRIED HYPRO POWDER,
WATER SPRAY DRIED, REGULAR POWDER,
GROUTING AND ANCHOR BOLT COMPOUND - DRY,
GROUTING AND ANCHOR BOLT COMPOQUND - DRY,
HARD CONCRETE FLOOR AGGREGATE,
DIATOMACEQUS EARTH - MEDIUM,
GLASS POLISHING COMPOUND - STICK FORM,
ALUMINUM OXIDE FOR BLASTING TRADEMARK ON GLASS,
FILTER AID - CELLULOSE,
GLASS SEPARATION COMPQUND - LUCOR - PROTECTIVE,
SEPARATOR - PARTICULATE ORGANIC RESIN,
STAIN INHIBITIVE COMPOUND,

MASK PEELABLE - VINYL BASED, LIQUID APPLIED, HEAT CURING,
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97-06-01 v
00-09-05 2
97-06-01 v
97-06-01 v
90-10-01 v
97-06-01 v
97-06-01 v
97-06-01 v
97-06-01 v
97-06-01 v
97-06-01 v
87-01-01 v
97-06-01 v
86-09-01 v
86-09-01 v
00-02-14 v
00-05-31 v
00-05-31 v
91-10-01 2
91-10-01 2
91-09-01 2
91-12-01 2
91-12-01 v
91-12-01 v
91-12-01 M

97-06-01 2

91-12-01 2
91-12-01 2
00-11-30 2
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