ENGINEERING MATERIAL SPECIFICATION

Material Name

PAINTED PRESSED WOOD FIBRE BOARD, TEﬁPERED

File Controt No. Specification Number

SMT5003EE0530 SK-M3E9501-A
SMT5003EEQ531 DELTA SK-M3E9501-B

SCOPE

The material defined by this specification is a pai
wood fibre board.

APPLICATION

This specification was released originally

panel covering in load compartments and/or
Drawings. :

REQUIREMENTS
The material must be conditioned for a mint

50 +/- 3 % relative humidity prio
conditions.

3.1 DIMENSIONS
As specified on Enginee
3.2  THICKNESS 6,0 mm +/- 0,5 mm
(FLTM EU-BS 50-2)
Or as specified
3.3. WEIGHT, min 5 700 g/m2
(FLTM EU-3BS
2,5 - 6,5 %
17 %
15 s
3,0 %
0,6 s
0,6 s
Date Release/Revision
1988 08 31 |B/031515TC Retyped minor non technical changes [¢gﬂ
1977 09 30 |B/103659TC Clauses Reviged
1974 11 19 |SM/ER3460TC Released
WP 3948-a
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3.9 BENDING STRENGTH
(FLTM EU-BS 5-1)

Dry
Wet

When evaluating the Wet Transverse Strength, €
test specimen must be measured and recorde
immersion.

3.10 PAINTED SURFACE REQUIREMENTS

3.10.1 Appearance
(FLTM EU-BI 9-1)

Colour and Finish shall matcH
by the Design Department.

When a Tolerance Chart /
must deliver (without

3.10.2 Abrasion Resistan

After test, the specimé % :any greater signs

of deteriorazi: r Samples approved by the

Materials D¢ Product Engineering.
3.10.3 50 cycles
Head A)

ot show any greater signs of

ter Sample approved by the
ory, Product Engineering.

Rating 5
Rating 5

ht, 120 SFH Rating 5

hall not show any fading when compared with
Scale.

all further show no change in colour tone, gloss,
ce of spotting and it shall be equal to or better

e Master Sample approved by the Materials
Development Laboratory, Product Engineering.
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