Wc@f W%W’W% VOLUME 10A

Product Engineering Materials Approved Source List PAGE 1
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M1G3-A BINDING, VINYL PLASTIC, DATED: 000929
G546A BF GOODRICH CANADA
MED. RED 28850 | 1BG368 LOT 30 SA1G3B-030 81-03-12 | C | IRBO2S
WEDGEWOOD BLUE | 28851 | 1BG377 LOT 48 SA1G3B-030 81-03-12 | N | IRB029
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 21702 61-12-11 | C | IRBO25
M260A MACOID INDUSTRIES INC 26766 | 543 61-01-30 | C | IRB025
S667A STANDARD PRODUCTS CO 21701 61-01-30 | C | IRBO25
V771A VICHEM VINYL COMPOUNDS 21703 | V221-86 61-01-30 | C | IRBO25
A ESB-M1G6-A VINYL TRIM WELTS AND MOLDINGS, EXTRUDED,
DATED: 00-09-12
G546A BF GOODRICH CANADA 29422 G546-0001 820108 | C | IRB02S
C551B ATREX INC 26042 | 21BL-70-90 SA1G6A-704 771223 | C | IRBO25
F342A FENTON INDUSTRIES 25400 | 31767 PE-71 670324 | C | RBO2S
PP2A VISTEON CORPORATION - MT CLEMENS PLANT
21706 | #182 61-10-04 | C | IRBO25
21707 | X-191-88-B PE-117 701205 | C | IRBO25
G101B CARLISLE ENGINEERED PRODUCTS INC 21705 P-845 65-1021 | C | IRBO25
D276A INDIAN HEAD INDUSTRIES CO 26802 PE-115 64-03-16 | C | IRBO25
M260A MACOID INDUSTRIES INC 25402 | XB 535 61-10-04 | C | IRBO25
S070A SCHLEGEL CORP 21708 P-555 650429 | C | IRBO25
S667A STANDARD PRODUCTS CO 21704 | 090269110-98 PE-117 69-1208 | C | IRBO25
E774C LEAR CORPORATION AUTOMOTIVE SYSTEMS 26229 | X-33060-B SAIG6A-714 780202 | C | IRBO25
VITIA VICHEM VINYL COMPOUNDS 25401 | V142-89 PE-244 67-11-06 | C | IRBO25
V879A VOPLEX CORP 26043 | 12V40 SAIG6A-702 77-1223 | € | IRBO25
A ESB-M1G6-A2 TRIM WELTS AND MOLDINGS, VINYL - EXTRUDED,
(SHOWN ON ESB-M1G6-A) DATED: 00-09-12
ES03A UNITED TECHNOLOGIES 31993 | M1G6A999 BEPE/DEIG6A | 840502 | C | IRBO2S
-083
A ESB-M1G6-B VINYL TRIM WELTS AND MOLDINGS, EXTRUDED,
(SHOWN ON ESB-M1G6-A) DATED: 00-09-12
G546A BI GOODRICH CANADA 25403 G546-0001 71-11-12 | € | IRBO25
C106B STANDARD PRODUCTS CO 21709 C106-0001 71-11-12 | € | IRBO25
THRU 0009
G375A GENERAL TIRE & RUBBER 26756 G375-A519 71-11-12 | € | IRBO25
THRU A524
E303A UNITED TECHNOLOGIES 33645 | M1G6B-374A- B&CE/SA- 86-01-06 | C | IRBO2S
X33000 1G6B-1066
A ESB-M1G6-B2 TRIM WELTS, VINYL - POLYETHYLENE CORED -
EXTRUDED, (SHOWN ON ESB-M1G6-A) DATED: 00-09-12
ES03A UNITED TECHNOLOGIES 31994 | M1G6A999 BEPE/DEIG6A | 84-05-02 | € | IRB0O2S
083
A ESB-M1G110-A LAMINATE, VINYL MOLDING-METALLIZED POLYESTER
FILM, VINYL COVERED, DATED: 78-12-11
C257A CEE BEE MFG CO
27104 BEPE 63-03-06 | C | IRBO25
A ESB-M1G110-B LAMINATE, VINYL MOLDING-METALLIZED POLYESTER
FILM, VINYL COVERED, (SHOWN ON ESB-M1G110-A)
DATED: 78-12-11
V880C CANANDAIGUA PLASTICS DIV 29623 | 496-D SAIG110B- 820420 | C | IRBO2S
055
PO13A STANDARD PRODUCTS CANADA LTD 29332 SA1G110-045 811021 | C | IRBO2S
S667A STANDARD PRODUCTS CO
21710 630306 | C | IRBO2S
2711 | C245-0002 & 71-11-12 | € | IRB02S
0004
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Product Engineering Materials Approved Source List PAGE 2
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSB-M1G150-C WINDLACE, VINYL PINCHWELD, DATED: 91-05-14
S071A BTR SCHLEGEL CANADA LTD
USES TEKNOR APEX COMPOUND 58346 | TA 86K268G-3 BEO/ASI1- 01-04-22 | C | IRB025
13/G-1919
A ESB-M1G154-A VINYL, RIGID EXTRUSION GRADE, DATED: 78-04-26
E8T2A REHAU INC
APPROVED FOR 601 BLACK 36938 | RAU-PVC 1650 B&CE- 90-07-02 | C | IRB025
BACKSIDE OF M002 BODY/EM9000
WINDSHIELD FINISHER 9/G-1721
MOLDING ONLY. NOT
APPROVED FOR
EXTERIOR UV
EXPOSURE
APPLICATIONS.
DUROMETER “D’”’
HARDNESS: 80+/- 5
APPROVED FOR 601 BLACK 38194 | RAU-PVC 1650 BEO EM 92-04-07 | C | IRB025
BACKSIDE OF RO150 91000 G-
WINDSHICLD TINISHER 2230
MOLDING ONLY. NOT
APPROVED FOR
EXTERIOR UV
EXPOSURE
APPLICATIONS.
DUROMETER *D”’
HARDNESS: 80+/- 5
S667A STANDARD PRODUCTS CO 21716 TEM-1179 62-03-29 | C | IRB025
A ESB-M1G158-B FABRIC, VINYL COATED, CARPET BINDING, DATED:
79-07-11
F759A ARDWYN BINDING PRODUCTS CO 33111 | 1G158-B B&CE/SA- 85-07-25 | C | IRBO25
BINDING 1G158-1049
POISA P & M PRODUCTS CO 27612 | D-10252 SA1G158B- 79-06-15 | C | IRB025
960
A ESB-M1G200-B LAMINATE, METALLIZED POLYESTER FILM/VINYL CORE
BONDING GRADE, DATED: 95-03-01
C106B STANDARD PRODUCTS CO
21727 TEM 999 61-03-20 | C | IRB025
21728 C106-0006 71-11-12 | € | IRB025
V880B CANANDAIGUA PLASTICS DIV 28969 | VOLPLEX 36- SA1G200B- 81-06-02 | C | IRB025
01635 036
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 25408 | DR 9468 1G200-620 77-01-11 | C | IRB025
2711-1534
PO13A STANDARD PRODUCTS CANADA LTD 25409 | P.V. 64 SA1G200B- 76-06-02 | C | IRB025
610
P441A002
S667A STANDARD PRODUCTS CO
21729 | 21965 P389 65-03-23 | C | IRB025
21730 C245, 0003, 71-11-12 | € | IRB025
A ESB-M1G200-C LAMINATE, POLYESTER FILM METALLIZED VINYL CORE
MOLDING, DATED: 78-07-14
S667A STANDARD PRODUCTS CO 26805 | 491381 IE15P4B-403 75-05-08 | C | IRB025
A ESB-M1G201-A WELT,EXTRUDED-CELLULAR POLYETHYLENE, 2600
DENIER POLYESTER REINFORCED, DATED: 78-06-20
AM45F ACME MILLS CO 26804 | 69138 SAIG201A- 77-10-11 | € | IRB025
711
A ESB-M2G21-A ADHESIVE, RUBBER BASE - FAST TACK - SOLVENT
RELEASE, DATED: 78-05-26
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M2G21-A ADHESIVE, RUBBER BASE - FAST TACK - SOLVENT
RELEASE, DATED: 78-05-26
BOTFB NATIONAL STARCH & CHEMICAL CORP 26231 | 81-5007 BEPE 78-01-17 | N IRB029
A WSB-M2G33-B ADHESIVE, WATERPROOF LATEX, DIELECTRIC HEAT
SEALING, DATED: 92-06-08
M415E GROW GROUP INC 59306 | GA-1645 BEO AE2-1 92-02-05 | C2 | 125951
G-2178
A ESF-M2G49-A ADHESIVE, WATER DISPERSED SYNTHETIC RUBBER
BASE - SOLVENT RESISTANT, DATED: 78-06-12
NONE SOURCE APPROVAL PENDING
A WSB-M2G55-C ADHESIVE, SYNTHETIC RUBBER, WATER DISPERSION,
FAST TACK, DATED: 00-09-26
M415% GROW GROUP INC
58287 | MA2402 BEO/ASI- 91-04-16 | C2 | 045290
8/G-1925
58288 | GA1520 BEOQ/ASI- 91-04-16 | C2 | 045289
8/G-1926
T3I5A EFTEC NORTH AMERICA LLC 61474 | X-3801-BN BEO AS3-27 93-08-25 | C2 | 133372
G-2527
B656A LJF (UK) LTD
58285 | B8 BEO/AS]- 91-04-16 | C2 | 042906
9/G-1923
58286 | #3800 BEO/AS]- 91-04-16 | C2 | 042907
9/G-1924
BOTFB NATIONAL STARCH & CHEMICAL CORP 61834 | BONDMASTER 40- BEO AS3-28 93-12-22 | C2 | 135125
0929 G-2615
A WSB-M2G57-C ADHESIVE, WATER EMULSION, LATEX BASE, DATED:
91-03-15
M415A GROW GROUP INC 58209 | MA-935 BEO/AEO- 90-12-01 | C2 | 016930
12/G-1790
N ESB-M2G59-A ADHESIVE, POLYVINYL BUTYRAL PLASTIC SHEET,
(NOT TO BE USED FOR NEW DESIGN) DATED: 78-05-22
M736A SOLUTIA INC. 26521 | AIRCRAFT TYPE BEPE 59-04-02 | C2 | 004454
PT-21
A ESB-M2G112-A ADHESIVE, NITRILE BASE - FAST TACK - SOLVENT
RELEASE TYPE - MED. VISCOSITY, DATED: 78-05-05
M547C 3M CO 21775 | EC 847 BEPE 58-05-01 | C2 | 004146
A WSB-M2G112-A2 ADHESIVE, NITRILE BASE, FAST TACK, SOLVENT
H833A PPG INDUSTRIES INC 61373 | TRIM BOND BEO G-2566 93-10-01 | €2 | 133130
HC5147
A ESB-M2G113-A ADHESIVE, NITRILE BASE - FAST TACK - SOLVENT
RELEASE TYPE - LOW VISCOSITY, (SHOWN ON
ESB-M2G112-A) DATED: 78-05-05
M547C 3M CO 21776 | EC 1022 BEPE 58-05-01 | C2 | 011341
A ESB-M2G114-A ADHESIVE, NITRILE BASE - FAST TACK - SOLVENT
RELEASE TYPE - HIGH VISCOSITY, (SHOWN ON
ESB-M2G112-A) DATED: 78-05-05
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Product Engineering Materials Approved Source List PAGE 4
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M2G114-A ADHESIVE, NITRILE BASE - FAST TACK - SOLVENT

RELEASE TYPE - HIGH VISCOSITY, (SHOWN ON
ESB-M2G112-A) DATED: 78-05-05
M547C 3M CO 21777 | EC 1003 BEPE 58-03-01 | C2 | 011948
A ESB-M2G138-B PRIMER, ADHESION, FOR SILICONE ADHESIVE,
DATED: 78-12-08
D760B DOW CORNING CORPORATION 28739 | #1205 DRO-15 81-01-22 | C2 [ 010849

A ESB-M2G139-B ADHESIVE, SILICONE RUBBER - ROOM TEMPERATURE
CURE, DATED: 81-03-23

N760B DOW CORNING CORPORATION 27356 | RTV 732 AST-78017 79-05-22 | C2 | 002183
G225A GENERAL ELECTRIC CO 27357 | RTV 1412 AST-78018 79-03-22 | €2 | 002948
A ESW-M2G142-A1 ADHESIVE, THERMOSETTING, FOR FRICTION

MATERIALS, DATED: 78-11-15

NONE SOURCE APPROVAL PENDING

A ESW-M2G142-A2 ADHESIVE, THERMOSETTING, FOR FICTION MATERIALS
(SHOWN ON ESW-M2G142-A1) DATED: 78-11-15

NONE SOURCE APPROVAL PENDING
A ESW-M2G142-A3 ADHESIVE, THERMOSETTING, FOR FRICTION
MATERIALS, (SHOWN ON ESW-M2G142-A1) DATED:
78-11-15
NONE SOURCE APPROVAL PENDING
A ESA-M2G146-A ADHESIVE, THERMOSETTING, FOR FRICTION

MATERIALS, DATED: 79-01-10

C455A ACUSTAR INC 21789 | CYCLEWELD CEO 65-10-04 | N | IRB02%

A ESA-M2G146-B ADHESIVE, THERMOSETTING, FOR FRICTION
MATERIALS, DATED: 82-02-17

AT35A ASHLAND CHEMICAL
29133 | PLIOBOND 1063 CEO 81-09-22 | N | IRB029
34739 | PLIOBOND 1063B B&CE 87-06-26 | C2 | 037496
A ESB-M2G149-A ADHESIVE, SYNTHETIC RUBBER - SOLVENT TYPE -
NONSTAINING, DATED: 78-09-01
M547C 3M CO 57494 [ XC-4474 BML 416- 66-05-31 | N | IRB029
65SA
655A
T391A EFTEC NORTH AMERICA LLC 57493 | MA-307 BML 283-70 70-07-17 | C2 | 016926
H833A PPG INDUSTRIES INC
PER DEVIATION 274333 57498 | HC-5081 BEPE 80-09-17 | C2 | 010040
B9TFB NATIONAL STARCH & CHEMICAL CORP 57497 | 86-2105 BEPE/BML 78-01-17 | C2 | 008885
P433A PPG INDUSTRIES INC 57495 | HM 88A BML 276- 66-10-05 | N [ IRB029
66SA
A ESH-M2G150-B ADHESIVE, SEALER - SYNTHETIC RUBBER BASE -
WITH BIOCIDE, DATED: §0-05-27
BITFB NATIONAL STARCH & CHEMICAL CORP 28234 | 726345 CCD 80-07-07 | C2 | 009634
A ESB-M2G155-A ADHESIVE, HEAT CURING, GLASS CHANNEL GLAZING
COMPOUND, DATED: 78-04-28
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A ESB-M2G155-A ADHESIVE, HEAT CURING, GLASS CHANNEL GLAZING
COMPOUND, DATED: 73-04-28
ES07A DURA AUTOMOTIVE SYSTEMS INC 21792 | XL-8 BML 176-67 67-04-25 | C2 | 016793
A ESF-M2G156-A2 ADHESIVE, EPOXY, ONE PART, THIXOTROPIC,
DATED: 90-07-11
G556A BF GOODRICH COMPANY
36864 | E1127 EED/G-1555 90-05-07 | C2 | 043858
38332 | E-1131 EED G-2318 92-07-23 | C2 | 128533
A ESB-M2G157-AD PRIMER, ADHESION - ELASTOMERIC BONDING TAPE -
FAST DRYING, DATED: 00-05-30
PO10A ASC EXTERIOR TECHNOLOGIES 21794 | P-1250 BML 529-72 73-05-03 | C2 | 012236
A ESW-M2G159-A PRIMER, FOR ANAEROBIC ADHESIVES, DATED:
80-03-21
1L752B LOCTITE CORP 21797 | LOCQUIC ‘1" PCR-972388 71-01-22 | C2 | 016910
A ESB-M2G171-AB PRIMER, ADHESION, ELASTOMERIC BONDING TAPE,
DATED: 78-12-08
POI9A ASC EXTERIOR TECHNOLOGIES 21803 | P-1061 BML 297- 68-08-09 | C2 | 012237
63SA
A ESB-M2G173-A ADHESIVE, POLYCHLOROPRENE RUBBER BASE, SEALER,
DATED: 78-04-25
CO013A AVON AUTOMOTIVE 21805 | C-7000 BML 206- 69-01-10 | N IRB029
69SA
A ESB-M2G176-A ADHESIVE, STRUCTURAL - FAST CURING - AIR DRY,
DATED: 78-04-28
L752B LOCTITE CORP
21806 | 312 ADHESIVE BML 301-69 69-10-30 | C2 | 012212
31027 | NF ACCELERATOR BML 301-69 69-10-30 | C2 | 003731
A ESB-M2G183-A ADHESIVE, VINYL ACETATE - HOT MELT - PRESSURE
SENSITIVE TYPE, DATED: 78-04-28
FO71A HB FULLER AUTOMOTIVE PRODUCTS INC 57500 | HM-1413 BML 134-70 70-03-24 | C2 | 016808
1364A IMPERIAL ADHESIVES INC 57499 | THERM-O-LOK BML 471-70 71-01-20 | C2 | 003433
#5250
A ESB-M2G189-A ADHESIVE, URETHANE - TWO COMPONENT - ROOM
TEMPERATURE CURING - STRUCTURAL, DATED:
82-05-01
AT35A ASHLAND CHEMICAL
KIT NO. SEMKIT 6022 32952 | PLIOGRIP 6000 HTEO 85-03-13 | C2 | 024460
RESIN
32953 | AX37J649DG HTEO 85-03-13 | C2 | 024461
CURATIVE
35165 | PLIOGRIP B&CE AST 7- 88-01-25 [ N IRB029
6600/6612 7
35166 | PLIOGRIP B&CE AST 7- 88-01-25 [ N IRB029
6600/6620 7
35579 | PLIOGRIP B&CE 87-12-21 | C2 | 037648
6600/6612
35580 | PLIOGRIP 6620 B&CE 87-12-21 | C2 | 037649
37342 | PLIOGRIP 6610 BEQ/G-1265 91-02-27 | C2 | 41416
H7YBA FORMULATED SYSTEMS GROUP
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M2G189-A ADHESIVE, URETHANE - TWO COMPONENT - ROOM
TEMPERATURE CURING - STRUCTURAL, DATED:
§2-05-01
H7YBA FORMULATED SYSTEMS GROUP
28529 | ARATHANE HW BEPE 80-08-29 | C2 | 009829
340 RESIN
28530 | ARATHAN HW BEPE 80-08-29 | C2 | 010059
5542
G393A GOODYEAR TIRE & RUBBER CO
23423 | PLIOGRIP BML-278-70 70-12-09 | C2 | 003017
6000.6003
30923 | PLIOGRIP PG- BEPE/DR2-72 83-05-11 | C2 | 020001
6010H
30924 | PLIOGRIP PG- BEPE/DR2-72 83-05-11 | C2 | 020002
6012H
G590A GOODYEAR TIRE & RUBBER
30431 | PLIOGRIP BEPE MPO-3 82-11-17 | €2 | 003023
#6000A
30432 | PLIOGRIP BEPE MPO-3 82-11-17 | C2 | 003023
#6081B
30433 | PLIOGRIP BEPE MPO-3 82-11-17 | €2 | 003023
#6003C
30434 | PLIOGRIP BEPE MPO-3 82-11-17 | €2 | 003023
#6010D
30435 | PLIOGRIP BEPE MPO-3 82-11-17 | C2 | 003023
#6011E
30436 | PLIOGRIP BEPE MPO-3 82-11-17 | €2 | 003023
#6012F
30437 | PLIOGRIP BEPE MPO-3 82-11-17 | C2 | 003023
#6827G
30438 | PLIOGRIP BEPE MPO-3 82-11-17 | C2 | 003023
#6030H
A ESB-M2G190-A PRIMER, ADHESION, URETHANE STRUCTURAL ADHESIVE

DATED: 82-05-01

H7YBA FORMULATED SYSTEMS GROUP 28657 | RP-5550 BEPE 80-12-01 | C2 | 010702

G593A GOODYEAR TIRE & RUBBER CO 25424 | PLIOGRIP BML-278-70 70-12-09 | N | IRB029

G599%A GOODYLAR TIRE & RUBBER 30430 | PLIOGRIP #6036 BLPE MPO-3 82-11-17 | C2 | 003027
A ESB-M2G197-A PRIMER, ADHESION, FOR URETHANE STRUCTURAL

ADHESIVE (METAL TO FRP), DATED: 82-05-01

H7YBA FORMULATED SYSTEMS GROUP 28646 | REDUX 80 ASTO-6 C2 | 010703
G59%9A GOODYEAR TIRE & RUBBER 30429 | PLIOGRIP #6025 BEPE MPO-3 82-11-17 | C2 | 017315
A ESA-M2G200-A ADHESIVE, EPOXY - MICROENCAPSULATED, DATED:
79-01-10
M547C 3M CO 26476 | SCOTCH GRIP - CEO 73-03-21 | C2 | 016945
2353
A ESB-M2G200-B ADHESIVE, EPOXY - MICROENCAPSULATED - IMPROVED
HEAT RESISTANCE, DATED: 00-09-20
M547C 3M CO 34087 | EC-4922 B&CE/AST6-7 86-08-04 | N | IRB029
A ESF-M2G203-A ADHESIVE, HOT MELT, DATED: 80-05-15
E065A EASTMAN CHEMICAL CO 21818 | A-148S EED 82-09-10 | C2 | 01765%
H833A FINDLEY ADHESIVES INC 36331 | H3053-01 CCD/CL 90-01-12 | C2 | 043975
#990107/G-
1412
A ESB-M2G218-A ADHESIVE, EPOXY - FLEXIBLE - STRUCTURAL - TWO

COMPONENT, DATED: 78-10-04

M547C 3M CO
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M2G218-A ADHESIVE, EPOXY - FLEXIBLE - STRUCTURAL - TWO

COMPONENT, DATED: 78-10-04

M547C 3M CO 26963 | EC 2216A/B BEPE/BML 78-07-25 | C2 | 009844
AS-77018
SOUNA CROSSLINK TECHNOLOGY INC
EXCEPT: COLOR OF BASE:TAN, COLOR OF HARDENER:AMBER, MIX 40346 | CLR 3390/CLH LTEQ/G-2696 94-10-07 | C2 | 136745
RATIO BY VOLUME 4 PARTSBASE TO 1 PART HARDENER 6930
A ESA-M2G221-A ADHESIVE - POLYESTER, EPOXY MODIFIED, DATED:
79-06-20
U306A BOSTIK INC 27626 | 7132 CLS-707245 79-08-10 | C2 | 017112
A ESB-M2G222-A ADHESIVE, URETHANE - ONE COMPONENT, DATED:
78-05-05
E766A THE DOW CHEMICAL COMPANY 26049 | 551.2 URETHANE BEPE/MES 77-08-29 | C2 | 016788
ADHESIVE AST-77084
A ESB-M2G224-A PRIMER, GLASS, TOR ONE COMPONENT URETHANE

ADHESIVE, DATED: 81-02-14

E7T66A THE DOW CHEMICAL COMPANY 26051 | 433-20 GLASS BEPE/MES 77-08-29 | C2 | 038614
BLACKOUT AST-77084
PRIMER
N ESB-M2G224-B ADHESION PRIMER, FOR ONE COMPONENT URETHANE

ADHESIVE, (SHOWN ON ESB-M2G224-A)(NOT TO BE
USED FOR NEW DESIGN) DATED: 81-02-14

E766A THE DOW CHEMICAL COMPANY 28300 | #435.20 BEPE 80-08-12 | C2 | 038614

A ESB-M2G234-A ADHESION PRIMER, PAINTED METAL, FOR ONE
COMPONENT URETHANE ADHESIVE, DATED: 81-02-14
E766A THE DOW CHEMICAL COMPANY 27828 | #435.34 BEPE 79-11-05 | C2 | 011167
N ESB-M2G234-B PRIMER, ADHESION - PAINTED METAL, FOR ONE
COMPONENT URETHANE ADHESIVE, (SHOWN ON

ESB-M2G234-A)}NOT TO BE USED FOR NEW DESIGN)
DATED: 81-02-14

E766A THE DOW CHEMICAL COMPANY 28848 | #435.34 BEPE 81-03-09 | C2 [ 011167
A WSB-M2G234-C PRIMER, METAL, FOR ONE COMPONENT FASTER
MOISTURE CURING URETHANE ADHESIVE, DATED:
1-09-19
CW77B ESSEX SPECIALTY PRODUCTS INC 56279 | BETASEAL B&CE- 90-07-20 | C2 | 044154
43333 BODY/G-1429
56473 | BETASEAL BEO/G-1746 90-10-19 | C2 | 046943
43332
A WSB-M2G234-C2 PRIMER, METAL, FOR ONE COMPONENT FASTER

MOISTURE CURING URETHANE ADHESIVE - SILANE
BASED, CLEARCOAT CHEMISTRIES ONLY, (SHOWN ON
WSB-M2G234-C) DATED: 01-09-19

CW77B ESSEX SPECIALTY PRODUCTS INC 62477 | BETASEAL (R) BEO/G-2595 94-08-23 | C2 | 134213
43330

A WSB-M2G234-C3 PRIMER, METAL, FOR ONE COMPONENT FASTER,
(SHOWN ON WSB-M2G234-C) DATED: 01-09-19
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A EST-M2G235-A ADHESIVE, SYNTHETIC RUBBER - OIL RESISTANT,
DATED: 80-07-09
U502A UNIROYAL PLASTICS CO INC 28242 | M-6531 HTEO 78-12-18 | N | IRB029
N ESB-M2G237-A ADHESIVE, HOT MELT - SYNTHETIC RESIN, (NOT TO
BE USED FOR NEW DESIGN) DATED: 80-11-26
H8Y3A ADHESIVE SYSTEMS INC 35690 | ASI-5201 B&CE 88-12-07 | C2 | (40538
U306A BOSTIK INC 36040 | H/M 9061 AS89-17 89-07-19 | C2 | 043538
T8I5A EFTEC NORTH AMERICA LLC 39974 | HM-1487 BEO AS3-56 93-12-15 | €2 | 021716
BITFB NATIONAL STARCH & CHEMICAL CORP 29905 | 34-3322, 34- AST1-26 82-02-08 | C2 | 015602
3321, 34-3320
NZHLA REYNOLDS COMPANY 37344 | REYNCO 305-02 BEO/G-1808 91-02-19 | C2 | 047464
A WSK-M2G237-B2 ADHESIVE, HOT MELT, SYNTHETIC RESIN, HOT
APPLIED, 170 - 190 C, DATED: 92-02-03
F827C COAT IT INC 72508 | CI-8801 VX/GBURESH 09-08-24 | C2 | 155303
ADHESIVE
H835A FINDLEY ADHESIVES INC
FOR CLIMATE CONTROL DIVISION AND NAAO BODY ENGINEERING USE 59427 | H2177-01 CCD/G1901 92-03-11 | C2 | 048008
ONLY. SOFTENING RANGE 126-155 C
T815A EFTEC NORTH AMERICA LLC
INITIAL VISCOSITY: 14500 MPA.S NOMINAL 58203 | HL-2081 BEO/G-1807 91-03-14 | C2 | 047345
T227A TIVOLI WERKE AG
INITIAL VISCOSITY: 5500 MPA.S NOMINAL, 59008 | TIVOMELT TO-K G2174 92-02-04 | C2 | 116045
4500 - 6500 MPA.S TOTAL ALLOWABLE RANGE 9058/97
A ESB-M2G239-A ADHESIVE - VINYL BASED, LOW AND HIGH
TEMPERATURE CURE, SEMI-STRUCTURAL, DATED:
$0-05-02
T815A EFTEC NORTH AMERICA LLC 32102 | WC 2282 BEPE/AST4- 84-06-27 | C2 | 022504
45
DSMZD UNISEAL INC 27781 | UNISEAL #AP- BEPE 80-08-11 | C2 | 009831
116D
A ESB-M2G250-A ADHESIVE, HOT MELT - COPOLYMER FILM OF
ETHYLENE AND ACRYLIC ACID, DATED: 81-10-14
COXYA DOW CHEMICAL CO 29035 | DAF 899 DR1-29 81-07-15 | N | IRB029
A ESH-M2G251-A ADHESIVE, EPOXY - ONE PART - ETHYLENE GLYCOL
RESISTANT, DATED: 84-04-26
G556A BF GOODRICH COMPANY 29099 | A-1223-B CCD 81-09-14 | C2 | 014458
Q570A AMERON COATINGS
40574 | REGNABOND U7 M&FQE-K/G- 04-12-16 | C2 | 106783
14000 2806
40575 | REGNABOND UZ M&FQE/G- 94-12-16 | C2 | 129786
14998 2807
DOSSA DAUBERT CHEMICAL CO 34966 | R415-132-M2 CCD/CLS 87-10-02 | C2 | 036713
N ESE-M2G260-A1 ADHESIVE, PREAPPLIED - HIGH STRENGTH, (NOT TO
BE USED FOR NEW DESIGN, USE WSK-M2G354-A2)
DATED: 01-07-02
L752A LOCTITE CORP 30720 | DRI-LOC 200 ENG. ENGRG. 83-01-11 | C2 | 017291
N ESE-M2G260-A2 ADHESIVE, PREAPPLIED - HIGH HOT STRENGTH,
(SHOWN ON ESE-M2(260-A1) (NOT TO BE USED FOR
NEW DESIGN, USE WSK-M2G354-A2, WSK-M2G354-A3,
WSK-M2G354-A4, WSK-M2G354-A5) DATED: 01-07-02
L752A LOCTITE CORP 30721 | DRI-LOC 201 ENG. ENGRG. 83-01-11 | C2 | 017290
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Product Engineering Materials Approved Source List PAGE 9
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
N ESE-M2G260-A3 ADHESIVE, PREAPPLIED - MEDIUM STRENGTH, (SHOWN
ON ESE-M2G260-A1) (NOT TO BE USED FOR NEW
DESIGN, USE WSK-M2G354-A4) DATED: 01-07-02
L752A LOCTITE CORP 30722 | DRI-LOC 202 ENG. ENGRG. 83-02-15 | C2 | 020153
N ESE-M2G260-A4 ADHESIVE, PREAPPLIED - MILD STRENGTH, (SHOWN
ON ESE-M2G260-A1) (NOT TO BE USED FOR NEW
DESIGN, USE WSK-M2G354-A5) DATED: 01-07-02
L752A LOCTITE CORP 30723 | DRI-LOC 203 ENG. ENGRG. 83-02-15 | C2 | 020152
A ESP-M2G261-A ADHESIVE, POLYAMIDE - HOT MELT - LOW FLOW,
DATED: 83-03-22
H653A INDUSTRIAL SALES & SERVICE COMPANY 30536 | HYSOL FORMULA T&A 83-01-18 | N | IRB029
7901
A WSK-M2G264-B2 ADHESIVE PRIMER, ACRYLATE BASED, FOR ADHESIVE
TAPE, DATED: 91-01-02
M611A 3M DEUTSCHLAND GMBH 55121 | EC 9348 TO- 89-02-24 | C2 | 108295
K/BQO748/G-
1335
A ESL-M2G266-A ADHESIVE, HOT MELT, GENERAL PURPOSE, DATED:
94-02-24
U306A BOSTIK INC 30825 | BOSTIK 6363 LTEO 83-03-15 | C2 | 020504
A WSK-M2G270-B ADHESIVE, POLYAMIDE, HOT APPLIED 170 - 180 C,
DATED: 91-02-01
T227A TIVOLI WERKE AG 55732 | #9175-1 TO- 89-09-05 | C2 | 103692
K/BL0118/G1
468
A ESH-M2G271-A ADHESIVE, EPOXY - ONE COMPONENT - POURABLE,
DATED: 88-02-11
A563A AMICON CORP 30984 | 2780-45 ONE CCD/CLS- 83-06-18 | C2 | 021309
PART 203508
A WSB-M2G279-B ADHESIVE, HOT MELT, POLYESTER BASE, POWDER
FORM, DATED: 94-01-12
U306C BOSTIK INC
63864 | 4794F BOSTIK BEPE/DEV. 93-10-08 | C2 | 022708
HOT MELT 107321 G-
2569
63865 | 5178-FR BOSTIK B&CE/ER3-4 03-10-08 | C2 | 024708
A WSB-M2G279-B2 ADHESIVE, HOT MELT, POLYESTER BASE, WEB FORM,
(SHOWN ON WSB-M2G279-B) DATED: 94-01-12
U306A BOSTIK INC 64904 | WEB FORM BEO AS3-93 95-10-13 | C2 | 141364
ADHESIVE 5822F G-2570
A WSK-M2G280-B ADHESION PROMOTOR, SILANE, DATED: 93-04-01
NONE SOURCE APPROVAL PENDING
A ESB-M2G281-A ADHESIVE, HEAT CURING - EPOXY/GILASS FIBER
LAMINATE - METAL REINFORCEMENT, DATED:
84-08-11
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