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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H662-K FABRIC, CASSINA PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H662-A) DATED: 95-02-28
K3FVA ETS TREVES SA 62952 TO-D H-2127 94-11-21 | C | IRB023
A WSD-M1H663-A FABRIC, CONTACT PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 94-09-30
V866A VITA-ACHI'ER LID 62953 TO-D H-2129 94-11-21 | C | IRB023
A WSD-M1H663-B1 FABRIC, CONTACT PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62954 TO-D H-2130 94-11-21 | C | IRB023
A WSD-M1H663-B2 FABRIC, CONTACT PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62955 TO-D H-2131 94-11-21 | C | IRB023
A WSD-M1H663-C1 FABRIC, CONTACT PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62956 TO-D H-2132 94-11-21 | C | IRB023
A WSD-M1H663-C2 FABRIC, CONTACT PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62957 TO-D H-2133 94-11-21 | C | IRB023
A WSD-M1H663-D2 FABRIC, CONTACT PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62958 TO-D H-2134 94-11-21 | C | IRB023
A WSD-M1H663-G FABRIC, CONTACT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62959 TO-D H-2135 94-11-21 | C | IRB023
A WSD-M1H663-H FABRIC, CONTACT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62960 TO-D H-2136 94-11-21 | C | IRB023
A WSD-M1H663-J FABRIC, CONTACT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62961 TO-D H-2137 94-11-21 | C | IRB023
A WSD-M1H663-K FABRIC, CONTACT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H663-A) DATED: 94-09-30
V866A VITA-ACHTER LTD 62962 TO-D H-2138 94-11-21 | € | IRB023
A WSD-M1H664-A FABRIC, PAROS PLAIN DESIGN, KNITTED,
UNLAMINATED, DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62963 TO-D H-2139 94-11-21 | C | IRB023
A WSD-M1H664-B1 FABRIC, PAROS PLAIN DESIGN, KNITTED, 3 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H664-B1 FABRIC, PAROS PLAIN DESIGN, KNITTED, 3 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62964 TO-D H-2140 94-11-21 | C | IRB023
A WSD-M1H664-B2 FABRIC, PAROS PLAIN DESIGN, KNITTED, 6 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V8I5A VIKTOR ACHTER GMBH & CO KG 62965 TO-D H-2141 94-11-21 | C | IRB023
A WSD-M1H664-C1 FABRIC, PAROS PLAIN DESIGN, KNITTED, 3 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62966 TO-D H-2142 94-11-21 | C | IRB023
A WSD-M1H664-C2 FABRIC, PAROS PLAIN DESIGN, KNITTED, 6 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62967 TO-D H-2143 94-11-21 | C | IRB023
A WSD-M1H664-D2 FABRIC, PAROS PLAIN DESIGN, KNITTED, 6 MM,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62968 TO-D H-2144 94-11-21 | C | IRB023
A WSD-M1H664-F1 FABRIC, PAROS PLAIN DESIGN, KNITTED, 3MM PU,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
A WSD-M1H664-F2 FABRIC, PAROS PLAIN DESIGN, KNITTED, 6MM PU,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
A WSD-M1H664-G FABRIC, PAROS PLAIN DESIGN, KNITTED, HFW,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62969 TO-D H-2145 94-11-21 | C | IRB023
A WSD-M1H664-H FABRIC, PAROS PLAIN DESIGN, KNITTED, HFW,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62970 TO-D H-2146 94-11-21 | C | IRB023
A WSD-M1H664-J FABRIC, PAROS PLAIN DESIGN, KNITTED, HFW,
(SHOWN ON WSD-M1H664-A) DATED: 95-08-08
V815A VIKTOR ACHTER GMBH & CO KG 62971 TO-D H-2147 94-11-21 | C | IRB023
A WSD-M1H664-K FABRIC, PAROS PLAIN DESIGN, KNITTED, HFW,
V815A VIKTOR ACHTER GMBH & CO KG 62972 TO-D H-2148 94-11-21 | C | IRB023
A WSD-M1H665-A FABRIC, BURR PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 95-04-28
D414A DEWITTE LIETAER NV 62741 TO-D H-2181 94-10-24 | C | IRB023
A WSD-M1H665-B1 FABRIC, BURR PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H665-B2 FABRIC, BURR PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-C1 FABRIC, BURR PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-C2 FABRIC, BURR PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-D2 FABRIC, BURR PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-G FABRIC, BURR PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-H FABRIC, BURR PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-J FABRIC, BURR PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H665-K FABRIC, BURR PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H665-A) DATED: 95-04-28
NONE SOURCE APPROVAL PENDING
A WSD-M1H666-A FABRIC, ALPINA PATTERN, WEFT KNITTED,
UNLAMINATED, DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62721 TO-D H-2161 94-10-21 | C | IRB023
A WSD-M1H666-B1 FABRIC, ALPINA PATTERN, WEST KNITTED, 3 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62722 TO-D H-2162 94-10-21 | C | IRB023
A WSD-M1H666-B2 FABRIC, ALPINA PATTERN, WEST KNITTED, 6 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62723 TO-D H-2163 94-10-21 | C | IRB023
A WSD-M1H666-C1 FABRIC, ALPINA PATTERN, WEFT KNITTED, 3 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62724 TO-D H-2164 94-10-21 | C | IRB023
A WSD-M1H666-C2 FABRIC, ALPINA PATTERN, WEFT KNITTED, 6 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
Materials Engineering Testing & Standards 2002-01-02

Copyright by the Ford Motor Company Document Sharing Hub

Sat Aug 27 22:41:07 2016
Full document details: FORD VOL 13A EASL 2002


http://www.avadocuments.com/doc/ford-vol-13a-easl-2002
http://www.avadocuments.com/doc/ford-vol-13a-easl-2002

Gord Yotor Gomprany,

VOLUME 13A

Worldwide & European Engineering Materials Approved Source List PAGE 42
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H666-C2 FABRIC, ALPINA PATTERN, WEFT KNITTED, 6 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62725 TO-D H-2165 94-10-21 | C | IRB023
A WSD-M1H666-D2 FABRIC, ALPINA PATTERN, WEFT KNITTED, 6 MM,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
GY40A GUILFORD EUROPE LTD 62726 TO-D H-2166 94-10-21 | C | IRB023
A WSD-M1H666-G FABRIC, ALPINA PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62727 TO-D H-2167 94-10-21 | C | IRB023
A WSD-M1H666-H FABRIC, ALPINA PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62728 TO-D H-2168 94-10-21 | C | IRB023
A WSD-M1H666-J FABRIC, ALPINA PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62729 TO-D H-216%9 94-10-21 | C | IRB023
A WSD-M1H666-K FABRIC, ALPINA PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H666-A) DATED: 95-01-31
G940A GUILFORD EUROPE LTD 62730 TO-D H-2170 94-10-21 | C | IRB023
A WSD-M1H667-A FABRIC, PALETTE PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 95-06-30
K3FVA ETS TREVES SA 62731 TO-D H-2171 94-10-21 | C | IRB023
A WSD-M1H667-B1 FABRIC, PALETTE PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H667-A) DATED: 95-06-30
K3FVA ETS TREVES SA 62732 TO-D H-2172 94-10-21 | C | IRB023
A WSD-M1H667-B2 FABRIC, PALETTE PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H667-A) DATED: 95-06-30
K3FVA ETS TREVES SA 62733 TO-D H-2173 94-10-21 | C | IRB023
A WSD-M1H667-C1 FABRIC, PALETTE PATTERN, WOVEN JACQUARD, 3 MM,
(SHOWN ON WSD-M1H667-A) DATED: 95-06-30
K3FVA ETS TREVES SA 62734 TO-D H-2174 94-10-21 | C | IRB023
A WSD-M1H667-C2 FABRIC, PALETTE PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H667-A) DATED: 95-06-30
K3FVA ETS TREVES SA 62735 TO-D H-2175 94-10-21 | C | IRB023
A WSD-M1H667-D2 FABRIC, PALETTE PATTERN, WOVEN JACQUARD, 6 MM,
(SHOWN ON WSD-M1H667-A) DATED: 95-06-30
K3FVA ETS TREVES SA 62736 TO-D H-2176 94-10-21 | C | IRB023
A WSD-M1H669-A FABRIC, FLIGHT PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 96-07-29
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H669-A FABRIC, FLIGHT PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-B1 FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-B2 FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-C1 FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-C2 FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-D2 FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-G FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-H FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-J FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H669-K FABRIC, FLIGHT PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSD-M1H669-A) DATED: 96-07-29
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-A FABRIC, POSEIDON PATTERN, WEFT KNITTED,
UNLAMINATED, DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-B1 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 3MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-B2 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1H670-B2 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-C1 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 3MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-C2 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-D2 FABRIC, POSEIDON PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-G FABRIC, POSEIDON PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-H FABRIC, POSEIDON PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-J FABRIC, POSEIDON PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSD-M1H670-K FABRIC, POSEIDON PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSD-M1H670-A) DATED: 95-01-31
NONE SOURCE APPROVAL PENDING
A WSB-M1H671-A FABRIC, INNSBROOK PATTERN, KNITTED, DATED:
96-04-12
J530A JOAN FABRICS CORP 62298 | S/KL-2089C BEO FP4-61 94-04-15 | C | IRB023
SD3047 H-2100
A WSB-M1H672-A FABRIC, RICRAK PATTERN, KNITTED, UNLAMINATED,
DATED: 96-04-24
J530A JOAN FABRICS CORP 62299 | S/KL-2066A BEO FP4-94 94-06-09 | C | IRB023
A WSS-M1H672-B1 FABRIC, RICRAK PATTERN, KNITTED, 3 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24
A WSS-M1H672-B2 FABRIC, RICRAK PATTERN, KNITTED, 6 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24
A WSS-M1H672-B5 FABRIC, RICRAK PATTERN, KNITTED, 15 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.

A WSS-M1H672-C1

A WSS-M1H672-C2

A WSS-M1H672-C5

A WSS-M1H672-D2

A WSB-M1H681-A

D143C

A WSB-M1H682-A

G945A

A WSS-M1H682-B

A WSB-M1H683-A

C363A

A WSB-M1H683-B1

C363A

A WSB-M1H683-B2

C363A

A WSS-M1H683-C1

A WSS-M1H683-C2

A WSS-M1H683-D2

FABRIC, RICRAK PATTERN, KNITTED, 3 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24

FABRIC, RICRAK PATTERN, KNITTED, 6 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24

FABRIC, RICRAK PATTERN, KNITTED, 15 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24

FABRIC, RICRAK PATTERN, KNITTED, 6 MM, (SHOWN
ON WSB-M1H672-A) DATED: 96-04-24

FABRIC, DECO PATTERN, PRINTED KNIT, DATED:
98-12-18

MILLIKEN & CO

FABRIC, GENTRY PATTERN, KNIT, DATED: 94-12-06

GUILFORD MILLS INC
FR TREATMENT: TOX NO. 128161

FABRIC, GENTRY II PATTERN, KNIT, DATED:
98-06-29

FABRIC, DUNE PATTERN, WEFT KNITTED,
UNLAMINATED, DATED: 00-02-08

CHATHAM MANUFACTURING CORPORATION

FABRIC, DUNE PATTERN, WEFT KNITTED, 3 MM,
(SHOWN ON WSB-MIH683-A) DATED: 00-02-08

CHATHAM MANUFACTURING CORPORATION

FABRIC, DUNE PATTERN, WEFT KNITTED, 6 MM,
(SHOWN ON WSB-MI1H683-A) DATED: §0-02-08
CHATHAM MANUFACTURING CORPORATION

FABRIC, DUNE PATTERN, WEFT KNITTED, 3MM,
(SHOWN ON WSB-M1H683-A) DATED: 00-02-08

FABRIC, DUNE PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSB-MIH683-A) DATED: 00-02-08

FABRIC, DUNE PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSB-M1H683-A) DATED: 00-02-08

62370 | FAN27 BEO SD3562 94-08-02 | C | IRB023

H-2113

62630 | 184T-01 BEO SD-2538 94-07-29 | C | IRB023

H-2150

62619 | 797-292 BEO SD-2016 94-09-12 | C | IRB023

H-2151

62620 | 797-292 BEO SD-2016 94-09-12 | C | IRB023

H-2152

62621 | 797-292 BEO SD-2016 94-09-12 | C | IRB023

H-2153
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M1H686-B FABRIC, FERRIS I PATTERN, KNIT, DATED:
98-09-15
A WSS-M1H688-A FABRIC, SENTER PATTERN, CIRCULAR KNIT JACQUARD
UNLAMINATED, DATED: 00-03-31
C363A CHATHAM MANUFACTURING CORPORATION 66971 | 59826XXX AVT FP5-22 95-12-14 | C | IRB023
SD 2046 H-
2360
A WSS-M1H690-A FABRIC, KAPPA PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 95-07-31
D414A DEWITTE LIETAER NV 65880 AVT DUNTON 95-08-01 | C | IRB023
H-2257
A WSS-M1H690-B1 FABRIC, KAPPA PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65881 AVT DUNTON 95-08-01 | C | IRB023
H-2258
A WSS-M1H690-B2 FABRIC, KAPPA PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63882 AVT DUNTON 95-08-01 | C | IRB023
H-2239
A WSS-M1H690-C1 FABRIC, KAPPA PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65883 AVT DUNTON 95-08-01 | C | IRB023
H-2260
A WSS-M1H690-C2 FABRIC, KAPPA PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65884 AVT DUNTON 95-08-01 | C | IRB023
H-2261
A WSS-M1H690-D2 FABRIC, KAPPA PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63885 AVT DUNTON 95-08-01 | C | IRB023
H-2262
A WSS-M1H690-G FABRIC, KAPPA PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65886 AVT DUNTON 95-08-01 | C | IRB023
A WSS-M1H690-H FABRIC, KAPPA PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65887 AVT DUNTON 95-08-01 | C | IRB023
H-2264
A WSS-M1H690-J FABRIC, KAPPA PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65888 AVT DUNTON 95-08-01 | C | IRB023
H-2265
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M1H690-K FABRIC, KAPPA PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H690-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65889 AVT DUNTON 95-08-01 | C | IRB023
H-2266
A WSS-M1H691-A FABRIC, MEKONG PATTERN, WEFT KNITTED,
UNLAMINATED, DATED: 95-07-31
D414A DEWITTE LIETAER NV 63890 AVT DUNTON 95-08-01 | C | IRB023
H-2267
A WSS-M1H691-B1 FABRIC, MEKONG PATTERN, WEFT KNITTED, 3MM,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65891 AVT DUNTON 95-08-01 | C | IRB023
H-2268
A WSS-M1H691-B2 FABRIC, MEKONG PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65892 AVT DUNTON 95-08-01 | C | IRB023
H-2269
A WSS-M1H691-C1 FABRIC, MEKONG PATTERN, WEFT KNITTED, 3MM,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63893 AVT DUNTON 95-08-01 | C | IRB023
H-2270
A WSS-M1H691-C2 FABRIC, MEKONG PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65894 AVT DUNTON 95-08-01 | C | IRB023
H-2271
A WSS-M1H691-D2 FABRIC, MEKONG PATTERN, WEFT KNITTED, 6MM,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65895 AVT DUNTON 95-08-01 | C | IRB023
H-2272
A WSS-M1H691-G FABRIC, MEKONG PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65896 AVT DUNTON 95-08-01 | C | IRB023
H-2273
A WSS-M1H691-H FABRIC, MEKONG PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65897 AVT DUNTON 95-08-01 | C | IRB023
A WSS-M1H691-J FABRIC, MEKONG PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63898 AVT DUNTON 95-08-01 | C | IRB023
H-2275
A WSS-M1H691-K FABRIC, MEKONG PATTERN, WEFT KNITTED, HFW,
(SHOWN ON WSS-M1H691-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65899 AVT DUNTON 95-08-01 | C | IRB023
H-2276
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M1H692-A FABRIC, PHOENIX PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 95-07-31
D414A DEWITTE LIETAER NV 65900 AVT DUNTON 95-08-02 | C | IRB023
H-2277
A WSS-M1H692-B1 FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63901 AVT DUNTON 95-08-02 | C | IRB023
H-2278
A WSS-M1H692-B2 FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65902 AVT DUNTON 95-08-02 | C | IRB023
H-2279
A WSS-M1H692-C1 FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65903 AVT DUNTON 95-08-02 | C | IRB023
H-2280
A WSS-M1H692-C2 FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63904 AVT DUNTON 95-08-02 | C | IRB023
H-2281
A WSS-M1H692-D2 FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65905 AVT DUNTON 95-08-02 | C | IRB023
H-2282
A WSS-M1H692-G FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65906 AVT DUNTON 95-08-02 | C | IRB023
H-2283
A WSS-M1H692-H FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65907 AVT DUNTON 95-08-02 | C | IRB023
H-2284
A WSS-M1H692-J FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 65908 AVT DUNTON 95-08-02 | C | IRB023
A WSS-M1H692-K FABRIC, PHOENIX PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H692-A) DATED: 95-07-31
D414A DEWITTE LIETAER NV 63909 AVT DUNTON 95-08-02 | C | IRB023
H-2286
A WSS-M1H693-A FABRIC, HARO PATTERN, WOVEN JACQUARD,
UNLAMINATED, DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65911 AVT DUNTON 95-08-02 | C | IRB023
H-2287
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M1H693-B1 FABRIC, HARO PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65912 AVT DUNTON 95-08-02 | C | IRB023
H-2288
A WSS-M1H693-B2 FABRIC, HARO PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 63913 AVT DUNTON 95-08-02 | C | IRB023
H-2289
A WSS-M1H693-C1 FABRIC, HARO PATTERN, WOVEN JACQUARD, 3MM,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65914 AVT DUNTON 95-08-02 | C | IRB023
H-2290
A WSS-M1H693-C2 FABRIC, HARO PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65915 AVT DUNTON 95-08-02 | C | IRB023
H-2291
A WSS-M1H693-D2 FABRIC, HARO PATTERN, WOVEN JACQUARD, 6MM,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 63916 AVT DUNTON 95-08-02 | C | IRB023
H-2292
A WSS-M1H693-G FABRIC, HARO PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65917 AVT DUNTON 95-08-02 | C | IRB023
H-2293
A WSS-M1H693-H FABRIC, HARO PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65918 AVT DUNTON 95-08-02 | C | IRB023
H-22%4
A WSS-M1H693-J FABRIC, HARO PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V8I5A VIKTOR ACHTER GMBH & CO KG 65919 AVT DUNTON 95-08-02 | C | IRB023
H-2295
A WSS-M1H693-K FABRIC, HARO PATTERN, WOVEN JACQUARD, HFW,
(SHOWN ON WSS-M1H693-A) DATED: 95-07-31
V815A VIKTOR ACHTER GMBH & CO KG 65920 AVT DUNTON 95-08-02 | C | IRB023
A WSS-M1H694-A FABRIC, LIBERTY PATTERN, LIBA POLL,
UNLAMINATED, DATED: 95-08-31
D414A DEWITTE LIETAER NV 63970 AVT DUNTON 95-08-10 | C | IRB023
H-2299
A WSS-M1H694-B1 FABRIC, LIBERTY PATTERN, LIBA POLL, 3MM,
(SHOWN ON WSS-M1H694-A) DATED: 95-08-31
D414A DEWITTE LIETAER NV 65971 AVT DUNTON 95-08-10 | C | IRB023
H-2300
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