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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M1P1-A PLATING, CADMIUM AND ZINC, DATED: 78-10-06
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.

N ESF-M1P3-A PLATING, CADMIUM AND ZINC, 96 HOUR SALT SPRAY,

(NOT TO BE USED FOR NEW DESIGN, USE
WSD-M1P85-A3) DATED: 91-11-22

NA SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
N ESF-M1P4-A PLATING, CADMIUM AND ZINC - 4§ HOUR SALT SPRAY
(SHOWN ON ESF-M1P3-A) (NOT TO BE USED FOR NEW
DESIGN, USE WSD-M1P85-A2) DATED: 91-11-22
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
N ESF-M1P5-A PLATING, CADMIUM AND ZINC - 24 HOUR SALT SPRAY
(SHOWN ON ESF-M1P3-A) (NOT TO BE USED FOR NEW
DESIGN, USE WSD-M1P85-A1) DATED: 91-11-22
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
N ESF-M1P¢-A PLATING, CADMIUM AND ZINC - 32 HOUR SALT SPRAY

(SHOWN ON ESF-M1P3-A) (NOT TO BE USED FOR NEW
DESIGN, USE WSD-M1P85-A1, WSD-M1P85-A2) DATED:

91-11-22
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P9-B PLATING, TIN-HOT DIP OVER FERROUS, COPPER OR

COPPER ALLOY, DATED: §7-08-03

N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.

A WSB-M1P10-B PLATING, TIN-ELECTRODEPOSITED ON FERROUS,
COPPER OR COPPER ALLOY SURFACES, (SHOWN ON
WSB-M1P9-B) DATED: 87-08-03

N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P11-B PLATING, TIN-ELECTRODEPOSITED ON FERROUS,

COPPER OR COPPER ALLOY SURFACES, (SHOWN ON
‘WSB-M1P9-B) DATED: 87-08-03

N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSE-M1P14-B PLATING, HARD CHROMIUM, DATED: 90-09-28

N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
N S-M1P16-A DECORATIVE BRIGHT ELECTROPLATING ON STEEL

USED FOR NEW DESIGN) DATED: 89-11-02

ALLM ALL MAJOR SUPPLIERS ARE CONSIDERED APPROVED.

A WSB-MI1P25-B PLATING, BRIGHT OR LOW GLOSS DECORATIVE -
STAINLESS STEEL, DATED: 88-04-20

A814A AUTO ANODICS INC 56316 B&CE- 90-08-07 | C | IRB030
BODY/A-841
B410A BIG RAPIDS BOX 56315 B&CE- 90-08-07 | C | IRB030
BODY/A-840
F946A H FRIEDL MFG LTD 56317 B&CE- 90-0807 | C | IRB030
BODY/A-842
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A WSD-M1P65-B1 PLATING, ELECTROLESS NICKEL, HEAT TREATED,
DATED: 87-12-11
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSD-M1P65-B2 PLATING, ELECTROLESS NICKEL AS DEPOSITED,
(SHOWN ON WSD-M1P65-B1) DATED: §7-12-11
N/A SOURCES ARE NOT APPLICABLE 'TO THIS SPECIFICATION.
A WSB-M1P73-B PLATING, CHROMIUM - COPPER - NICKEL -
DECORATIVE EXTERIOR - ALUMINUM, DATED:
$8-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P73-B2 PLATING, CHROMIUM, COPPER, NICKEL, DECORATIVE
EXTERIOR, ALUMINUM, DATED: 92-10-19
NONL SOURCE APPROVAL PENDING
A WSB-M1P77-B1 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
ZINC ALLOY, INTERIOR, DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P77-B2 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
ZINC ALLOY, GENERAL EXTERIOR, (SHOWN ON
WSB-M1P77-B1) DATED: 83-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P77-B3 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
ZINC ALLOY, SPECIAL EXTERIOR, (SHOWN ON
WSB-M1P77-B1) DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P77-B4 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
ZINC ALLOY, SPECIAL EXTERIOR, (SHOWN ON
WSB-M1P77-B1) DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P78-B1 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
FERROUS SURFACES, INTERIOR, DATED: 90-05-31
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P78-B2 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
WSB-M1P78-B1) DATED: 90-05-31
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P78-B3 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
FERROUS SURFACES, SPECIAL EXTERIOR, (SHOWN ON
WSB-M1P78-B1) DATED: 90-05-31
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P78-B4 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
FERROUS SURFACES, SPECIAL EXTERIOR, (SHOWN ON
WSB-M1P78-B1) DATED: 90-05-31
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GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSB-M1P78-B4 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
FERROUS SURFACES, SPECIAL EXTERIOR, (SHOWN ON
WSB-M1P78-B1) DATED: 90-05-31
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSD-M1P79-B1 COATINGS, TIN/TIN-LEAD, DATED: 87-11-30
N/A SOURCES ARE NOT APPLICABLE 'TO THIS SPECIFICATION.
A WSD-M1P79-B2 COATINGS, TIN/TIN-LEAD, (SHOWN ON
WSD-M1P79-B1) DATED: §7-11-30
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSD-M1P79-B3 COATINGS, TIN/TIN-LEAD, (SHOWN ON
WSD-M1P79-B1) DATED: 87-11-30
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P80-B1 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
COPPER OR COPPER ALLOY, INTERIOR, DATED:
§8-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P80-B2 PLATING, BRIGHT OR LOW GLOSS DECORATIVE OVER
COPPER OR COPPER ALLOY, EXTERIOR, (SHOWN ON
WSB-M1P80-B1) DATED: 83-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P83-B1 ELECTROPLATING, BRIGHT OR LOW GLOSS DECORATIVE
OVER ABS, PPO OR MINERAL FILLED NYLON, INTERIOR
DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P83-B2 ELECTROPLATING, BRIGHT OR LOW GLOSS DECORATIVE
OVER ABS, PPO PLASTIC, EXTERIOR, (SHOWN ON
WSB-M1P$3-B1) DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P83-B3 ELECTROPLATING, BRIGHT OR LOW GLOSS DECORATIVE
OVER MINERAL FILLED NYLON, EXTERIOR, (SHOWN ON
WSB-M1P83-B1) DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSB-M1P83-B4 ELECTROPLATING, BRIGHT OR LOW GLOSS DECORATIVE
(SHOWN ON WSB-M1P§3-B1) DATED: 88-04-20
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSD-M1P84-A1 COATING, MOLYBDENUM/ALLOY, CO-DEPOSIT, DATED:
90-02-23
N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.
A WSD-M1P84-A2 COATING, MOLYBDENUM, (SHOWN ON WSD-M1P8§4-A1)
DATED: 90-02-23
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M1P84-A2 COATING, MOLYBDENUM, (SHOWN ON WSD-M1P84-A1)

DATED: 90-02-23

N/A SOURCES ARE NOT APPLICABLE TO THIS SPECIFICATION.

A WSD-M1P85-A1 PLATING, ZINC OVER FERROUS SURFACES, 5.0
MICROMETRES, DATED: 89-07-31

LLLLL ANY RELIABLE SUPPLIER 54885 88-07-29 | C | IRBO30
A WSD-M1P85-A2 PLATING, ZINC OVER FERROUS SURFACES, 8.0
MICROMETRES, (SHOWN ON WSD-M1P85-A1) DATED:
$9-07-31
77777, ANY RELIABLE SUPPLIER 54886 88-07-29 | C | TRBO30
A WSD-M1P85-A3 PLATING, ZINC OVER FERROUS SURFACES, 13.0
MICROMETRES, (SHOWN ON WSD-M1P85-A1) DATED:
89-07-31
77777 ANY RELIABLE SUPPLIER 54887 88-07-29 | C | IRBO30
A WSH-M1P86-A PLATING, ZINC COBALT OVER FERROUS SURFACES,

DATED: 88-03-22

BIT7A OMI INTERNATIONAL CORP 54772 | ZINCROLYTE CZ CCD 88-03-18 | C | IRB030
A WSA-M1P87-Al PLATING, ZINC/NICKEL, CHROMATED, DATED:
91-08-02
E774C LEAR CORPORATION AUTOMOTIVE SYSTEMS 38009 | ZINC/NICKEL CEO/P-147 91-02-11 | N | IRB0O29
PLATING
A WSS-M1P87-A2 PLATING, ZINC/NICKEL, CHROMATED, BLACK,

DATED: 96-05-06

A WSF-M1P89-A1 PLATING, ZINCIRON OVER FERROUS SURFACES,
DATED: 99-11-30

A721B ARROW PROFILE CO 60203 [ PLATING CEO P0873 92-03-16 | C | IRB030
ZINC/IRON

A WSF-M1P89-A2 PLATING, ZINC/IRON OVER FERROUS SURFACES,
(SHOWN ON WSF-M1P89-A1) DATED: 99-11-30

A721B ARROW PROFILE CO 60209 | PLATING CEO P0876 92-03-16 | C | IRB0O30
ZINC/IRON
A WSE-M1P%0-A PLATING, HARD CHROMIUM AND ALUMINUM OXIDE,
Q33%C FEDERAL MOGUL CORP 61660 | HARD CHROME- ED P1030 93-12-13 | C | IRB0O30
ALUMINUM OXIDE
COATING
A WSS-M1PY1-A1 PLATING, CHROMIUM, FASTENERS, DATED: 94-10-31
W674A WHYCO CHROMIUM CO 62394 ESES P1160 94-08-11 | C | IRB030
A WSE-M1P92-A1 MOLYBDENUM AND NICKEL, CHROMIUM ALLOY FACING,

CO-DEPOSITED, DATED: 96-02-29

NONE SOURCE APPROVAL PENDING
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSE-M1P92-A2 MOLYBDENUM AND NICKEL, CHROMIUM ALLOY FACING,
CO-DEPOSITED, (SHOWN ON WSE-M1P92-A1) DATED:
96-02-29
NONE SOURCE APPROVAL PENDING
A WSE-M1P93-A1 PLATING, TIN/ZINC ALLOY, ELECTROPLATED OVER
FERROUS SURFACES, DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 62743 ED P1184 94-10-21 | C | IRB0O30
A WSE-M1P93-A2 PLATING, TIN/ZINC ALLOY, ELECTROPLATED OVER
FERROUS SURFACES, (SHOWN ON WSE-M1P93-A1)
DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 62744 ED P1185 94-10-21 | C | IRBO3D
A WSE-M1P93-A3 PLATING, TIN/ZINC ALLOY, ELECTROPLATED OVER
FERROUS SURFACES, (SHOWN ON WSE-M1P93-A1)
DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 63035 ED P1136 94-10-21 | C | IRB030
A WSE-M1P93-A4 PLATING, TIN/ZINC ALLOY, ELECTROPLATED OVER
FERROUS SURFACES, (SHOWN ON WSE-M1P93-A1)
DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 69139 97-01-13 | C | IRB030
A WSE-M1P93-A5 PLATING, TIN/ZINC ALLOY, MECHANICALLY PLATED
OVER FERROUS SURFACES, (SHOWN ON WSE-M1P93-A1)
DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 69140 97-01-13 | C | IRB030
A WSE-M1P93-A6 PLATING, TIN/ZINC ALLOY, MECHANICALLY PLATED
OVER FERROUS SURFACES, (SHOWN ON WSE-M1P93-A1)
DATED: 96-03-15
77777 ANY RELIABLE SUPPLIER 69141 97-01-13 | C | IRB030
A WSS-M1P%4-A COATINGS, STEEL SHEET, DATED: 01-10-05
NONE SOURCE APPROVAL PENDING
A WSS-M1P95-A1 PLATING, TIN/ZINC ALLOY, ELECTROPLATED, OVER
FERROUS BASE METAL, DATED: 99-12-08
MI116K MACDERMID INC 72914 | D.G.V. DZ-248- /KYERDON/RV | 00-03-31 | C2 | 157407
R T
A WSS-M1P95-A2 PLATING, TIN/ZINC ALLOY, ELECTROPLATED, OVER
FERROUS BASE METAL, (SHOWN ON WSS-M1P95-A1)
DATED: 99-12-08
MI116K MACDERMID INC
72915 | D.G.V. §Z-248- /KYERDON/RV | 00-03-31 | C2 | 157406
S IRIDESCENT T
CHR
72945 | D.G.V. §Z-242- /KYERDON/PD | 00-05-08 | C2 | 157403
C TIN/ZINC BAR
A
A WSS-M1P95-A3 PLATING, TIN/ZINC ALLOY, ELECTROPLATED, OVER
FERROUS BASE METAL, (SHOWN ON WSS-M1P95-A1)
DATED: 99-12-08
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.

A WSS-M1P95-A3

MI116K

A WSS-M1P95-A4

MI116K

A SJ-M1P%002-AA

77777

A SS-M1P%006-A

ALLM

A SK-M1P%009-A

ALLM

A SK-M1P9010-A

ALL M

A SK-M1P9103-A

ALLM

A SA-MI1P9105-A

PLATING, TIN/ZINC ALLOY, ELECTROPLATED, OVER
FERROUS BASE METAL, (SHOWN ON WSS-M1P95-A1)
DATED: 99-12-08

MACDERMID INC

PLATING, TIN/ZINC ALLOY, ELECTROPLATED, OVER
FERROUS BASE METAL, (SHOWN ON WSS-M1P95-A1)
DATED: 99-12-08

MACDERMID INC

PLATING, BRIGHT DECORATIVE ON COPPER OR BRASS
- EXTERIOR, DATED: 89-08-31

ANY RELIABLE SUPPLIER
PLATING, LEAD COAT - DIPPING PROCESS, DATED:
94-12-20

ALL MAJOR SUPPLIERS ARE CONSIDERED APPROVED.
DECORATIVE ELECTROPLATING OF ZINC DIE CAST -
MATT BLACK, DATED: 89-11-02

ALL MAJOR SUPPLIERS ARE CONSIDERED APPROVED.
DECORATIVE ELECTROPLATING OF ZINC DIE CAST -
MATT BLACK, (SHOWN ON SK-M1P9009-A) DATED:
89-11-02

ALL MAJOR SUPPLIERS ARE CONSIDERED APPROVED.
DECORATIVE ELECTROPLATING ON STEEL, BLACK OR
LOW GLOSS BLACK, DATED: 89-07-31

ALL MAJOR SUPPLIERS ARE CONSIDERED APPROVED.

PLATING, MECHANICAL ZINC, DATED: 89-06-30

72943 | D.G.V. §Z-242-

R TIN/ZINC BAR
R

72946 | D.G.V. §Z-242-

B TIN/ZINC BAR
C (73805)

/KYERDON/PD | 00-05-08 | C2 | 157403

/KYERDON/PD | 00-05-08 | C2 | 157398

72828 | D.G.V. §Z-242- EFHD/SWHITE | 00-02-15 | C2 | 157397

MS TIN/ZINC 4/KYERDON/P
BAR (73807) 20153
72944 | D.G.V. §Z-242- /KYERDON/PD | 00-05-08 | C2 | 157404
S TIN/ZINC
BARRE
46853 TO-D 84-05-15 | N | IRB029

M4W2A G ROESLER OBERFLAECHENTECHNIK 48406 [ ROTALYT TO-D P8546 85-11-13 | N | IRB029
A SA-M1P9108-B CORROSION PROTECTIVE COATINGS, CHROMATE, ZINC
ORGANIC TYPE, DATED: 92-03-31
Q623A DACRAL S.A.
46470 | DACROMET TO-D 84-01-30 | C | IRB023
320(DX310)
48314 | DACROMET 500 TO-D 86-02-11 | C | IRB023
A ESE-M2P10-A PAINT QUALITY, ENGINE COMPARTMENT, DATED:
00-11-28
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