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A ASTM B 607 AUTOCATALYTIC NICKEL BORON COATINGS FOR
ENGINEERING USE, DATED: 99-07-12

A ASTM F 72 GOLD WIRE FOR SEMICONDUCTOR LEAD BONDING,
DATED: 98-02-09

R8SKY SPM INC 70854 | GOLD WIRE, BE ACD/SDEGROO | 98-01-08 | C | IRB024
MODIFIED, D
ANNEALED, 38
MICRON

A SAE J 306 AXLE AND MANUAL TRANSMISSION LUBRICANT
VISCOSITY CLASSIFICATION, DATED: 91-10-01

A SAE J 383 MOTOR VEHICLE SEAT BELT ANCHORAGES, DESIGN
RECOMMENDATIONS, DATED: 86-04-M

A SAE J 452 303 DIE CASTING ALUMINUM ALLOYS, DATED: 96-11-04

A SAE J 452 308 DIE CASTING ALUMINUM ALLOYS, DATED: 96-11-04

A SAE J 452 383 DIE CASTING ALUMINUM ALLOYS, DATED: 96-11-04

A SAE J 775 NO7T751(INCONEL)

ENGINE POPPET VALVE INFORMATION REPORT, DATED:
93-08-01

A SAE J 775 S63008(214N)

ENGINE POPPET VALVE INFORMATION REPORT, DATED:
93-08-01

A SAE J 775 $63012(212N)

ENGINE POPPET VALVE INFORMATION REPORT, DATED:
93-08-01

A SAE J 775 S65007(SIL1)

ENGINE POPPET VALVE INFORMATION REPORT, DATED:

A SAE J 775 UNS R30002

ENGINE POPPET VALVE INFORMATION REPORT, DATED:
93-08-01

A ASTM B 782 GRADE1 IRON GRAPHITE SINTERED BEARINGS
(OIL-IMPREGNATED), DATED: 88-01-29
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A ASTM B 783 FC0208 MATERIALS FOR FERROUS POWDER METALLURGY
STRUCTURAL PARTS, DATED: 91-08-29
A ES2-M2A64-A BRASS, WROUGHT, GENERAL PURPOSE, DATED:
78-06-12
77777 ANY RELIABLE SUPPLIER 56638 C | IRB026
A ES2-M2A65-A BRASS, WROUGHT - SHEET AND TUBING, GENERAL
PURPOSE, DATED: 78-06-12
77777 ANY RELIABLE SUPPLIER 54780 C | IRB026
A ESB-M2A83-B1 ALUMINUM ALLOY, EXTERIOR, ORNAMENTATION,
DATED: 93-09-10
C664A CONSOLIDATED ALUMINUM 56640 | AA-5351-H24 BEPE 80-02-27 | C | IRB026
K017A KAISER ALUMINUM & CHEMICAL CORPORATION 56639 | AA-5250 H24, BEPE 79-10-04 | C | IRB026
H25
A ESB-M2A83-B2 ALUMINUM ALLOY, EXTERIOR, ORNAMENTATION,
(SHOWN ON ESB-M2A83-B1) DATED: 93-09-10
Co64A CONSOLIDATED ALUMINUM 56645 | AA-5351-H25 BEPE 80-02-27 | C | IRBO26
H744A HOWMET CORP 56642 | AA-5252 H25 BEPE 79-10-04 | C | IRB0O26
KO017A KAISER ALUMINUM & CHEMICAL CORPORATION 56641 | AA-5252 H25 BEPE 79-10-04 | C | IRB0O26
R338A REYNOLDS METALS CO 56644 | AA-5252 H25 BEPE 79-10-04 | C | IRB0O26
S090A SCHRADER BRIDGEPORT INTERNATIONAL INC 56643 | AA-5252 H25 BEPE 79-10-04 | C | IRB0O26
A ESB-M2A83-B3 ALUMINUM ALLOY, EXTERIOR, ORNAMENTATION,
(SHOWN ON ESB-M2A83-B1) DATED: 93-09-10
K017A KAISER ALUMINUM & CHEMICAL CORPORATION 56646 | AA-5252 H27 BEPE 79-10-04 | C | IRB026
R358A REYNOLDS METALS CO 56647 | AA-5252 H27 BEPE 79-10-04 | C | IRB026
A ESB-M2A83-B5 ALUMINUM ALLOY, EXTERIOR, ORNAMENTATION,
(SHOWN ON ESB-M2A83-B1) DATED: 93-09-10
C664A CONSOLIDATED ALUMINUM 56650 | AA-5351-H19 BEPE 80-02-27 | C | IRB026
KO17A KAISER ALUMINUM & CHEMICAL CORPORATION 56649 | AA-5252 H19 BEPE 79-10-04 | C | IRB0O26
A WSB-M2A98-B ZINC ALLOY - SHEET AND STRIP, DATED: 89-06-01
K1J7A BALL CORP
APPROVED FOR CHROME PLATED APPLICATIONS ONLY 55004 | 191 89-01-13 | C | IRB026
A WSH-M2A112-B1 ALUMINUM SHEET, VACUUM BRAZING, DATED:
98-04-29
R358A REYNOLDS METALS CO 58383 CCD/A-928 91-08-09 | C | IRB026
A WSH-M2A112-B3 ALUMINUM SHEET, VACUUM BRAZING, (SHOWN ON
WSH-M2A112-B1) DATED: 98-04-29
L2LVA ALUMAX TRANSPORTATION PRODUCTS 59374 | ALLOY CCD A1007 92-06-24 | C | IRB026
3005/4047
A WSS-M2A112-B4 ALUMINUM SHEET, VACUUM BRAZING, (SHOWN ON
WSH-M2A112-B1) DATED: 98-04-29
A WSH-M2A128-B ALUMINUM BRAZING SHEET, HEADER STOCK, DATED:
85-08-07
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A WSH-M2A128-B ALUMINUM BRAZING SHEET, HEADER STOCK, DATED:
85-08-07
SYSTEM NO. HA
E1GOA CORUS ALUMINIUM WALZPRODUKTE GMBH
CORE 55336 | HOGAL 3005 CCD.CFC 89-01-23 | C | IRB026
BRAZE CLADDING 67095 | HOGAL 4004 CCD.CFC 89-01-23 | C | IRB026
COLLANT SIDE CLADDING 67096 | HOGAL 7072 CCD.CFC 89-01-23 | C | IRB026
SYSTEM NO. RM C | IRB026
R358A REYNOLDS METALS CO
54493 | MD 240 CCD 85-07-29 | C | IRBO26
A WSH-M2A135-A1 ALUMINUM FIN MATERIAL, DATED: $0-03-20
L2LVA ALUMAX TRANSPORTATION PRODUCTS 59375 | AA 3003 CCD A1008 92-06-24 | C | IRB0O26
A WSH-M2A135-A2 ALUMINU FIN MATERIAL, (SHOWN ON WSH-M2A135-A1)
DATED: 00-03-20
D5X8K ALCAN ALUMINUM CORP 68335 | 5010 ACD/NKURTYC | 96-09-18 | C | IRB026
Z
A WSD-M2A137-B1 ALUMINUM, SILICON COPPER MAGNESIUM ALLOY,
DATED: 93-09-29
H268X FEDERAL MOGUL LTD 56308 | HG 424 TO-D/A-0843 90-08-07 | C | IRB026
DOREA KS KOLBENSCHMIDT GMBH 56313 | K§270 TO-D/A-0848 90-08-07 | C | IRB026
M279A MAHLE GMBH 56311 | 332 TO-D/A-0846 90-08-07 | C | IRB026
A WSD-M2A137-B2 ALUMINUM, SILICON COPPER MAGNESIUM ALLOY,
(SHOWN ON WSD-M2A137-B1) DATED: 93-09-29
H268X FEDERAL MOGUL LTD 56309 | HG 413+413P TO-D/A-0844 90-08-07 | C | IRB026
DOREA KS KOLBENSCHMIDT GMBH 56314 | KS1275 TO-D/A-0849 90-08-07 | C | IRB026
M279A MAHLE GMBH 56312 | 124 TO-D/A-0847 90-08-07 | C | IRB026
A WSD-M2A137-B3 ALUMINUM, SILICON COPPER MAGNESIUM ALLOY,
(SHOWN ON WSD-M2A137-B1) DATED: 93-09-29
H268X FEDERAL MOGUL LTD 56310 | HG425 TO-D/A-0845 90-08-07 | C | IRB026
A WSD-M2A137-B4 ALUMINUM, SILICON COPPER MAGNESIUM ALLOYS,
(SHOWN ON WSD-M2A137-B1) DATED: 93-09-29
NONE SOURCE APPROVAL PENDING
A WSD-M2A137-BS ALUMINUM, SILICON COPPER MAGNESIUM ALLOYS,
(SHOWN ON WSD-M2A137-B1) DATED: 93-09-29
NONE SOURCE APPROVAL PENDING
A WSS-M2A137-B6 ALUMINUM, SILICON COPPER MAGNESIUM ALLOY,
NONE SOURCE APPROVAL PENDING
A WSH-M2A138-A ALUMINUM BRAZING SHEET, TUBE STOCK, DATED:
93-11-30
R338A REYNOLDS METALS CO 54576 | MD 267 CCD.CFC 87-03-11 | C | IRBO26
A WSH-M2A139-A ALUMINUM BRAZING SHEET, HEADER STOCK, DATED:
91-02-20
SYSTEM NO. HA C | IRB026
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A WSH-M2A139-A ALUMINUM BRAZING SHEET, HEADER STOCK, DATED:
91-02-20
SYSTEM NO. HA C | IRB026
E1GOA CORUS ALUMINIUM WALZPRODUKTE GMBH
CORE 67097 | HOGAL 3532 AVT/A1302 95-09-27 | C | IRB026
BRAZE CLAD 67098 | HOGAL 4104 AVT/A1303 95-09-27 | C | IRB026
SYSTEM NO. RM C | IRB026
R358A REYNOLDS METALS CO
54577 | MD 267 CCD.CEC 87-03-12 | C | IRBO26
A WSH-M2A140-A ALUMINUM TUBE, EXTRUDED, DATED: 88-10-11
R338A REYNOLDS METALS CO 54578 | MD 267 MOD.I CCD.CFC 87-03-12 | C | IRBO26
A WSS-M2A141-A2 ALUMINUM TUBING, EXTRUDED, TEMPERED, DATED:
98-09-02
A WSD-M2A142-A BRASS, SPECIAL, DATED: 89-01-17
B45JA DIEHL STIFTUNG & CO 55083 DUNTON MC 89-02-09 | C | IRB026
1526
D472C DIEHL INDUSTRIES INC KG 55000 DUNTON - MC | 89-01-12 | C | IRB026
1522
DOREA KS KOLBENSCHMIDT GMBH 55082 DUNTON 89-02-09 | C | IRBO26
MC1325
S053A VALEO TRANSMISSION LIMITED 55081 DUNTON MC 89-02-09 | C | IRBO26
1524
A WSD-M2A143-A1 ALUMINUM ALLOY - CASTING, AS CAST CONDITION,
DATED: 95-02-01
E618A EISENWERKE BRUHL GMBH 56073 90-05-18 | C | IRB026
F432A MONTUPET S.A. 56072 90-05-18 | C | IRB026
A WSD-M2A143-A2 ALUMINUM ALLOY - CASTING, HEAT TREATED
CONDITION, (SHOWN ON WSD-M2A143-A1) DATED:
95-02-01
F432A MONTUPET S.A. 67039 AVT/A1279 96-01-25 | C | IRB026
T369A TEKSID INC 56069 90-05-14 | C | IRB026
A WSD-M2A143-A3 ALUMINUM ALLOY - CASTING - HEAT TREATED
CONDITION, DATED: 94-08-18
Q4NRA VAW ALUCAST GMBH 63607 AVT/VO 94-10-24 | C | IRB026
A1230
A WSH-M2A144-A ALUMINUM BRAZING SHEET - BRAZE ALLOY CLAD,
DATED: 89-05-26
SYSTEM NO. HA
CORE U-.5/.7 MG-1/3 MN-.65/1.0 TL08/.12%MAX: SI-3 67104 HOG
FE-5 CR-.05 ZN-1
BRAZE CLADDING 67105 HOG
SYSTEM NO. RM
R3581 REYNOLDS METALS CO
CU-.4/.6;MN-8/1.3,TI-.11/.20;% MAX: SI-.6, FE-8, MG- 55256 | MD305; ONE CCD.CFC 89-04-25 | C | IRBO26
10, CR-.05, ZN-.10; ALUM-BAL; AIM: SIDE CLAD
S§I-.20, CU-.50, MN-1.0, TI-.15
CU-.4/.6;MN-8/1.3,TI-.11/.20;% MAX: SI-.6, FE-8, MG- 55257 | MD306; TWO CCD.CFC 89-04-25 | C | IRBO26
10, CR-.05, ZN-.10; ALUM-BAL; AIM: SIDES CLAD
S§I-.20, CU-.50, MN-1.0, TI-.15
SYSTEM NO. SA
K6JJA SKY ALUMINUM CO
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A WSH-M2A144-A ALUMINUM BRAZING SHEET - BRAZE ALLOY CLAD,
DATED: 89-05-26
SYSTEM NO. SA
K6JJA SKY ALUMINUM CO
CU-.5/.7;MN-.65/1.0,MG-.1/.3;TI-.08/.12;% MAX: SI-.3, FE- 55258 | WN 51; ONE CCD.CFC 89-04-26 | C | IRB026
.5, CR-.05, ZN-.10; ALUM-BAL; AIM: SI- SIDE CLAD
15, CUMN/MG/TI-MID RANGE
CU-.5/.7;MN-.65/1.0;MG-.1/.3;TI-.08/.12;% MAX: SI-.3, FE- 55259 | WN 48, TWO CCD.CFC 89-04-26 | C | IRB026
5, CR-.05, ZN-.10; ALUM-BAL; AIM: SI- SIDES CLAD
13, CUMN/MG/TI-MID RANGE
A WSS-M2A144-A2 ALUMINUM BRAZING SHEET, BRAZE ALLOY CLAD,
DATED: 95-12-21
1.2IVA ALUMAX TRANSPORTATION PRODUCTS 66249 | 0333 H14 ALLOY ACD/A1257 95-10-10 | C | TRB026
A WSH-M2A145-A ALUMINUM BRAZING SHEET - TUBE STOCK, DATED:
91-03-07
SYSTEM NO. HA C | IRB026
E1GOA CORUS ALUMINIUM WALZPRODUKTE GMBH
CORE 67108 | HOGAL 3190 AVT/A1306 95-09-27 | C | IRB026
BRAZE CLAD 67109 | HOGAL 4104 AVT/A1307 95-09-27 | C | IRB026
SYSTEM NO. RA C | IRB026
K3AKA PECHINEY ROLLED PRODUCTS
BRAZE ALLOY CLAD - ONE SIDE 53337 | K-319 CCD.CFC 89-06-08 | C | IRBO26
A WSH-M2A145-A2 ALUMINUM BRAZING SHEET - TUBE STOCK, (SHOWN ON
WSH-M2A145-A) DATED: 91-03-07
K3AKA PECHINEY ROLLED PRODUCTS
BRAZE ALLOY CLAD - ONE SIDE 60994 | K-319 CCD.CFC 89-06-08 | C | IRB026
A WSD-M2A146-A1 ALUMINUM ALLOY, BRIGHT ANODISING QUALITY SHEET
AND STRIP, DATED: 89-06-28
C664A CONSOLIDATED ALUMINUM
APPROVAL TRANSFERRED FROM ESB-M2A83-B5 55350 | AA-5351-H19 EAQ.KJT 80-02-27 | C | IRB026
K017A KAISER ALUMINUM & CHEMICAL CORPORATION
APPROVAL TRANSFERRED FROM ESB-M2A83-B5 55349 | AA-5252-H19 EAO.KJT 79-10-04 | C | IRB026
A WSD-M2A146-A2 ALUMINUM ALLOY, BRIGHT ANODISING QUALITY SHEET
AND STRIP, (SHOWN ON WSD-M2A146-A1) DATED:
89-06-28
KO017A KAISER ALUMINUM & CHEMICAL CORPORATION
APPROVAL TRANSFERRED FROM ESB-M2A83-B4 55348 | AA-5252-H171 EAO.KIT 79-10-04 | C | IRB0O26
A WSD-M2A146-A3 ALUMINUM ALLOY, BRIGHT ANODIZING QUALITY SHEET
AND STRIP, (SHOWN ON WSD-M2A146-A1) DATED:
89-06-28
K017A KAISER ALUMINUM & CHEMICAL CORPORATION
R358A REYNOLDS METALS CO
APPROVAL TRANSFERRED FROM ESB-M2A83-B3 55346 | AA-5252-H27 FAO.KJT 79-10-04 | C | IRB026
A WSD-M2A146-A4 ALUMINUM ALLOY, BRIGHT ANODIZING QUALITY SHEET
AND STRIP, (SHOWN ON WSD-M2A146-A1) DATED:
89-06-28
Co64A CONSOLIDATED ALUMINUM
APPROVAL TRANSFERRED FROM ESB-M2A83-B1 53345 | AA-5331- EAOKIT 80-02-27 | C | IRBO26
H24/H25
KO17A KAISER ALLUMINUM & CHEMICAI. CORPORATION
APPROVAL TRANSFERRED FROM ESB-M2AR3-B1 55344 | AA-5250- EAOKIT 79-10-04 | C | IRB0O26
H24/H25
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A WSD-M24147-A1 ALUMINUM ALLOY, BRIGHT ANODIZING, IMPROVED
APPEARANCE - SHEET AND STRIP, DATED: 89-06-28
AM3K ALUMINUM CO OF AMERICA
APPROVAL TRANSFERRED FROM ESB-M2A83-C 55351 | AA-5552 EAO.KIT 86-01-10 | C | IRB0O26
A WSD-M2A147-A2 ALUMINUM ALLOY, BRIGHT ANODIZING, IMPROVED
APPEARANCE - SHEET AND STRIP, (SHOWN ON
WSD-M2A147-A1) DATED: 89-06-28
A158A ALCAN ALUMINUM CORP
APPROVAL TRANSFERRED FROM ESB-M2A34-A 55343 | AA-5457, AA- EAQ.KIT 65-07-19 | C | IRB026
5557
A243A ALUMINUM CO OF AMERICA
APPROVAL TRANSFERRED FROM ESB-M2A34-A 55342 | 5257, 54575 EAQ.KIT 63-10-16 | C | IRB026
D755A DOW CHEMICAL CO
APPROVAL TRANSFERRED FROM ESB-M2A34-A 55341 | AA-5457-H25 EAQKIT 66-01-20 | C | IRB026
KO17A KAISER ALUMINUM & CHEMICAL CORPORATION
APPROVAL TRANSFERRED FROM ESB-M2A34-A 55340 | 5557, 5657 EAO.KJT C | IRBO26
R358A REYNOLDS METALS CO
APPROVAL TRANSFERRED FROM ESB-M2A34-A 55339 | AA-1100- EAO.KIT C | IRBO26
0,3003,5003-
H24,5252-
H25,5252-H27
A WSB-M2A150-A ALUMINUM ALLOY - SHEET (AA 2008), DATED:
91-08-09
AHTA ALCOA INC 55972 B&CE- 90-03-14 | C | IRB026
BODY/A-809
N WSE-M2A151-A1 ALUMINUM ALLQY, CASTING, THERMALLY TREATED
CONDITION, (NOT TO BE USED FOR NEW DESIGN)
DATED: 00-02-14
CS0DA FORD WINDSOR ALUMINUM PLANT 58790 | AL ALLOY ENGINE/A- 91-10-15 | C | IRB026
939
A WSE-M2A151-A2 ALUMINUM ALLOY, CASTING, THERMALLY TREATED
CONDITION, DATED: 01-02-16
A WSE-M2A151-A3 ALUMINUM ALLOY, CASTING, THERMALLY TREATED
CONDITION, DATED: 01-02-16
A WSE-M2A151-A4 ALUMINUM ALLQY, CASTING, THERMALLY TREATED
CONDITION, (SHOWN ON WSE-M2A151-A2) DATED:
01-02-16
A WSB-M2A152-A1 ALUMINUM ALLOY, SHEET, HEAT TREATABLE, MILL
A158A ALCAN ALUMINUM CORP 61604 BEO A1138 920731 | C | IRB026
A247L, ALCOA INC 69079 | 6111 T4 AVI/LMASTRO | 96-12-14 | C | IRB0O26
F
R3587 REYNOLDS METALS CO 69078 | 6111 T41 AVI/LMASTRO | 96-11-22 | C | IRBO26
F
A WSH-M2A153-A1 ALUMINUM BRAZING SHEET, OIL COOLER PLATE STOCK
DATED: 93-08-31
K3AKA PECHINEY ROLLED PRODUCTS 59789 | K319 CORE/K041 CCD A1041 92-10-19 | C | IRB026
CLAD
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