Gord Yotor Gomprany,
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A S-M1B4 SOAP, SPECIAL TEST, DATED: 94-11-10
E700A WIGO-WERK CHEMICAL PRODUCTS GMBH 47847 | WIGO VP1750 TO-K-A LB C2 | 107005
A SK-M1B9550-A SILICONE REMOVER, DATED: 95-01-16
NONE SOURCE APPROVAL PENDING
A WSS-M3B72-A1 PHOSPHATE SOLUTION, ZINC, MAKE-UP MANGANKSE,
DATED: 00-07-14
C378A PPG CHEMFIL CORP 72410 | CHEMFOS MAKE- VO/NCHAMBER | 99-07-21 | C2 | 134646
UPM
X243B HENKEL IBERICA SA 71526 | GRANODINE FOB/AREILLY 98-09-02 | C2 | 150140
STARTER 12
000%A OAKITE PRODUCTS INC 73277 | OAKITE VO/NCHAMBER | 01-02-15 | C2 | 160076
GARDOBOND
ADDITIVE H
7103
PO66P HENKEL SURFACE TECHNOLOGIES 71513 | ADDITIVE 301 BAO/NCHAMBE | 98-08-27 | C2 | (040735
R
A WSS-M3B72-A2 PHOSPHATE SOLUTION, ZINC, MAKE-UP NICKEL,
(SHOWN ON WSS-M3B72-A1) DATED: 00-07-14
H548A HENKEL CANADA LTD 71514 | ADDITIVE 319 BAO/NCHAMBE | 98-08-28 | C2 | 040736
R
X243B HENKEL IBERICA SA 71527 | GRANODINE FOB/AREILLY 98-09-02 | C2 | 150141
STARTER 19
AZ50A HENKEL OBERFLACHENTECHNIK GMBH 73359 | GRANODINE /POSMAN1 01-06-04 | C2 | 161819
952F-1
REPLENISHER
0009A OAKITE PRODUCTS INC 73205 | OAKITE VO/NCHAMBER | 00-12-12 | C2 | 158621
GARDOBONE
ADDITIVE H7102
P435B PPG INDUSTRIES INC 72375 | N CHEMFOS VO/NCHAMBER | 99-06-10 | C2 | 046030
A WSS-M3B72-A3 PHOSPHATE SOLUTION, ZINC, MAKE-UP ZINC, (SHOWN
ON WSS-M3B72-A1) DATED: 00-07-14
C378A PPG CHEMFIL CORP 72376 | CHEMFOS Z VO/NCHAMBER | 99-06-10 | C2 | 046027
X243B HENKEL IBERICA SA 71525 | GRANODINE FOB/AREILLY 93-09-02 | C2 | 150139
STARTER 1
A WSS-M3B72-A4 PHOSPHATE SOLUTION, ZINC, MAKE-UP FLUORIDE,
(SHOWN ON WSS-M3B72-A1) DATED: (0-07-14
C378A PPG CHEMFIL CORP 71199 | CHEMFOS AFL BAO/NCHAMBE | 98-03-19 | C2 | 148606
R
H263F HENKEL CORP 71518 | ADDITIVE KF BAO/NCHAMBE | 98-08-28 | C2 | 147424
R
PO66A HENKEL SURFACE TECHNOLOGIES 71517 | ADDITIVE F BAO/NCHAMBE | 98-08-28 | C2 | 012098
(01311) R
R
A WSS-M3B72-A5 PHOSPHATE SOLUTION, ZINC, MAKE-UP IRON, (SHOWN
ON WSS-M3B72-A1) DATED: 00-07-14
C378A PPG CHEMFIL CORP 72829 | CHEMFOS FE NCHAMBER/B2 | 00-02-15 | C2 | 152001
1522
AZ50A HENKEL OBERFLACHENTECHNIK GMBH 73254 | GRANO TONER S FOB/AREILLY 01-02-02 | C2 | 160361
A WSS-M3B72-A6 PHOSPHATE SOLUTION, ZINC, MAKE-UP COPPER,
(SHOWN ON WSS-M3B72-A1) DATED: (0-07-14
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GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M3B73-A1 PHOSPHATE SOLUTION, ZINC, NICKEL FREE, INITIAL

FILL, INITIAL FILL OF DIP OR SPRAY PHOSPHATE
SYSTEMS, DATED: 98-06-24

X411A CHEMETALL GMBH 71707 | ROSTSCHUTZ FOE/POSMAN1 | 98-11-11 | C2 | 150020
BONDER R 2360
TA 2
C96NB HENKEL SURFACE TECHNOLOGIES BENELUX N.V. 71709 | GRANODINE FOE/POSMAN1 | 98-11-11 | C2 | 150018
2794A
A WSS-M3B73-A3 PHOSPHATE SOLUTION, ZINC, NICKEL FREE, FEED

MATERIAL, DATED: 98-06-24

X411A CHEMETALL GMBH 71708 | GARDOBOND R FOE/POSMAN1 | 98-11-11 | €2 | 150502
2360 E 4
C96NB HENKEI. SURFACE TECHNOTLOGIES BENELUX N.V. 71710 | GRANODINE 2794 FOE/POSMANT | 98-11-11 | C2 | 152008
E-2
A WSS-M3B74-A PHOSPHATE SOLUTION, ZINC, ACTIVATING AGENT,

DATED: 98-05-26

UBICA CHEMETALL RAI INDIA LIMITED 73504 | GARDOLENE ZM /AREILLY 01-09-17 | C2 | 162149
C378A PPG CHEMFIL CORP 72374 | CHEMFOS LIQUID VO/NCHAMBER | 99-06-10 | C2 | 035450
ADDITIVE
Q009D OAKITE PRODUCTS INC 72403 | OAKITE NCHAMBER/MF | 99-07-15 | C2 | 154260
GARDOLENE ZL6 G
A WSS-M3B75-A PHOSPHATE SOLUTION, ZINC, NEUTRALIZER, DATED:
98-06-24
H548A HENKEL CANADA LTD 71511 | PRIMER 40 BAO/NCHAMBE | 98-08-27 | C2 | 030844
R
O009A OAKITE PRODUCTS INC 73275 | OAKITE VO/NCHAMBER | 01-02-15 | C2 | 158622
GARDOLENE V
6513
A WSS-M3B76-A PHOSPHATE SOLUTION, ZINC, ACCELERATOR,
ACCELERATOR FOR ZINC PHOSPHATE, DATED:
98-11-06
O009A OAKITE PRODUCTS INC 73204 | OAKITE VO/NCHAMBER | 00-12-12 | C2 | 158620
GARDOBOND Z
SALT
000%D OAKITE PRODUCTS INC 73096 | OAKITE BAO/NCHAMBE | 00-08-04 | C2 | 149097
GARDOLENE ZL-3 R
A WSS-M3B77-Al PHOSPHATE SOLUTION, ZINC, INITIAL FILL, SPRAY

OR DIP PHOSPHATE SYSTEMS, DATED: 00-02-14

AZ50A HENKEL OBERFLACHENTECHNIK GMBH 73252 | GRANODINE SLS FOB/AREILLY 01-02-02 | C2 | 160324
E-4
PO66A HENKEL SURFACE TECHNOLOGIES 73181 | BONDERITE 2010 VO/NCHAMBER | 00-11-09 | C2 | 158860
MAKEUP
A WSS-M3B77-A2 PHOSPHATE SOLUTION, ZINC, FEED MATERIAL,

REPLENISH PHOSPHATE SYSTEMS, (SHOWN ON
WSS-M3B77-A1) DATED: 00-02-14

C378A PPG CHEMFIL CORP
72830 | CHEMFOS VO/NCHAMBER | 00-02-15 | C2 | 154258
710RCAN /B21523
72831 | CHEMFOS VO/NCHAMBER | 00-02-15 | C2 | 155632
700RCAN-AL /B21524
AZ50A HENKEL OBERFLACHENTECHNIK GMBH 73253 | GRANODINE 958 FOB/AREILLY 01-02-02 | C2 | 160323
i
POG6A HENKEL SURFACE TECHNOLOGIES 73180 | BONDERITE 2010 VO/NCHAMBER | 00-11-09 | C2 | 158861
REPLENISHER
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSS-M3B78-A1 PHOSPHATE SOLUTION, ZINC, INTERNALLY
ACCELERATED, INITIAL FILL, DATED: (0-08-09
A WSS-M3B78-A2 PHOSPHATE SOLUTION, ZINC, INTERNALLY
ACCELERATED, FEED MATERIAL, DATED: 00-08-09
A ESK-M5B2-A ANTI-STATIC SOLUTION, CONCENTRATED, DATED:
78-06-12
AG629A ACL INC 56652 | AR-Al 66-10-21 | N | IRB029
C010A CADILLAC PLASTIC & CHEMICAL CO 56651 | CADCO BML 63-09-04 | N | IRB029
A WSB-M5RB280-C CLEANER, GLASS, SILANE, DATED: 96-11-04
E766A THE DOW CHEMICAL COMPANY 60837 | 435.18 BEO G-2485 93-05-28 | C2 | 002603
A WSB-M5B280-C2 CLEANER, GLASS, SILANE, TRANSPARENT RED,
(SHOWN ON WSB-M5B280-C) DATED: 96-11-04
CW77B ESSEX SPECIALTY PRODUCTS INC 60840 | 435.19 BEO G-2486 93-05-28 | C2 | 043672
A WSB-M5B280-C3 CLEANER, GLASS, SILANE, NON-PHOTOCHEMICALLY
REACTIVE, TRANSPARENT RED, (SHOWN ON
WSB-M5B280-C) DATED: 96-11-04
CW77B ESSEX SPECIALTY PRODUCTS INC 60835 | BETASEAL 43516 BEO G-2357 93-03-26 | C2 | 129184
A ESK-M5B326-A PHOSPHATE SOLUTION, ZINC, PASSIVATING SOLUTION
DATED: 87-12-18
X270A CHEMETALL LTD 50856 | GARDOLENE 60 89-09-04 | H8 | 113669
(PARCOLENE 60)
X411A CHEMETALL GMBH 47895 | BONDER NL60 TO-KL7020A 88-02-03 | T1 | 107134
C378A PPG CHEMFIL CORP 68796 | CHEMSEAL 18 BAO/NCHAMBE | 96-11-25 | C2 | 142355
R
C420A CHEMFIL CANADA LTD 68798 | CHEMSEAL 20 BAO/NCHAMBE | 96-11-25 | C2 | 001436
R
A ESK-M5B327-A PHOSPHATE SOLUTION, ZINC, ACTIVATING AGENT,
DATED: 96-04-04
X270A CHEMETALL LTD 50885 | GARDOLENE Z 89-09-04 | C2 | 107777
(PARCOLENE Z)
X411A CHEMETALL GMBH 47896 | PARCOLENE Z2 TO-KL7020A 85-04-24 | T1 | 107133
X213A PARKER HISPANTA 50470 | PARCOLENE 72 TO-K1.8054 88-10-04 | T1 | 111688
A ESK-M5B327-A2 PHOSPHATE SOLUTION, ZINC, ACTIVATING AGENT,
LIQUID, (SHOWN ON ESK-M5B327-A) DATED: 96-04-04
X411A CHEMETALL GMBH
/ GARDOLENE
ZL6
N ESK-MSB334-A PRECLEANER ADDITIVE, (NOT TO BE USED FOR NEW
DESIGN) DATED: 95-01-16
X340A TECNIMETAL NV 48157 | VR 9930-3 TO-K 85-07-24 | C2 | 107046
A ESK-M5B337-A PHOSPHATE SOLUTION, ZINC, START UP, DATED:
$7-12-18
X270A CHEMETALL LTD
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A ESK-M5B337-A PHOSPHATE SOLUTION, ZINC, START UP, DATED:
87-12-18
X270A CHEMETALL LTD 52277 | GARDOBOND 268 93-02-09 | C2 | 110092
IMU
X411A CHEMETALL GMBH
48326 | BONDER 26 SA TO-KL 7020A 85-10-31 | C2 | 107803
67870 | BONDER 24 TA 96-07-30 | C2 | 112840
INITIAL FILL
X213A PARKER HISPANIA 50464 | BONDER 26 SA TO-KL8054 88-10-04 | C2 | 110391
A ESK-M5B338-A PHOSPHATE SOLUTION, ZINC, FEED, DATED:
95-01-24
X270A CHEMETALL LTD
50886 | GARDOBOND 26 89-09-04 | C2 | 113671
TE3
(BONDERITE 26
TE3)
52278 | GARDOBOND 268 93-02-09 | C2 | 110091
R
X411A CHEMETALL GMBH
48327 | BONDER 26 SE3 TO-KL 7020A 85-10-31 | C2 | 110279
50333 | BONDER 26 TE3 TO-KL 8053 88-07-15 | C2 | 110910
FEED MATERIAL FOR BONDER 24 TA 67872 | BONDER 24 TE 96-05-22 | C2 | 112839
X213A PARKER HISPANIA 50465 | BONDER 26 SE3 TO-KL8054 88-10-04 | C2 | 110392
A ESK-M5B351-A PHOSPHATE SOLUTION, ZINC, START UP, DATED:
$7-09-01
C378A PPG CHEMFIL CORP 68781 | CHEMFOS 700A, BAO/NCHAMBE | 96-11-22 | C2 | (47162
CHEMFOS 710A R
C420A CHEMFIL CANADA LTD 69001 | CHEMFOS 86 BAO/NCHAMBE | 96-12-16 | C2 | 034258
MAKE-UP “A™ R
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 51130 | GRANODINE 9520 TO-KL 90-05-09 | C2 | 114410
X340A TECNIMETAL NV 49340 | GRANODINE 9520 TO-K L7019 87-06-15 | C2 | 109331
A ESK-M5B352-A PHOSPHATE SOLUTION, ZINC, MAKE UP, DATED:
§7-09-01
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 51132 | GRANODINE 952 TO-K L 90-05-09 | C2 | 114411
X340A TECNIMETAL NV 49341 | GRANODINE 952 TO-K L7019 87-06-15 | C2 | 109329
A ESK-M5B353-A PHOSPHATE SOLUTION, ZINC, ACCELERATOR ADDITIVE
DATED: 87-09-01
X411A CHEMETALL GMBH
FLUORID ADDITIVE 67871 | BONDER 24 F 96-03-22 | C2 | 112838
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 51137 | STARTER 15 TO-KL 90-05-09 | H8 | 114409
X340A TECNIMETAIL NV 49342 | STARTER 15 TO-K 1.7019 87-06-15 | T1 | 109332
A ESK-M5B354-A POHSPAHTE SOLUTION, ZINC, ACCELERATOR, DATED:
87-08-03
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 51133 | STARTER 11 TO-K L 90-05-09 | C2 | 114408
A ESK-M5B358-A PHOSPHATE SOLUTION, ZINC, ACTIVATING AGENT,
DATED: 87-12-18
X340A TECNIMETAL NV
49346 | RIDOSOL 350 TO-KL7039 87-02-27 | C2 | 109524
MODIFIED COMPOSITION 68288 | RIDOSOL 550 B KW95702 96-09-20 | C2 | 114856
A ESK-M5B364-A PHOSPHATE SOLUTION, ZINC, ACCELERATOR, DATED:
$7-07-29
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD
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A ESK-M5B364-A PHOSPHATE SOLUTION, ZINC, ACCELERATOR, DATED:
87-07-29
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 49610 | $830-66 (TONER TO-K ML 87-07-06 | C2 | 109254
60) $6913 PTR
2996
A ESK-M5B365-A PHOSPHATE SOLUTION, ZINC, ALKALINE CLEANER,
DATED: 87-07-29
J31LA DUPONT AUTOMOTIVE COATINGS (UK) LTD 49611 | S839-279 TO-K ML 87-07-06 | C2 | 107814
(RIDOLINE 279) 56914 PTR
2997
X340A TECNIMETAL NV
MODIFIED COMPOSITION 68287 | RIDOLINE 1324 Kw95701 96-02-29 | C2 | 140549
A ESK-M5B366-A PHOSPHATE SOLUTION, ZINC, MAKE-UP, DATED:
87-07-29
1366A IMPERIAL CHEMICAL IND LTD UK 49612 | GRANODINE 6001 TO-K ML 87-07-06 | C2 | 108535
5810-6100 56913 PTR
2993
A ESK-M5B367-A PHOSPHATE SOLUTION, ZINC, REPLENISHER, DATED:
§7-06-29
1366A IMPERIAL CHEMICAL IND LTD UK 49613 | GRANODINE 6001 TO-K ML 87-07-06 | C2 | 108534
$810-6001 56916 PTR
29%4
A ESK-M5B368-A PHOSPHATE SOLUTION, ZINC, START-UP, START UP
MATERIAL IN PHOSPHATE EQUIPMENTS, DATED:
87-12-18
X340A TECNIMETAL NV 49684 | GRANODINE 9580 TO-KL7059 87-09-01 | C2 | 110403
M/CF
A ESK-M5B369-A PHOSPHATE SOLUTION, ZINC, MAKE UP, FEED
MATERIAL FOR PHOSPHATE SYSTEMS ESK-M5B368-A,
DATED: 95-04-12
X340A TECNIMETAL NV 65664 | GRANODINE 958 KW9428 95-05-31 | C2 | 110402
CF-1
A ESK-M5B369-A2 PHOSPHATE SOLUTION, ZINC, MAKE UP, FEED
MATERIAL FOR PHOSPHATE SYSTEMS ESK-M5B368-A,
INCREASED CONTENT OF NO3, (SHOWN ON
ESK-M5B369-A) DATED: 95-04-12
X340A TECNIMETAL NV 65663 | GRANODINE 938- KwW9428 95-05-31 | C2 | 112884
6
A ESK-M5B369-A3 PHOSPHATE SOLUTION, ZINC, MAKE UP, FOR
EQUIPMENTS, REDUCED CONTENT OF ZN, (SHOWN ON
ESK-M5B369-A) DATED: 95-04-12
X340A TECNIMETAL NV 65662 | GRANODINE 938- KW9428 95-05-31 | C2 | 138316
8
A ESK-M5B370-A PHOSPHATE SOLUTION, ZINC, ACTIVATOR, ACTIVATOR
FOR PHOSPHATE SOLUTIONS, DATED: 87-12-18
X340A TECNIMETAL NV 49682 | STARTER 958 CF TO-KL7059 87-09-01 | C2 | 110401
A ESK-M5B371-A PHOSPHATE SOLUTION, ZINC, ALKALINE CLEANER,
METAL CLEANER IN DIP-SPRAY PHOSPHATE COATING
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