Sord Yotor Gompany,

VOLUME 5A

Product Engineering Materials Approved Source List PAGE 23
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESE-M2D236-A SILICONE RUBBER, SEAL, OIL PAN, RECYCLING
SYMBOL: >VMQ< DATED: 95-02-02
G593A GOODYEAR TIRE & RUBBER CO 28083 | RD839-C ENG. ENGRG. 80-05-08 | N | IRB029
J190B JAMAK FABRICATION INC 37534 | J-7179-022 ED/994319/D 91-07-23 | N | IRB029
-3134
LOY5A ELRING KLINGER SEALING SYSTEMS INC 39969 | 4001123 ED/CL400788 94-03-24 | N | IRB029
/D5084
M429A MICRODOT INC 20875 | G-9501P ENG. ENGRG. 74-06-06 | N | IRB029
N538A NEFF PERKINS CO
20873 | L-339 ENG. ENGRG. 73-10-10 | N | IRB029
20874 | L-3521 ENG. ENGRG. 74-10-10 | N | IRB029
G834A STILLMAN SEAL 33612 | XE-247774 ENG. ENGRG. 85-12-16 | N | IRB029
A ESE-M2D240-A FLUOROELASTOMER, DIAPHRAGM, 70 DUROMETER “A””
HARDNESS, RECYCLING SYMBOL: >FPM< DATED:
§3-08-22
G638A PARKER SEALS 20881 | XV2200-017-4 ENG. ENGRG. 76-05-19 | N | IRB029
1270A [ER INDUSTRIES INC 20882 | 07-2433 N [ IRB029
V568A VERNAY INC 20883 | VL1502H128 ENG. ENGRG. 73-11-30 | N | IRB029
A ESE-M2D241-A TUBING, EPICHLOROHYDRIN RUBBER - FUEL AND OIL
RESISTANT, RECYCLING SYMBOL: >ECO< DATED:
78-11-08
BI65A BATES ACQUISITION LLC 34163 | B-165A ENG 86-09-15 | N | IRB029
ENGRG/CLS
602162
CO13A AVON AUTOMOTIVE 20884 | XH 63-B ENG. ENGRG. 74-10-10 | N | IRB029
M761A COOPER INDUSTRIES 20886 | #EH 2491 ENG. ENGRG. 74-04-11 | N | IRB029
A268A DAYCO PUROLATOR
20890 | 90-776 CLS 810097 79-03-13 | N | IRB029
37458 | DWX-138 ED/995137/D 91-05-13 | N | IRB029
-3016
J685A JOHNSON RUBBER CO 20885 | #2286 ENG. ENGRG. 74-04-11 | N | IRB029
M399A MICHIGAN RUBBER PRODUCTS INC 68696 | ECO #8904 ACD/LHESS2/ 96-10-31 | N | IRB029
9604106
0785A OTTAWA RUBBLR CO 34725 | 125-9A ENG. 87-07-07 | N | IRB029
ENGRG./CLS
700998
P520A DANA CORPORATION 20887 | 972 ENG. ENGRG. 74-08-29 | N | IRB029
S238A AMORIM INDUSTRIAL SOLUTIONS 20888 | E-1582-A ENG. ENGRG. 73-10-20 | N | IRB029
S485A ALCO INDUSTRIES INC CO 20889 | Y-11 ENG. ENGRG. 74-07-05 | N | IRB029
A ESB-M2D243-A POLYURETHANE FOAM, FLAME BONDABLE, RECYCLING
SYMBOL: >PUR< DATED: 78-11-03
F520A FIRESTONE 26588 | 11840 SA-2D243A- 74-03-21 | N | IRB02%
405
RI07A RFEVES BROTHERS INC
26462 | SC 1105-B BE-78A-50 74-01-23 | N | IRB029
(FOR BODY CLOTH LAMINATION) 26463 | SC 1247 FE-6-115 76-08-10 | N | IRB029
R1070123
S116A SCOTT FOAM DIV 26587 | 30-SF-20 SA-2D243- 76-02-12 | N | IRB029
TOSSA TENNECO CHEMICALS 26464 | HF-4970-FR-1 SA-2F127- 76-02-12 | N | IRB029
534
A WSD-M2D243-A2 POLYURETHANE (PUR) FOAM, FLAME BONDABLE,
RECYCLING SYMBOL: >PUR< DATED: 92-04-30
Q3HCA CALIGEN EUROPE BV
FLAME RETARDANT IS COVERED UNDER TOX #115930 59346 | E 3873 MX 18 TO- 92-06-10 | N | IRB029
D/T7908/D35
99
J54RA CALIGEN FOAM LTD 58373 | E3873MX18 TO-D/D-2974 91-04-18 | N | IRB029
E890A EUROPLASTIC
CONTAINS FLLAME RETARDENTS; TOX NO.S 128494 & 109258 59819 | ET 3940 FKR TO- 92-10-26 | N | IRB029
D/T8565/D37
73
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Gord Yotor Gomprany,

VOLUME 5A

Product Engineering Materials Approved Source List PAGE 24
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A WSD-M2D243.A2 POLYURETHANE (PUR) FOAM, FLAME BONDABLE,
RECYCLING SYMBOL: >PUR< DATED: 92-04-30
E881G FOAMEX INTERNATIONAL INC 59033 | A2227 TO-D/D3235 91-1109 | N IRB029
DOCPA ICOAS A
SOURCE FOR SPAIN 68099 | TEL-37 GRIS AVT/PTHOMAS | 96-11-11 | N IRB029
2/ML T13390
1226A INEPSA
SOURCE FOR SPAIN 63700 | PMF AVT/PTHOMAS | 96-11-11 | N IRB029
2/ML 113342
J3ZLA RECTICEL 60860 | LAMIFLEX 402 D TO- 93-06-10 | N IRB029
D/T9298/D45
39
A WSD-M2D243-A4 POLYURETHANE (PUR) FOAM, FLAME BONDABLE,
RECYCLING SYMBOL: >PUR< DATED: 94-07-12
LYRLA FAURECIA BANCOS DE AUTOMOVEL LDA
GREY 67469 | 27/SCF AVT/TO- 96-04-22 | N IRB029
DT12937
Q3HCA CALIGEN EUROPE BV 62295 | 2.28.85 AFS TO- 94-07-12 | N IRB029
D/T10226/D3
276
J54RA CALIGEN FOAM LTD
62084 | S4273 AF TO- 94-05-20 | N IRB029
D/T11015,MC
SD2507/D518
2
62305 | S4200 A F TO- 94-07-14 | N | IRB029
D/11015/D52
91
62306 | S22 AF TO- 94-07-14 | N IRB029
D/11015/D52
9”2
DOCPB ICOAS A 67281 | SA-26 AVT/TO-D 96-03-12 | N IRB029
T12856/D656
6
J3ZLA RECTICEL 65997 | SF 305 MX AVT/TO-D 95-08-11 [ N IRB029
T12082A/D62
01
A WSD-M2D243-A5 POLYURETHANE (PUR) FOAM, FLAME BONDABLE,
RECYCLING SYMBOL: >PUR< (SHOWN ON WSD-M2D243-A4)
DATED: 94-07-12
LYRLA FAURECIA BANCOS DE AUTOMOVEL LDA
GREY 67470 | 33/SCF AVT/TO- 96-04-22 | N | IRB029
DT12937/D66
43
Q3HCA CALIGEN EUROPE BV 62296 | 2.33.00 AFS TO- 94-07-12 | N IRB029
D/T10226/D5
277
J54RA CALIGEN FOAM LTD
62007 | S 5273 F TO- 94-06-01 | N IRB029
D/T11015/D5
196
D/11015/D52
93
62308 | S 5272 F TO- 94-07-14 | N IRB029
D/11015/D52
94
J3ZLA RECTICEL 65998 | SF 355 M AVT/TO-D 95-08-11 | N IRB029
T12082A/D62
02
A ESA-M2D244-B RUBBER INSULATOR, EPDM - NYLON FABRIC -
LAMINATE, RECYCLING SYMBOL: >EPDM,PA< (SHOWN ON
ESA-M2D244-A) DATED: 79-01-10
N377A NRI INDUSTRIES 27897 N IRB029
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Product Engineering Materials Approved Source List PAGE 25
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE  CODE NAME NO.| NAME/CODE | REFERENGE | DATE | X | NO.
A ESB-M2D246-A1 THERMOPLASTIC POLYOLEFIN ELASTOMER, EXTERIOR
PAINTABLE - LOW MODULUS, RECYCLING SYMBOL: >TEO<
DATED: 78-11-17
F345A FERRO CORP
APPRVD. FOR UV BLACK 56708 | FF-11724-0201 BEPE/EP- 83-06-22 | N IRB029
UNPAINTED APPL.; 83040/CLS-
NON-CONDUCTIVE 204575 &
SUBSTRATE 205767
T03SA MONTELL USA INC
EXTRUSION GRADE YGYA BLACK 56703 | ETA-3021 E B&CE/BEPE - 89-02-16 | N | IRB029
EP 89017
APPROVED FOR UV LIGHT GRAY 56704 | ETA-2010 B&CE/BEPE 88-01-18 | N | IRB029
UNPAINTED
APPLICATIONS. NON-
CONDUCTIVE
SUBSTRATE,
FLEX MODULLUS 163-
234 MPA
APPROVED FOR UV BLACK 56705 | ETA-2011 B&CE/BEPE 88-01-18 | N IRB029
UNPAINTED
APPLICATIONS. NON-
CONDUCTIVE
SUBSTRATE,
FLEX MODULUS
165-234 MPA
FLEXURAL MODULUS 165-234 MPA 56707 | ETA 3020 B&CE/BEPE- 87-03-28 | N IRB029
EP87021
APPRVD. FOR UV BLACK 56709 | PD-76-1212 BEPE/EP- 83-06-28 | N | IRB029
UNPAINTED 83044/CLS-
APPL.;NON- 206068
CONDUCTIVE
SUBSTRATE TENSILE
STR. 5.8 MPA MIN
APPR. FOR UNPAINTED BLACK 56712 | COLONIAL 201G EP-78075 79-02-26 | N | IRB029
APPLICATIONS
R254B SOLVAY ENGINEERED POLYMERS 56706 | RPI 180 B&CE/BEPE- 87-03-28 [ N IRB029
EP87020
F89%A VISTA CHEMICAL CO
NON-CONDUCTIVE GRAY 56710 | TPR-1830 EP-77038 77-07-14 | N IRB029
SUBSTRATE
A ESB-M2D246-A2 THERMOPLASTIC POLYOLEFIN ELASTOMER, PAINTABLE
INTERMEDIATE MODULUS, RECYCLING SYMBOL: >TEQO<
(SHOWN ON ESB-M2D246-A1) DATED: 78-11-17
A837A ATCOFLEX
APPRVD. FOR CCD APPLIC. ONLY 63838 | BLEND #39 CCD CLS- 82-09-15 | N | IRB029
203976
F345A FERRO CORP
APPRVD. FOR UV BLACK 63829 | FF-11725-0402 BEPE/EP- 83-06-22 | N | IRB029
UNPAINTED 83041/CLS-
APPI..;NON- 204575 &
CONDUCTIVE 205767
SUBSTRATE
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 63823 | FF-11725-402 B&CE/EP- 85-06-08 | N IRB029
322 MPA 84047
EXTRUSION GRADE YGYA BLACK 63309 | ETA-3041E B&CE/BEPE- 89-09-12 [ N IRB02%
EP-89077
EXTRUSION GRADE YGYA BLACK 63810 | ETA-3061 E B&CE/BEPE - 89-02-16 | N IRB029
EP 89017
YGYA BLACK 63813 | ETA-3041 B&CE/BEPE - 89-01-06 | N IRB029
EP 89006
APPRVD. FOR UV BLACK 63828 | PD-76-1197 BEPE/EP- 83-06-28 | N | IRB029
UNPAINTED 83041/CLS-
APPL.;NON- 204575 &
CONDUCTIVE 205767
SUBSTRATE
APPRVD. FOR UNPAINTED UV EXPOSURE APPLICATIONS (HARDNESS 63830 | ETA-3041 BEPE/EP- 83-03-26 | N | IRB029
50-60 DURO. *“D*) 83035/CLS-
106007
APP. FOR UNPAINTED BLACK 63831 | COLONIAL 301G RP-73085 76-09-29 | N IRB029
APPLICATIONS.
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Sord Yotor Gompany,

VOLUME 5A

Product Engineering Materials Approved Source List PAGE 26
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A ESB-M2D246-A2 THERMOPLASTIC POLYOLEFIN ELASTOMER, PAINTABLE
INTERMEDIATE MODULUS, RECYCLING SYMBOL: >TEO<
(SHOWN ON ESB-M2D246-A1) DATED: 78-11-17
TO3SA MONTELL USA INC
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 63822 | ETA 3040 B&CE/EP- 85-06-08 | N IRB029
276 MPA 84044
REED PLASTICS
COLOR CONCENTR. C-
PPR-09697
R254A SOLVAY ENGINEERED POLYMERS
YGYA BLACK 63811 | DEXFLEX 6040- B&CE/BEPE - 89-01-06 | N IRB029
YGYA-9055 EP 89006
APPRVD. FOR BLACK UNPAINTED UV EXPOSED APPLICATIONS; NON- 63816 | DEXFLEX TM BEPE/EP- 83-07-09 [ N IRB029
CONDUCTIVE SUBSTRATE 6040BK 83047/CIL.S-
206070
ZDNA GREYK 67405 | DEXFLEX 6040- AVT/D6623 96-04-09 | N IRB029
ZDNA
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 63821 | RPI D6040 B&CE/EP- 85-06-08 | N IRB029
275 MPA 84041
R254B SOLVAY ENGINEERED POLYMERS
APPRVD. FOR UNPAINTED APPLIC., NON-CONDUCTIVE SUBSTRATE 63815 | DEXFLEX TM BEPE/BML 82-11-08 | N IRB029
1046-1 EP-80013
CLS-003971
R412A RHE TECH INC 63817 | TPO FT-1036 B&CE/BEPE/C 86-07-25 | N IRB029
LS-500662
S093A A SCHULMAN INC
FLEX MOD NEAR YGYA BLACK 63808 | POLYTROPE TPP- BEO/D5330 94-07-25 | N IRB029
CENTER OF SPEC 503
RANGE; FOR USE ON
FINISHED PART
ASSEMBLIES
YGYA BLACK 63812 | POLYTROPE TPP- B&CE/BEPE - 89-01-06 | N IRB029
504-330B EP 29006
APPROVED FOR PAINTED APPLICATIONS ONLY 63814 | POLYTROPE TFP B&CE/BEPE 87-12-21 | N IRB029
504-31P BLACK EP-87076
APPRVD. FOR UNPAINTED UV APPLIC. ONLY 63818 | POLYTROPE TFPP- B&CE/BEPE- 85-10-19 | N IRB029
304-31 EP-85012
FLEX MODULUS 269 6PPA MED DARK SMOKL 63820 | POLYTROPL TPP B&CL/LP- 85-08-03 | N IRB029
MPA 504-221B 84083/CLS-
500414
S218A SHELL CHEMICAL CO
NON-CONDUCTIVE GRAY 63832 | KRATON G7820 RP-73003 76-09-29 [ N IRB029
SUBSTRATE
TO31A TEKNOR APEX CO
APPRVD. FOR BLACK, UV EXPOSED APPLIC. 63825 | TELCAR 340-S BEPE/EP- 84-01-18 [ N IRB029
BLACK 111 84001/CLS-
305170
APPRVD. FOR BLACK, UV EXPOSED APPLIC. 63826 | TELCAR 340 BEPE/EP- 84-01-18 [ N IRB029
BLACK 111 84002/CLS-
305170
NON-CONDUCTIVE GRAY 63837 | TELLCAR 340 RP-76061 R0-01-16 | N TRB029
SUBSTRATE PL76-11383
F89%A VISTA CHEMICAL CO
FLEX MOD 267 MPA, 6PPA MED DK SMOKE 63819 | TPO-451 GRAY B&CE/BEPE- 85-10-19 [ N IRB029
HARDNESS 45 D EP-85007
UNPAINTED APPLIC. 84027/CLS-
305651
APPRVD. FOR BLACK 63827 | TPR 5381 BEPE/EP- 83-07-08 | N IRB029
UNPAINTED EXTERIOR (8951) 83048/CLS-
APPLIC.; NON- 203837
CONDUCTIVE
SUBSTRATE, TENSILE
STR. 5.8 MPA, MIN
A ESB-M2D246-A3 THERMOPLASTIC POLYOLEFIN ELASTOMER, PAINTABLE
HIGH MODULUS, RECYCLING SYMBOL: >TEO< (SHOWN ON
ESB-M2D246-A1) DATED: 78-11-17
F345A FERRO CORP
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Gord Yotor Gomprany,

VOLUME 5A

Product Engineering Materials Approved Source List PAGE 27
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A ESB-M2D246-A3 THERMOPLASTIC POLYOLEFIN ELASTOMER, PAINTABLE
HIGH MODULUS, RECYCLING SYMBOL: >TEO< (SHOWN ON
ESB-M2D246-A1) DATED: 78-11-17
F345A FERRO CORP
APPRVD. FOR UV BLACK 56735 | FF-11726-0601 BEPE/EP- 83-06-22 | N IRB029
UNPAINTED APPLIC.; 83042/CLS-
NON-CONDUCTIVE 204575/2057
SUBSTRATE 67
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 56729 | FK-11375B-601 B&CE/EP- 85-06-08 | N 1RB02Y
390 MPA 84048
TO3SA MONTELL USA INC
EXTRUSION GRADE YGYA BLACK 56717 | ETA-3081 E B&CE/BEPE - 89-02-16 | N IRB029
EP 89017
YGYA BLACK 56721 | ETA-3081 B&CE/BEPE - 89-01-06 | N IRB029
EP 89006
XPIC STL.VER 56727 | ETA 3080 B&CFE/BEPE - 87-06-01 [ N TRB029
EP 87038
APPRVD. FOR UV BLACK 56736 | PD-76-1423 BEPE/EP- 83-06-28 | N IRB029
UNPAINTED APPLIC.; 83046/CLS-
NON-CONDUCTIVE 301570
SUBSTRATE
APPRVD. IFOR UNPAINTED UV EXPOSURLE APPLIC. 56737 | CTA 3081 BEPL/EP- 83-05-26 | N IRB02Y
83036/CLS-
106007
APPR. FOR UNPAINTED BLACK 56741 | COLONIAL 601T EP-78085 79-03-23 | N IRB029
APPLICATIONS
59163 | ETA 3104 BEO/D3449 92-03-23 | N IRB029
YGYA BLACK 56728 | ETA-3081 B&CE/BEPE - 88-10-07 | N IRB029
EP 88045
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 56730 | ETA 3080 B&CE/EP- 85-06-08 | N IRB029
497 MPA 84045
REED PLASTICS
COLOR CONCENTR. C-
PPR-09697
R254A SOLVAY ENGINEERED POLYMERS
HIGH MELT FLOW RATE 16-20 G/10 MIN 56714 | DEXFLEX TM D- B&CE/BEPE- 89-04-12 | N IRB029
160HF EP 80044
EXTRUSION GRADLE YGYA BLACK 56715 | DEXTLEX L-1066 B&CL/BEPE - 89-02-16 | N IRB02Y
EP 89018
MELT FLOW RATE
0.50-0.90 G/10 MIN
EXTRUSION GRADE YGYA BLACK 56716 | DEXFLEX E-160 B&CE/BEPE - 89-02-16 | N IRB029
EP 89018
MELT FLOW RATE
0.45-0.65 G/10 MIN
YGYA BLACK 56718 | DEXFLEX 1066- B&CE/BEPE - 89-01-06 | N IRB029
YGYA-9057 EP 89006
YGYA BLACK 56719 | DEXFLEX D160- B&CE/BEPE - 89-01-06 | N IRB029
YGYA-9056 EP 89006
COLOR PIGMENTED FOR PAINTED APPL. ONLY. NOT UV STABIL. 56731 | DEXFLEX TM NS- B&CE/EP- 85-01-05 IRB029
FLEX. MOD. 680 MPA, DURO. 64D 160 85004
FLEX. MOD. 680 MPA, DURO. 63D 160 85004
DAJA MOCHA 58874 | DEXFLEX 1066 BODY/P- 91-11-14 [ N IRB029
0852/D-3278
ACRA GRAY 59791 | DEXFLEX 1066 BEO/D-3757 92-10-21 | N IRB029
YCWA DARK OPAL 59792 | DEXFLEX 1066 BEO/D-3758 92-10-21 | N IRB029
DCKA PUMICE 61713 | DEXFLEX 1066 BEO/D4970 94-01-11 | N IRB029
ZUUA GRAPHITE 62222 | DEXFLEX 1066 BEO/D5213 94-06-16 | N IRB029
ZUUA MED GRAPHITE 62666 | DEXFLEX 1066 BEO/ESB- 94-10-03 | N IRB029
MY9P22-
A1/D3586
MATERIAL MEETS ESB- DEPA LIGHT SADDLE 64315 | DEXFLEX 1066 AVT/ESBM9SP 95-04-26 | N IRB029
M99P22-A1 22A1/D6038
WEATHERING
RFEQUIREMENTS
AYNA LT PRAIRIE TAN 67578 | DEXFLEX 1066 AVT/D-6703 96-05-23 | N IRB029
Materials Engineering Testing & Standards 2001-12-03
Documents

Copyright by the Ford Motor Company

Sat Aug 27 22:36:32 2016

Full document details: FORD VOL 5A ASL 2001

Document Sharing Hub


http://www.avadocuments.com/doc/ford-vol-5a-asl-2001
http://www.avadocuments.com/doc/ford-vol-5a-asl-2001

Sord Yotor Gompany,

VOLUME 5A

Product Engineering Materials Approved Source List PAGE 28
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A ESB-M2D246-A3 THERMOPLASTIC POLYOLEFIN ELASTOMER, PAINTABLE
HIGH MODULUS, RECYCLING SYMBOL: >TEO< (SHOWN ON
ESB-M2D246-A1) DATED: 78-11-17
R254A SOLVAY ENGINEERED POLYMERS
FLEXURAL MODULUS 6 PPA MED. DK. SMOKE 56725 | DEXFLEX TM D- B&CE/EP- 85-06-08 | N IRB029
517 MPA 160 84042
R254B SOLVAY ENGINEERED POLYMERS
APPRVD. FOR UNPAINTED APPLIC., NON-CONDUCTIVE SUBSTRATE 56724 | DEXFLEX TM BEPE/BML 82-1108 | N IRB029
1066-1 EP-80014
CLS-003971
R412A RHE TECH INC
NON-CONDUCTIIVE YGYA BLACK 56720 | TPO FT-1055 B&CE- 89-01-06 | N IRB029
SUBSTRATE BODY/EP
89006/D2099
56726 | TPO-FT1055 B&CE/ER- 86-06-20 | N | IRB029
86035
58805 | FT1055-71 BODY/D-3237 91-10-16 [ N IRB029
ACRA GRAY 59273 | FT1055-81 BODY/D-3525 92-04-29 | N IRB029
S093A A SCHULMAN INC
YGYA BLACK 56713 | POLYTROPE TFP B&CE/BEPE - 89-06-27 [ N IRB029
308-330A EP-
89060/CLS
APPROVED FOR UNPAINTED UV EXPOSED APPLICATIONS ONLY 56722 | POLYTROPE TFPP B&CE/BEPE 87-12-21 IRB029
317-31 BLACK EP-87076
APPROVED FOR BLACK 56723 | POLYTROPE TFPP B&CE/BEPE - 87-12-21 | N IRB029
PAINTED 317-31P BLACK EP-87076
APPLICATIONS ONLY
63D HARDNESS, 760 6PPA MED DK SMOKE 56733 | POLYTROPE TPP B&CE/BEPE- 85-08-10 | N IRB029
MPA FLEX MODULUS 317-221B CLS-501897
S093C A SCHULMAN INC
EXTRUSION GRADE BLACK 56738 | POLYTROPE TPP- BEPE/EP- 83-05-26 | N IRB029
319-31 83034/CLS-
300050
TO31A TEKNOR APEX CO
APPRVD. FOR BLACK, UV EXPOSED APPLIC. 56734 | TELCAR 102 BEPE/EP- 84-01-18 | N IRB029
BLACK 111 84003/CLS-
305170
A ESW-M2D247-A NITRILE BUTADIENE RUBBER, HIGH HEAT RESISTANT,
OIL SEALS, RECYCLING SYMBOL: >NBR< DATED:
83-08-09
AQ97A ACUSHNET CO
1 34760 | H-14481 B&CE/CEO, 87-08-03 [ N IRB029
CLS 700453,
ACUSHNET
6318
11 34761 | H-14482 B&CE/CEQ, 87-08-03 [ N IRB029
CLS 700410,
ACUSHNET
6319
G638A PARKER SEALS
1 20895 | 2141 CEO 74-11-19 [ N IRB029
i 30892 [ N2419 CEO/CLS 83-04-29 [ N IRB029
205272 &
200603
E7FQB INDUSTRIAL ELECTRONIC RUBBER
TYPE 1 APPROVAL ONLY 34816 | 04-3855 B&CE/CEO 80-05-23 [ N IRB029
601006
P703B PARKER WYNNS GOSHEN
1 28482 | 8247 CEO 80-10-13 [ N IRB029
YO030A TRELLEBORG AUTOMOTIVE
1I 20896 | 58710 CEO 74-11-19 | N IRB029
A ESW-M2D248-B LAMINATE, MODIFIED BUTYL RUBBER/POLYESTER
FABRIC, (SHOWN ON ESW-M2D248-A) DATED: 79-01-10
NONE SOURCE APPROVAL PENDING
A ESE-M2D249-A TUBING, SILICONE RUBBER, RECYCLING
SYMBOL: >VMQ< DATED: 91-02-25
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