Gord Yotor Gomprany,

VOLUME 5B
Worldwide & European Engineering Materials Approved Source List PAGE 1
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSD-M2D440-A FLUOROELASTOMER (FKM), OXYGENATED/OXIDIZED
FUEL RESISTANT, METHANOL RESISTANT, 80 IRHD
HARDNESS, FUEL RAIL SEAL IN INJECTION SYSTEMS,
RECYCLING SYMBOL: >FPM< DATED: 91-08-09
Q752A ELRING DICHTUNGSWERKE GMBH 56354 | PROCAL FPM TO- 90-04-19 | N | IRB029
8015 D/MCS1891/D
-2605
A WSD-M2D440-A2 FLUOROELASTOMER (FPM), OXYGENATED/OXIDIZED
FUEL RESISTANT, METHANOL RESISTANT, 70 IRHD
HARDNESS, RECYCLING SYMBOL: >FPM< (SHOWN ON
WSD-M2D440-A) DATED: 91-08-09
Q752A ELRING DICHTUNGSWERKE GMBH 58565 | FPM-7080 TO-D/D-3138 91-07-29 | N | IRB02%
A WSD-M2D440-A3 FLUOROELASTOMER (FKM), OXYGENATED/OXIDIZED,
FUEL RESISTANT, METHANOL RESISTANT, 75 IRHD
HARDNESS, RECYCLING SYMBOL: >FKM< DATED:
98-01-26
Q752A ELRING DICHTUNGSWERKE GMBH 62228 | FKM7000 TO- 94-06-20 | N | IRB029
D/MLT11067/
D5235
A WSD-M2D441-A THERMOPLASTIC ELASTOMER (TEOQ) POLYOLEFIN, EPDM
RUBBER MODIFIED, RECYCLING SYMBOL: >TEO< DATED:
01-03-05
NO3LA ADVANCED ELASTOMER SYSTEMS NV/SA 56319 | SANTOPRENE TO- 90-03-29 | N | IRB02%
103-40 K/1895/D-
259%
DO70A DSM POLYMERS
EXTERIOR USE ONLY 67450 | SARLINK 4139D AVT/CLS6004 96-04-17 | N | IRB029
NAT&BLK 53/D6634
A WSP-M2D442-A FLUOROELASTOMER (FPM), OIL SEAL, O-RING,
RECYCLING SYMBOL: >FPM< DATED: 90-07-02
P703B PARKER STEERING & DRIVELINE SYSTEMS 56177 | WYNN'S T&A/D-2507 90-07-02 | N | IRB029
PRECISION #
19487
A WSK-M2D444-A ETHYLENE/ACRYLIC (AEM) RUBBER, ROTATING SHAFT
OIL SEAL, ROTATING SHAFT OIL SEALS IN MANUAL
TRANSMISSIONS, RECYCLING SYMBOL: >AEM< DATED:
90-08-01
B791A DICHTUNGSTECHNIK G. BRUSS GMBH & CO KG 56282 | W-1134 TO.K/BQ3329 90-05-12 | N | IRB029
/D-2551
A WSE-M2D445-A SILICONE (VMQ) RUBBER, COOLANT RESISTANT, LOW
VOLATILE, LONG LIFE GASKET, WATER PUMP MOUNTING
J190A JAMAK FABRICATION INC 56288 | J4710-5 ED/990874/D 90-05-10 | N | IRB029
-2552
A WSD-M2D446-A1 POLYURETHANE (PUR) FOAM, ACOUSTICAL, ENGINE
COMPARTMENT NOISE INSULATOR FOR TRANSIT,
RECYCLING SYMBOL: >PUR< DATED: 91-10-24
D1Z3A PRITEX LTD 56304 | HFW 28 TO- 90-03-23 | N | IRB02%
D/1910/D-
2554
A WSD-M2D446-A2 POLYURETHANE (PUR) FOAM, ACOUSTICAL, ENGINE
COMPARTMENT NOISE INSULATOR FOR TRANSIT,
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A WSD-M2D446-A2 POLYURETHANE (PUR) FOAM, ACOUSTICAL, ENGINE
COMPARTMENT NOISE INSULATOR FOR TRANSIT,
RECYCLING SYMBOL: >PUR< (SHOWN ON WSD-M2D446-A1)
DATED: 91-10-24
B3RZC ILLBRUCK INC 56307 | S25T TO- 90-08-01 | C | IRB025
D/MC1923/D-
2566
A WSD-M2D447-A ETHYLENE/ACRYLIC (AEM) RUBBER, OIL AND ACIDIC
AQUEOUS CONDENSATE RESISTANT, 70 HARDNESS,
RECYCLING SYMBOL: >AEM< DATED: 91-08-16
K250A CIKAUTXO § COOP 60743 | 1 EAM69 1 TO-K/ML 93-03-04 | N | IRB029
T9735/D-
4403
K4UKA GATES VULCA, S.A. 61327 | 6258 TO- 93-11-19 | N | IRB029
D/MLT10336/
D4896
DOSWA MUENDENER GUMMIWERK GMBH
56284 | 3884 TO- 90-07-27 | N | IRB029
D/MC1914/D-
2556
EXCEPT HARDNESS 58+/- 5 57931 | 3299C TO-D/ML 91-01-08 | N | IRB029
T5356/D-
279
P103A PASS-GUMMIWERKE GMBH & CO KG 57932 | 275 TO-D/ML 91-01-08 | N | IRB029
T5357/D-
2797
A WSD-M2D447-A2 ETHYLENE/ACRYLIC (AEM) RUBBER, OIL AND ACIDIC
AQUEOUS CONDENSATE RESISTANT, 80 HARDNESS,
RECYCLING SYMBOL: >AEM< (SHOWN ON WSD-M2D447-A)
DATED: 98-01-26
K250A CIKAUTXO § COOP 61837 | 3EAM 751 TO-D/ML- 94-02-23 | N | IRB029
T10814/D303
2
A WSD-M2D447-A3 ETHYLENE/ACRYLIC (AEM) RUBBER, OIL RESISTANT,
60 HARDNESS, RECYCLING SYMBOL: >AEM< (SHOWN ON
WSD-M2D447-A) DATED: 98-01-26
Q752A ELRING DICHTUNGSWERKE GMBH
62229 [ EACM 6080 TO- 94-05-04 | N | IRB029
D/MLT11066/
D5236
71071 | AEM 6080 FOE/BHENNES | 98-01-15 | N | IRB029
S/TO-D ML
Al142
A WSD-M2D447-A4 ETHYLENE/VINYL ACETATE RUBBER, HEAT AND OIL
RESISTANT, 50 HARDESS, RECYCLING SYMBOL: >AEM<
DATED: 01-11-27
Q755A GOETZE AG 62230 | EV 5028 TO- 94-06-21 | N | IRB029
D5237
A WSD-M2D448-A POLYACRYLIC RUBBER (ACM), HOT AIR, HOT OIL AND
COMPRESSION STRESS, RELAXATION RESISTANT, 50
IRHD, RECYCLING SYMBOL: >ACM< DATED: 93-09-30
B791A DICHTUNGSTECHNIK G. BRUSS GMBH & CO KG 61448 | 05533 TO- 93-10-11 | N | IRB029
D/ML/T10270
D4741
DIX3A PRECISION CUT RUBBER CO LTD
68419 | 246/H AVT/BHENNES [ 96-10-09 | N | TRB029
S/TO-D ML
T13471
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A WSD-M2D448-A POLYACRYLIC RUBBER (ACM), HOT AIR, HOT OIL AND
COMPRESSION STRESS, RELAXATION RESISTANT, 50
IRHD, RECYCLING SYMBOL: >ACM< DATED: 93-09-30
W560A WESTERN CONSOLIDATED TECHNOLOGIES 58516 | WCT 4502 TO-D/MS- 91-07-12 | N | IRB029
T5714/D-
3111
A WSD-M2D448-A2 POLYACRYLIC (ACM) RUBBER, HOT AIR, HOT OIL AND
COMPRESSION STRESS RELAXATION RESISTANT, 65
IRHD, RECYCLING SYMBOL: >ACM< (SHOWN ON
WSD-M2D448-A) DATED: 93-09-30
B791A DICHTUNGSTECHNIK G. BRUSS GMBH & CO KG 59210 | 5730 TO-D/D3499 92-04-07 | N | IRB029
A WSE-M2D451-A HYDROGENATED NITRILE (HNBR) RUBBER, RECYCLING
SYMBOL: >HNBR< DATED: 92-03-16
C849A JOHN CRANE INC 56406 | 3872 ED/991452/D 90-08-31 | N | IRB029
-2614
A WSA-M2D451-A2 HYDROGENATED NITRILE (HNBR) RUBBER, RECYCLING
SYMBOL: >HNBR< DATED: 92-08-06
C421A CR INDUSTRIES 58959 | SIRVENE 162 BEO/D3327 92-01-08 | N | IRB029
K9B0A FREUDENBERG NOK
58958 [ DO802 BEO/D3203 92-01-08 | N | IRB029
EXCEPT HEAT AGING FOR 1000 H AT 135 C 59807 | D083 BEO- 92-10-21 | N | IRB02%
CHASSIS/D37
67
G638A PARKER SEALS 58960 | T2563 BEO/D3326 92-01-08 | N | IRB029
PO74A PARKER HANNIFIN CORP 71424 | N-1249-80 VO/CTHOMAS3 | 98-07-29 | N | IRB029
/CL9700043G
K
A WSB-M2D452-A THERMOPLASTIC ELASTOMER (TEEE) MOLDING
COMPOUND, INTERIOR, AIRBAG DOOR APPLICATIONS,
RECYCLING SYMBOL: >TEEE< DATED: 99-09-24
Q633A DUPONT DE NEMOURS INTERNATIONAL SA
EXCLUDING PARA 3.5.7.1 67873 | DYM 160 BK373B AVT/LSOREID 96-07-05 | N | IRB029
E/1596043
H327A EI DUPONT DE NEMOURS & CO INC 56360 | DYM 100BK B&CE- 90-08-31 | N | IRB029
BODY/PPS000
4-A/D-2618
A WSB-M2D452-A2 THERMOPLASTIC ELASTOMER (TEEE), MOLDING
COMPOUND, INTERIOR, RECYCLING SYMBOL: >TEEE<
(SHOWN ON WSB-M2D452-A) DATED: 99-09-24
H827A EI DUPONT DE NEMOURS & CO INC 62234 | DYM 350BK BEO/94005- 94-06-14 | N | IRB029
1/D5240
A WSB-M2D452-A3 THERMOPLASTIC ELASTOMER (TEEE), MOLDING
(SHOWN ON WSB-M2D452-A) DATED: 99-09-24
H827A EI DUPONT DE NEMOURS & CO INC 62235 | DYM 500BK BEO/94003- 94-06-14 | N | IRB029
2/D5241
A WSD-M2D453-A RUBBER, SILICONE (VQM), VERY HIGH TEMPERATURE
RESISTANT, RECYCLING SYMBOL: >VMQ< DATED:
93-07-26
R6E4A DOW CORNING STI 61529 | 23002-V ORANGE TO- 93-11-19 | N | IRB02%
D/MTT10413/
D4899
J190A JAMAK FABRICATION INC
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A WSD-M2D453-A RUBBER, SILICONE (VQM), VERY HIGH TEMPERATURE
RESISTANT, RECYCLING SYMBOL: >VMQ< DATED:
93-07-26
J190A JAMAK FABRICATION INC 61340 | JY 5716-5 LT TO- 93-09-24 | N | IRB029
ORANGE D/ML/T10192
/D4740
M627A MOLDEX RUBBER CO INC
LT ORANGE 66305 | 535WV 244008 AVT/TO-D 95-10-25 | N | IRB029
112648/D631
9
ES559E PRESTOLITE WIRE CORPORATION 58417 | ES 2046 TO- 90-08-23 | N | IRB029
D/1930/D-
2639
R424B RHONE POULENC INC 61530 | DS 357 ORANGE TO- 93-11-19 | N | IRB02%
D/MLT10415/
4900
S538A LEXINGTON INSULATORS
LT ORANGE 66306 | X0600 SP AVT/TO-D 95-10-25 | N | IRB029
T12645/D632
0
A WSP-M2D455-A FLUOROELASTOMER (FPM), OIL RESISTANT, ROTATING
SHAFT OIL SEAL, RECYCLING SYMBOL: >FPM< DATED:
97-02-13
K9B0OA FREUDENBERG NOK 58856 | FP-27 T&A/D-3275 91-11-14 | N | IRB029
A WSP-M2D455-A2 FLUOROELASTOMER (FPM), OIL RESISTANT ROTATING
SHAFT OIL SEAL, RECYCLING SYMBOL: >FPM< (SHOWN
ON WSP-M2D455-A) DATED: 97-02-13
F260G FEDERAL MOGUL CORP 68332 | V41 PTO/TKOCH 96-09-30 | N | IRB029
A WSB-M2D456-A POLYURETHANE (PUR) FOAM, CAST, INSTRUMENT
PANEL INSULATORS, RECYCLING SYMBOL: >PUR<
DATED: 94-10-08
A492G COLLINS & AIKMAN CARPET & ACOUSTICS
APPROVED FOR CODE #3222333 ONLY 56504 | 45A-3069B B&CE- 90-11-06 | N | IRB029
BODY/AE(-
4/5/D-2701
APPROVED FOR CODE #2212332 ONLY 63067 | 30A-110B BEO/AS4- 94-12-05 | N | IRB029
34/D5721
B254A COLLINS & AIKMAN CARPET & ACOUSTICS CANADA INC
APPROVED FOR CODE #3212333 ONLY 56505 | 28A-3075B B&CE- 90-11-06 | N | IRB02%
BODY/AE(-
11/D-2702
B463A HL BLACHFORD INC
APPROVED FOR CODE #2342434 ONLY 63066 | HLB 31662 BEO/AS4- 94-12-05 | N | IRB029
33/D5720
APPROVED FOR CODE #3141333 ONLY 63611 | HLB K473 AVT/SADS- 95-01-18 | N | IRB029
1/D5791
MO8RA LEAR CORPORATION
APPROVED FOR CODE #3231324 ONLY 56506 | FFS-3081B/28A B&CE- 90-11-06 | N | IRB029
10/D-2703
A WSK-M2D458-A FLUOROELASTOMER (FPM) ELASTOMER, ROTATING
SHAFT OIL SEAL, RECYCLING SYMBOL: >FPM< DATED:
91-02-01
T408X TOCHIGI FUII SANGYO / SUMITOMO CP 57867 | FKM TO- 90-10-18 | N | IRB02%
K/50005.1/D
-2737
A WSK-M2D459-A POLYACRYLIC (ACM) ELASTOMER, ROTATING SHAFT
OIL SEAL, RECYCLING SYMBOL: >ACM< DATED:
93-12-01
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A WSK-M2D459-A POLYACRYLIC (ACM) ELASTOMER, ROTATING SHAFT
OIL SEAL, RECYCLING SYMBOL: >ACM< DATED:
93-12-01
K83%A KACO GMBH & CO 57869 | AC 70808 TO- 90-10-18 | N | IRB029
K/50102/D-
2738
A WSK-M2D459-A2 POLYACRYLIC (ACM) RUBBER, ROTATING SHAFT OIL
SEAL, RECYCLING SYMBOL: >ACM< (SHOWN ON
WSK-M2D459-A) DATED: 93-12-01
F437A BRUSS JUNTAS TECNICAS § COM
58625 | W0340/1 TO- 93-11-04 | N | IRB029
K/G3130/D-
172
61518 | W0552 TO- 93-11-10 | N | IRB029
K/G3130/D48
89
A WSK-M2D460-A POLYURETHANE (PUR) FOAM, SLAB STOCK, RECYCLING
SYMBOL: >PUR< DATED: 93-09-01
J3ZLA RECTICEL 57891 | SUPERSEAL W TO- 90-11-19 | N | IRB029
K/BQ3507/D-
2748
A WSB-M2D462-A1 THERMOPLASTIC ELASTOMER CHLORINATED ETHYLENE
(TECE), 60 DUROMETER, EXTERIOR, RECYCLING
SYMBOL: >TECE< DATED: 97-11-21
D876A EI DUPONT DE NEMOURS & CO INC 61841 | ALCRYN 2060 BK BEO- 91-01-03 | N | IRB02%
BODY/D5037
A WSB-M2D462-A2 THERMOPLASTIC ELASTOMER, CHLORINATED ETHYLENE
(TECE), 70 A DUROMETER, EXTERIOR ONLY,
RECYCLING SYMBOL: >TECE< (SHOWN ON
WSB-M2D462-A1) DATED: 97-11-21
D876A EI DUPONT DE NEMOURS & CO INC
MATERIAL MUST BLACK 61839 | ALCRYN 2070 BK BEO- 94-02-24 | N | IRB029
CONTAIN 1% MORTON BODY/EM-
VINYZENE SBI-ELV 94016/CL305
381/D5033
A WSB-M2D462-A3 THERMOPLASTIC ELASTOMER, CHLORINATED ETHYLENE
(TECE), 80 A HARDNESS, RECYCLING SYMBOL: >TECE<
DATED: 97-11-21
D876A EI DUPONT DE NEMOURS & CO INC
GENERIC BLACK-NO COLOR MATCH/NON-INTERIOR & NON-EXTERIOR 62373 | ALCRYN 2080 BK BEO/EM94024 94-05-19 | N | IRB029
{CL305381/D
5343
A WSH-M2D463-A HYDROGENATED NITRILE BUTADIENE (HNBR) RUBBER,
REFRIGERANT AND OIL RESISTANT O’RING, RECYCLING
SYMBOL: >HNBR< DATED: 00-04-26
A68DA HUTCHINSON SEAL CORP 72968 | D58 (BLACK); ELD/LRUMAO 00-05-22 | C | IRB025
D63 (GREEN)
BF7HA DAEJUNG HIGH POLYMER INDUSTRY CO LTD
BLACK 72948 | 3110-2 BLACK VO/TWEINGAR | 00-05-08 | N | IRB029
D743A TISPP UK LIMITED
GREEN 57933 | CMPD #2709 LRUMAQO/VIST | 91-01-04 | N | IRB029
GREEN EON
A WSS-M2D463-A2 HYDROGENATED NITRILE BUTADIENE RUBBER (HNBR)
SUPERIOR COMPRESSION SET,, REGRIGERANT AND OIL
RESISTANT Q-RINGS, (SHOWN ON WSH-M2D463-A)
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