Wc@f W%W’W% VOLUME 7E

Product Engineering Materials Approved Source List PAGE 1
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O [ TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSB-M4D831-A THERMOPLASTIC POLYURETHANE ELASTOMER (TPUR),
65 DUROMETER HARDNESS MOLDING COMPOUND,
RECYCLING SYMBOL: >TPUR< DATED: 91-09-20
S093A A SCHULMAN INC
58659 | POLYPUR FPU BODY/EM9100 91-07-10 | N | IRB02%
1300-21, GRAY 1/D-3208
58660 | POLYPUR FPU BODY/EM9100 91-07-10 | N | IRB02%
1300-31, BLACK 1/D-3209
A WSH-M4D832-A POLYPROPYLENE (PP) HOMOPOLYMER, 10%
WOLLASTONITE FILLED MOLDING COMPOUND, RECYCLING
SYMBOL: >PP-M10< DATED: 93-03-19
C565A FERRO CORP 58765 | WPP10SDO2NA CCD/CL10165 91-10-01 | N [ IRB029
4/D-3230
A WSB-M4D833-A ACRYLONITRILE STYRENE ACRYLATE (ASA), MEDIUM
HEAT RESISTANT MOLDING COMPOUND, EXTERIOR,
RECYCLING SYMBOL: >ASA< DATED: 99-03-19
BO3%A BASF AKTIENGESELLSCHAFT
FA BLACK 60799 | LURAN S 778 T TO- 93-05-17 | N | IRB02%
BLACK 28214 K/G930605/D
437
FA BLACK 60800 | LURAN S 778 T TO- 93-05-17 | N | IRB02%
BLACK 28214 UV K/G930306/D
4488
X5C2506 GRAPHITE GREY 60801 | LURAN S 778 T TO- 93-05-17 | N | IRB029
GREY 28216 K/G930306
X5C2506 GRAPHITE GREY 60802 | LURAN S 778 T TO- 93-05-17 | N | IRB029
GREY 28216 UV K/G930306/D
44%0
BDIWA BASF AKTIENGESELLSCHAFT
FA BLACK 72994 | LURAN § 778T FOE/LRODIGA | 00-06-12 | C2 | 158085
(ALL GRADES) S
G841A BASF AUSTRALIA LTD
BLACK 60806 | LURAN S 778 T TO- 93-05-17 | N | IRB029
BLACK 26561 K/G930506/D
4494
K2LRA BASF CORP
YGYA BLACK 60803 | LURAN S 778 T TO- 93-05-17 | N | IRB02%
BLACK 31261 K/G930506/D
4491
YGYA BLACK 60804 | LURAN S 778 T TO- 93-05-17 | N | IRB029
BLACK 31261 UV K/G930306/D
4492
YGYA BLACK 67036 | LURAN S 778 T AVT/D6513 96-01-23 | N [ IRB029
BLACK 28214
YGYA BLACK 70285 | LURAN S 778 T AVI/MMYERS | 97-08-05 | N | IRB029
BLACK 28214
G225A GENERAL ELECTRIC CO
YGYA Low Gloss Black 73029 | GELOY CR7510 RVI/MMYERS 00-07-07 | N | IRB029
G232A GENERAL ELECTRIC CO
Xenon and Florida pending pending 73147 | GELOY FXW710 FOE/LRODIGA | 00-10-16 | C2 | 159257
exposure pending SK-GY4700M S
EXCEPTION: PARA YGYA BLACK 58828 | CENTREX 821, BEO/D3251 91-10-30 | N | IRB02%
341 MFR =6 - 16 90867A BLACK
G/10 MINUTES
A WSB-M4D834-A POLYPROPYLENE (PP), 15% GLASS SPHERE
REINFORCED, HEAT STABILIZED MOLDING COMPOUND,
RECYCLING SYMBOL: >PP-GB15< DATED: 91-11-14
R412A RHE TECH INC 58829 | LSG1%00 BODY/D-3252 91-10-31 | N [ IRB029
TI28A THERMOFIL INC 59626 | P-15HB-1100 BEO D-3655 92-08-12 | N | IRB029
A WSB-M4D835-A POLYARYLSULFONE (PAS) MOLDING COMPOUND,
RECYCLING SYMBOL: >PAS< DATED: 92-02-03

Materials Engineering Testing & Standards 2001-12-03
Documents
Copyright by the Ford Motor Company Document Sharing Hub

Sat Aug 27 22:39:02 2016
Full document details: FORD VOL 7E ASL 2001


http://www.avadocuments.com/doc/ford-vol-7e-asl-2001
http://www.avadocuments.com/doc/ford-vol-7e-asl-2001

Sord Yotor Gompany,

VOLUME 7E

Product Engineering Materials Approved Source List PAGE 2
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A WSB-M4D835-A POLYARYLSULFONE (PAS) MOLDING COMPOUND,
RECYCLING SYMBOL: >PAS< DATED: 92-02-03
A68RB AMOCO PERFORMANCE PRODUCTS INC 58830 | RADEL A-300 BODY/D-3253 91-11-01 [ N IRB029
A WSK-M4D836-A ABS, HIGH HEAT, ELECTROPLATING GRADE MOLDING
COMPOUND, RECYCLING SYMBOL: >ABS< DATED:
92-04-01
B242B BAYER AG
58890 | LUSTRAN PG 299 TO- 91-11-21 | N IRB029
NATURAL 10 000 K/K1031/D-
3281
EXCEPTIONS: 3.5.1 MELT FLOW RATE 2.5 - 7 G/10 MINUTES, 53 58891 | NOVODUR PMsC TO- 91-11-21 | N IRB029
MELT VOLUME RATE 2.4 - 6.8 CM3/10 MINUTES NATURAL K/K1031/D-
3282
59109 | LUSTRAN PG TO- 92-04-06 | N IRB029
299, GRAY K/K1031/D-
H7499 3483
59200 | LUSTRAN PG TO- 92-04-06 | N IRB029
209, BLACK K/K1031/D-
18358 3489
EXCEPTIONS: 3.5.1 MELT FLOW RATE 2.5 - 7 G/10 MINUTES, 5.3 59201 | NOVODUR PM3C, TO- 92-04-06 | N IRB029
MELT VOLUME RATE 2.4 - 6.8 CM3/10 MINUTES GRAY 719 K/K1031/D-
3490
3.5.3, TENS STREN - 38 MPA MIN; 3.5.4, FLEX MOD - 1.9 GPA 67027 | NOVODUR P2MC - AVT/KR6007/ 96-01-22 | N IRB029
MIN; 3.5.3, SHEAR MOD - 800 MPA MIN; 3.5.8, VICAT - 93 C NATURAL D6507
3.5.3, TENS STREN - 38 MPA MIN; 3,54, FLEX MOD - 1.9 GPA 67028 | NOVODUR P2MC - AVT/KR6007/ 96-01-22 | N IRB029
MIN; 3.5.3, SHEAR MOD - 800 MPA MIN; 3.5.8, VICAT - 93 C GRAY 719 D6508
Q878C SOLUTIA EUROPE SA/NV
58889 | LUSTRAN PG 299 TO- 91-11-21 | N IRB029
NATURAL 10 000 K/K1031/D-
3280
59197 | LUSTRAN PG TO- 92-04-06 | N IRB029
209, BLACK K/K1031/D-
J8358 3486
59108 | LUSTRAN PG TO- 92-04-06 | N IRB029
209, GRAY K/K1031/D-
H7499 3437
A WSK-M4D837-A POLYBUTYLENE TEREPHTHALATE (PBT), 20% GLASS
SPHERE FILLED MOLDING COMPQUND, RECYCLING
SYMBOL: >PBT-GB20< DATED: 92-03-02
BO3%A BASF AKTIENGESELLSCHAFT
58923 | ULTRADUR B TO- 91-11-22 | N IRB029
4300 K4 K/K1137/D-
NATURAL 3289
59127 | ULTRADUR B TO- 92-03-05 | N | IRB029
4300 K4 BLACK K/K1137/D-
4110 3437
K2I.RA BASF CORP
61275 | ULTRADUR B TO- 93-09-07 | N IRB029
4300 K4 BLACK K/J3101/D46
4110 93
61516 | ULTRADUR B TO- 930824 [ N IRB029
NATURAL 88
A WSK-M4D838-A POLYETHERETHERKETONE (PEEK), SELFEXTINGUISHING
(SE) MOLDING COMPOUND, RECYCLING SYMBOL: >PEEK<
DATED: 95-05-02
1049A VICTREX USA INC
58922 | VICTREX 150G TO- 91-12-04 | N IRB029
NATURAL K/G1065/D-
3306
58955 | VICTREX 150G TO- 91-12-05 | N IRB029
BLACK K/G1065/D-
3320
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Wc@f W%W’W% VOLUME 7E

Product Engineering Materials Approved Source List PAGE 3
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE  CODE NAME NO.| NAME/CODE | REFERENGE | DATE | X | NO.
A WSK-M4D838-A POLYETHERETHERKETONE (PEEK), SELFEXTINGUISHING
(SE) MOLDING COMPOUND, RECYCLING SYMBOL: >PEEK<
DATED: 95-05-02
1049A VICTREX USA INC
58956 | VICTREX 450G TO- 92-01-07 | N IRB029
NATURAL K/G1063/D-
3321
58957 | VICTREX 450G TO- 92-0107 | N IRB029
BLACK K/G1063/D-
30
A WSK-M4D$39-A ACETAL (POM) COPOLYMER, ELASTOMER MODIFIED
MOLDING COMPOUND, EXTERIOR, RECYCLING
SYMBOL: >POM< DATED: 94-12-01
H436X HOECHST AG 58943 | HOSTAFORM S TO- 91-12-19 | N IRB029
27072WS BLACK K/R1066/D-
10-1570 3314
A WSK-M4D840-A1 ACETAL (POM) COPOLYMER, MELT FLOW RATE 5 - 11,
INTERIOR, RECYCLING SYMBOL: >POM< DATED:
95-06-01
BO39%A BASF AKTIENGESELLSCHAFT
APPROVED FOR PRECOLORED MATERIAL ONLY. XENON EEATHERING AT 62819 | ULTRAFORM BEOQ/EP- 94-07-25 | N IRB029
600 KIM2, RATING 4 IS ACCEPTABLE N2320-U017 94033/CL402
NATURAL 410/D5653
K2LRA BASF CORP
APPROVED FOR PRECOLORED MATERIAL ONLY. XENON WEATHERING AT 62674 | ULTRAFORM BEO/EP- 94-07-25 | N | IRB029
600 KJ/M2, RATING 4 IS ACCEPTABLE. N2320-U017 94033/CL402
NATURAL 410/D5561
H436X HOECHST AG
FLORIDA EXPOSURE YNE RAVEN 58972 | HOSTAFORM TO- 92-01-10 [ N IRB029
PENDING CY021LS- K/R1006/D-
30/4096 332
FLORIDA EXPOSURE 33U SLATE GREY 58973 | HOSTAFORM TO- 92-01-10 | N IRB029
PENDING CO021LS- K/R1006/D-
30/4097 3336
FLORIDA EXPOSURE M MACE 58974 | HOSTAFORM TO- 92-01-10 | N IRB029
PENDING CO021LS- K/R1006/D-
60/4098 337
FLORIDA EXPOSURE 2R STONE BLUE 58975 | HOSTAFORM TO- 92-01-10 [ N IRB029
PENDING CO02ILS- K/R1006/D-
80/4099 3338
FLORIDA EXPOSURE YCC MID OPAL GREY 59741 | HOSTAFORM TO- 92-09-24 | N | IRB029
PENDING COMILS- K/R1006/D-
30/4232 3716
FLORIDA EXPOSURE DCC PUMICE 59742 | HOSTAFORM TO- 92-09-24 | N | IRB029
PENDING COMILS- K/R1006/D-
60/4233 3717
FLORIDA EXPOSURE K7E ATIANTIS BLUE 59743 | HOSTAFORM TO- 92-09-24 | N TRB029
PENDING C9021LS- K/R1006/D-
80/4234 3718
63644 | CELCON UV90Z AVT/TO- 95-02-02 | N | IRB029
K/R19950202
FLORIDA EXPOSURE EY35 RUBI RED 65925 | HOSTAFORM C AVT/KR5083/ 95-08-03 | N IRB02%
PENDING 90211L.5-40 4274 Do6151
DC4 MID DARK PUMICE 65930 | HOSTAFORM C AVT/KR5083/ 95-08-03 | N IRB029
9021LS-60 4326 D6156
YCD MID DARK OPAL 65931 | HOSTAFORM C AVT/KR5083/ 95-08-03 | N IRB029
GREY 9021LS-30 4310 D6157
YEC TRUFFLE 65936 | HOSTAFORM C AVT/KR5083/ 95-08-03 | N | IRB029
9021L$-30 4500 D6162
FLORIDA EXPOSURE M4 WARM BLUE 65937 | HOSTAFORM C AVT/KR5083/ 95-08-03 | N | IRB029
PENDING 9021LS-80 4501 D6163
GOA2B HOECHST CELANESE CORP 59434 | CELCON UV90Z BODY/EP9202 92-05-27 | N | IRB029
3CLI92984/
D-3594
A WSK-M4D840-A2 ACETAL (POM) COPOLYMER, MELT FLOW RATE 11 - 16
INTERIOR, RECYCLING SYMBOL: >POM< (SHOWN ON
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Wc@f W%W’W% VOLUME 7E

Product Engineering Materials Approved Source List PAGE 4
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE  CODE NAME NO.| NAME/CODE | REFERENGE | DATE | X | NO.
A WSK-M4D840-A2 ACETAL (POM) COPOLYMER, MELT FLOW RATE 11 - 16
INTERIOR, RECYCLING SYMBOL: >POM< (SHOWN ON
WSK-M4D$840-A1) DATED: 95-06-01
HYQ3A TICONA GMBH
black 73487 | HOSTAFORM C /LRODIGAS 01-08-14 [ N IRB029
9021LS-BLACK
14
H436X HOECHST AG
FLORIDA EXPOSURE YNE RAVEN 58976 | HOSTAFORM TO- 92-01-10 | N 1RB02Y
PENDING C13021LS- K/R1006/D-
30/4096 33
FLORIDA EXPOSURE 2R STONE BLUE 58977 | HOSTAFORM TO- 92-01-10 | N | IRB029
PENDING C13021LS- K/R1006/D-
80/4099 3339
FLORIDA EXPOSURE 3M MACE 58978 | HOSTAFORM TO- 92-01-10 | N | IRB029
PENDING C130211.8- K/R1006/D-
60/4008 3340
FLORIDA EXPOSURE U SLATE GREY 58979 | HOSTAFORM TO- 92-01-10 [ N IRB029
PENDING C13021LS- K/R1006/D-
30/4097 3341
FLORIDA EXPOSURE YCC MID OPAL GREY 59744 | HOSTAFORM TO- 92-09-24 | N IRB029
PENDING C13021LS- K/R1006/D-
30/4232 3719
FLORIDA EXPOSURE DCC PUMICE 59745 | HOSTAFORM TO- 92-09-24 | N IRB029
PENDING C13021LS- K/R1006/D-
60/4233 3720
FLORIDA EXPOSURE KZE ATLANTIS BLUE 59746 | HOSTAFORM TO- 92-09-24 | N IRB029
PENDING C13021LS- K/R1006/D-
80/4234 3721
FLORIDA EXPOSURE EY5 RUBI RED 65926 | HOSTAFORM C AVT/KR5084/ 95-08-03 | N | IRB029
PENDING 90211L.S-40 4274 D6152
DC4 MID DARK PUMICE 65929 | HOSTAFORM C AVT/KR5084/ 95-08-03 | N | IRB029
9021L$-60 4326 D6155
YCD MID DARK OPAL 65932 | HOSTAFORM C AVT/KR5084/ 95-08-03 | N | IRB029
GREY 9021LS-30 4310 DA158
YEC TRUFFLE 65935 | HOSTAFORM C AVT/KR5084/ 95-08-03 | N IRB029
9021LS-30 4500 D6161
FLORIDA EXPOSURE MJ4 WARM BLUE 65938 | HOSTAFORM C AVT/KR5084/ 95-08-03 | N IRB029
PENDING 9021LS-80 4501 D6164
A WSK-M4D840-A3 POLYMER, MELT FLOW RATE 29 - 35, INTERIOR,
RECYCLING SYMBOL: >POM< (SHOWN ON WSK-M4D840-A1)
DATED: 95-06-01
BO3%A BASF AKTIENGESELLSCHAFT
FLORIDA EXPOSURE YNE RAVEN 58984 | ULTRAFORM TO- 92-01-10 | N | IRB029
PENDING W2320U017- K/R1006/D-
11036 3335
FLORIDA EXPOSURE DCC PUMICE 58985 | ULTRAFORM TO- 92-01-10 | N | IRB029
PENDING W2320U017- K/R1006/D-
90275 3345
FLORIDA EXPOSURE K7E AT ANTIC BLLUE 58986 | UTTRAFORM TO- 92-01-10 [ N TRB029
PENDING. XENON W2320U017- K/R1006/D-
WEATHERING AT 600 80156 3346
KJM2, RATING 4 1S
ACCEPTABLE
FLORIDA EXPOSURE YNE RAVEN 58980 | HOSTAFORM TO- 92-01-10 [ N IRB02%
PENDING C27021LS- K/R1006/D-
30/409 334
FLORIDA EXPOSURE 3U SLATE GREY 58981 | HOSTAFORM TO- 92-01-10 [ N IRB029
PENDING C27021LS- K/R1006/D-
30/4097 3302
FLORIDA EXPOSURE 3M MACE 58982 | HOSTAFORM TO- 92-01-10 | N | IRB029
PENDING C27021LS- K/R1006/D-
60/4098 343
FLORIDA EXPOSURE 2R STONE BLUE 58983 | HOSTAFORM TO- 92-01-10 | N | IRB029
PENDING C27021LS- K/R1006/D-
80/4099 3344
FLORIDA EXPOSURE YCC MID OPAL GREY 59747 | HOSTAFORM TO- 92-09-24 | N | IRB029
PENDING C270211.8- K/R1006/D-
30/4232 3722
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Wc@f W%W’W% VOLUME 7E

Product Engineering Materials Approved Source List PAGE 5
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE  CODE NAME NO.| NAME/CODE | REFERENGE | DATE | X | NO.
A WSK-M4D840-A3 POLYMER, MELT FLOW RATE 29 - 35, INTERIOR,
RECYCLING SYMBOL: >POM< (SHOWN ON WSK-M4D840-A1)
DATED: 95-06-01
H436X HOECHST AG
FLORIDA EXPOSURE DCC PUMICE 59748 | HOSTAFORM TO- 92-09-24 | N IRB029
PENDING C27021LS- K/R1006/D-
60/4233 3723
FLORIDA EXPOSURE KZE ATLANTIS BLUE 59749 | HOSTAFORM TO- 92-09-24 | N IRB029
PENDING C27021LS- K/R1006/D-
80/4234 3724
EXCEPTION: PARA 3.4.1 MELT FLOW RATE 23 - 32 G/10 MINUTES 63642 | CELCON UV270Z AVT/TO- 95-02-02 | N | IRB029
K/R19950202
/D583
FLORIDA EXPOSURE EY5 RUBI RED 65927 | HOSTAFORM C AVT/KR5085/ 95-08-03 | N | IRB029
PENDING 90211L.S-40 4274 D6153
nC4 MID DARK PUMICE 65928 | HOSTAFORM C AVT/KR5085/ 95-08-03 | N TRB029
9021LS-60 4326 D6154
YCD MID DARK OPAL 65933 | HOSTAFORM C AVT/KR5085/ 95-08-03 | N IRB029
GREY 9021LS-30 4310 D615%
YEC TRUFFLE 65934 | HOSTAFORM C AVT/KR5085/ 95-08-03 | N IRB029
9021L$-30 4500 D6160
FLORIDA EXPOSURLE MJ4 WARM BLUL 65939 | HOSTATFORM C AVT/KR5085/ 95-08-03 | N IRB02Y
PENDING 9021LS-80 4501 D6163
GOA2B HOECHST CELANESE CORP
EXCEPTION: PARA 3.4.1 MELT FLOW RATE 23 - 32 G/10 MINUTES 59435 | CELCON UV270Z BEOQ/EP92023 92-05-27 | N IRB029
1CL992984/D
3595
A WSB-M4D840-A4 ACETAL (POM) COPOLYMER, MELT FLOW RATE 1.8 -
44, INTERIOR, RECYCLING SYMBOL: >POM< DATED:
95-06-12
H436X HOECHST AG 63643 | CELCON UV25Z AVT/TO- 95-02-02 | N | IRB029
K/R19950202
/D5833
GOA2B HOECHST CELANESE CORP 59344 | CELCON UV25Z BODY/EPS202 92-05-27 | N IRB029
4/CL992984/
D-3593
A WSB-M4D841-A POLYPROPYLENE (PP) COPOLYMER, 15% MINERAL
FILLED, COLOR PIGMENTED, INTERIOR, RECYCLING
SYMBOL: >PP-TD15< DATED: 92-03-17
F343G FERRO CORP
JAGA Black 72485 | PH-51702-800 VX/GBURESH 99-08-18 | C2 | 155526
BLACK
F345A FERRO CORP 60049 | AH-69017 BODY/EP9300 93-01-19 | N | IRB029
5/C1202849/
D-3902
TO3SA MONTELL USA INC
EX: PARA 34.1 MFR = 30 G/10 MINUTES MIN; 3.5.6.1 170D AT 63633 | ASTRYN BB77G AVT/CL.S5002 95-01-03 | N TRB029
23C = 3.5 KI/M2;35.6.2 IZOD AT -40C = 2.0 KI/M2 T0/EP9500/D
5821
S093A A SCHULMAN INC
PRECOLORED 59030 | POLYFORT FPP BEO/EP92009 92-02-06 | N | IRB029
-3373
61586 | POLYFORT BEO/EP- 93-10-28 | N IRB029
FPP2067UV-HF 93059/D4835
NATURAL
A WSB-M4D841-A2 POLYPROPYLENE (PP) COPOLYMER, 16% MINERAL
FILLED MOLDING COMPOUND, RECYCLING
SYMBOL: >PP-TD16< DATED: 92-07-09
S835E SUMITOMO CORP OF AMERICA
59222 | BPC-11 BODY/EP9102 | 92-04-06 | N | IRB029
6/CL200780/
D-3505
EXCEPTION: MELT FLOW RATE 37-43 G/10 MINUTES 60062 | BPC-11NCF-1 BEQ/D33830) 93-02-09 | N IRB029
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Gord Yotor Gomprany,

VOLUME 7E

Product Engineering Materials Approved Source List PAGE 6
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSB-M4D841-A3 POLYPROPYLENE (PP) COPOLYMER, 13% MINERAL
FILLED, COLOR PIGMENTED, INTERIOR, RECYCLING
SYMBOL: >PP-TD13< DATED: 94-11-02
SYSTEM NO. AA N | IRB029
P38SA EXXON CHEMICAL COMPANY
62091 | MYTEX AS23KW- BEO/EP94013 94-05-11 | N | IRB029
04 /CL400298/D
5190
PMS CONSOLIDATED (PO09B) - APPROVED COLOR CONCENTRATE 63070 | MYTEX AS23KW- BEO/EP94013 94-05-11 | N IRB029
04 CL400298/D
5190
A WSS-M4D841-A4 POLYPROPYLENE (PP) COPOLYMER, 11-17% MINERAL
FILLED, HIGH MELT FLOW MOLDING COMPOUND,
INTERIOR DOOR TRIM, RECYCLING SYMBOL: >PP+TD15<
DATED: 97-12-11
QINTA APPLIED TECHNOLOGICAL COMPOSITES INC
EXCEPT 3.4.2 FILLER 9-11%, 5.2.1 MOLD SHRINKAGE 1.0-1.3% 72110 | ATX730 APO/BWICHTE | 99-03-12 | C2 | 151675
R
C565A [CLRRO CORP 72947 | TALC FILLED VISTEON/GBU 00-03-08 | C2 | 157841
POLYPROPYLENE RESH
(TPP15ANT6BK)
TO3SA MONTELL USA INC 72109 | ASTRYN BB746B APO/BWICHTE | 99-03-12 | C2 | 143086
R
K44BD MYTEX POLYMERS 72108 | RUBBER APO/BWICHTE | 99-03-12 | C2 | 143030
MODIFIED R
POLYPROPYLENE
(MYTEX AS41K-
7
A WSS-M4D841-A5 POLYPROPYLENE (PP) COPOLYMER, 11-17% MINERAL
FILLED, HIGH MELT FLOW MOLDING COMPOUND, 25%
MINIMUM PCR, DATED: 99-07-06
C565A FERRO CORP 73334 | TALC FILLED /{DWHYTE1 01-05-11 | C2 | 157841
POLYPROPYLENE
(TPP15ANT6BK)
K44BA MYTEX POLYMERS
Please add to ASL Central Lab #00577 72893 | TALC GBURESH/VIS 00-03-17 | C2 | 157212
FILL/RUBBER TEON
MODIFIED
POLYPROPYLENE
K44BD MYTEX POLYMERS
Meets specification except for paragraph 34.1 Melt Flow 72878 | MYTEX AS41K- JCRIST/RVY/ 00-03-07 | C2 | 143080
Rae 53-85g/10min. 25% PCR Content PCR D20483
A WSB-M4D842-A POLYPROPYLENE (PP) COPOLYMER, 26% MINERAL
FILLED, COLOR PIGMENTED, INTERIOR, RECYCLING
SYMBOL: >PP-TD26< DATED: 92-03-17
S093A A SCHULMAN INC
PRECOLORED 59031 | POLYFORT FPP BEO/EP92009 92-02-06 | N | IRB029
1697UV-HF {CL104893/D
A WSP-M4D843-A POLYPHTHALAMIDE (PPA), 33% GLASS FIBER
REINFORCED MOLDING COMPOUND, RECYCLING
SYMBOL: >PPA-GF34< DATED: 93-01-27
A68RB AMOCO PERFORMANCE PRODUCTS INC 59085 | AMODEL A- T&A/D-3415 92-03-03 | N | IRB029
1133HS
A WSK-M4D843-A2 POLYPHTHALAMIDE (PPA), IMPACT MODIFIED, 34%
GLASS FIBER REINFORCED MOLDING COMPOUND,
RECYCLING SYMBOL: >PPA-GF34< DATED: 94-09-01
A68RB AMOCO PERFORMANCE PRODUCTS INC
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X [ NO.
A WSK-M4D843-A2 POLYPHTHALAMIDE (PPA), IMPACT MODIFIED, 34%
GLASS FIBER REINFORCED MOLDING COMPOUND,
RECYCLING SYMBOL: >PPA-GF34< DATED: 94-09-01
A68RB AMOCO PERFORMANCE PRODUCTS INC 62058 | AMODEL AS- TO- 94-05-09 | N IRB029
1133HS, K/G4054/D51
NATURAL NT 66
A WSB-M4D844-A1 POLYPHENYLENE ETHER+POLYSTYRENE BLEND
(PPE+PS), MOLDING COMPOUND, GENERAL PURPOSE
GRADE, RECYCLING SYMBOL: >PPE+PS< DATED:
94-11-17
L9XGA GE PLASTICS JAPAN
EXCEPTIONS: FLEXURAL MODULUS 2.0 GPA MINIMUM 61484 | NORYL PX2623 TO- 93-09-17 | N IRB029
UR, BLACK 7001 K/G3105/D-
4857
G225A GENERAL ELECTRIC CO
EXCEPTION: PARA 3.44 FLEX MODULUS 2.2 GPA MINIMUM 59089 | NORYL PX0844 BEO/EP92005 92-01-30 | N IRB029
/CL104006/D
-3417
59910 | PREVEX W30 BODY/LP%204 92-11-21 [ N IRB029
6/CL203355/
D3818
EXCEPTION: PARA 3.44 FLEX MODULUS 2.2 GPA MINIMUM 63833 | NORYL EM6101 ACT/D35951 95-03-13 | N IRB029
G232A GENERAL ELECTRIC CO
EXCEPTIONS: FLEXURAL MODULUS 2.0 GPA MINIMUM 61483 | NORYL PX2623 TO- 93-09-17 [ N IRB029
UR, BLACK 7001 K/G3105/D-
4356
A WSB-M4D844-A2 POLYPHENYLENE ETHER+POLYSTYRENE BLEND
(PPE+PS), MOLDING COMPOUND, RECYCLING
SYMBOL: >PPE+PS< (SHOWN ON WSB-M4D844-A1) DATED:
94-11-17
G225A GENERAL ELECTRIC CO
59090 | NORYL PX0888 BEO/EP92005 92-01-30 | N IRB029
/CL104006/D
-3418
59911 | PREVEX W50 BODY/EP9204 92-11-21 [ N IRB029
7/CL203355/
D3819
EXCEPTION: FLEXURAL MODULUS 2.2 GPA MINIMUM 60048 | NORYL PX1127- BODY/EP9300 93-01-21 [N IRB029
701 6/CL203355/
D-3901
A WSB-M4D844-A3 POLYPHENYLENE ETHER+POLYSTYRENE BLEND
(PPE+PS) MOLDING COMPOUND, RECYCLING
SYMBOL: >PPE+PS< (SHOWN ON WSB-M4D844-A1) DATED:
94-11-17
G225A GENERAL ELECTRIC CO 59001 | NORYL EM5102 BEQ/EPS2005 92-01-30 | N IRB029
/CL104006/D
-3419
NONE SOURCE APPROVAL PENDING
A WSB-M4D844-A4 POLYPHENYLENE ETHER+POLYSTYRENE BLEND
(PPE+PS) MOLDING COMPOUND, RECYCLING
SYMBOL: >PPE+PS< (SHOWN ON WSB-M4D844-A1) DATED:
94-11-17
G225A GENERAL ELECTRIC CO 59092 | NORYL PX1278 BEO/EP92005 92-01-30 | N IRB029
{CL104006/D
-3420
A WSB-M4D844-A5 POLYPHENYLENE ETHER+POLYSTYRENE BLEND
(PPE+PS) MOLDING COMPOUND, RECYCLING
SYMBOL: >PPE+PS< (SHOWN ON WSB-M4D844-A1) DATED:
94-11-17
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